Gord Yotor Gomprany,

VOLUME 7G
Worldwide & European Engineering Materials Approved Source List PAGE 1
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A SS-M4D9719-A POLYAMIDE 11, RIGID, SE, BLACK, RECYCLING
SYMBOL: >PA11< DATED: 94-12-13
F836A ELF ATOCHEM S.A. 47494 | RILSAN BESN TOK S 84-12-05 | N | IRB029
BLACK TL
A SJ-M4D9745-A POLYPROPYLENE, 20% GLASS SPHERE FILLED,
UV-STABILIZED, EXTERIOR, RECYCLING
SYMBOL: >PP-GF20< DATED: 94-12-08
H436X HOECHST AG 47348 | PPN VP7780 TO-K G 84-12-10 | N | IRB029
GV3/20 BLACK
10/3737
A SI-M4D9792-A ABS MOULDING COMPOUND, VERY HIGH HEAT
RESISTANT, RECYCLING SYMBOL.: >ABS< DATED:
94-12-08
B03%A BASF AKTIENGESELLSCHAFT
FA BLACK 49397 | TERLURAN 949T TO-K K 87-04-01 | N | IRB029
BLACK P89871 21/86
49398 | TERLURAN 949T TO-K K 87-04-01 | N | IRB029
21/86
49399 | TERLURAN 949T TO-K K 87-04-01 | N | IRB029
WHITE 31325 21/86
XSC1350 GREY 49400 | TERLURAN 949T TO-K K 87-04-01 | N | IRB029
GREY P 83370 21/86
B242B BAYER AG
45301 | NOVODUR P3T TO-K K 83-07-18 IRB029
NATURAL 47/83
45302 | NOVODUR P3T TO-K K 83-07-18 | N | IRB029
BLACK 792 47/83
49396 | NOVODUR P3T/F TO-K K 87-04-01 | N [ IRB029
GREY 70101 21/86
F505A ENICHEM POLIMERI SPA
49508 | URTAL A24 TO-K F6101 87-06-26 | N | IRB029
NATURAL 9000
49509 | URTAL A24 TO-K F6101 87-06-26 IRB029
BLACK 8%00
49510 | URTAL A24 TO-K F6101 87-06-26 IRB029
WHITE F193
G232A GENERAL ELECTRIC CO
NATURAL 45503 | CYCOLAC X37 TO-K K 83-07-18 | N | IRB029
NATURAL 10000 47/83
FA BLACK 45504 | CYCOLAC X37 TO-K K 83-07-18 | N | IRB02%
BLACK 42105 47/83
2G RAVEN 49812 [ CYCOLAC X37 TO-K F 6120 87-12-09 | N | IRB029
RAVEN 398455
2H MID TAUPE 49814 | CYCOLAC X37 TO-K F 6120 87-12-09 | N | IRB029
MID TAUPE
839799
2P SHADOW GREY 49811 | CYCOILAC X37 TO-K F 6120 &7-12-09 | N | TRB029
SHADOW GREY
368299
2R BLUESTONE 49813 | CYCOLAC X37 TO-K F 6120 87-12-09 | N | IRB029
BLUESTONE
2T ALABASTER 49810 | CYCOLAC X37 TO-K F 6120 87-12-09 | N | IRB029
ALABASTER
368199
A S§J-M4D9792-B ABS MOULDING COMPOUND, VERY HIGH HEAT
RESISTANT, APPROVED MINIMUM THICKNESS FOR
FLAMMABILITY 2,0 MM, RECYCLING SYMBOL: >ABS<
(SHOWN ON $J-M4D9792-A) DATED: 94-12-08
B03%9A BASF AKTIENGESELLSCHAFT
FA BLACK 49402 | TERLURAN 949T TO-K K 87-04-01 | N | IRB029
BLACK P 89871 21/86
49403 | TERL.URAN 949T TO-K K 87-04-01 | N | TRB029
21/86
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Gord Yotor Gomprany,

VOLUME 7G
Worldwide & European Engineering Materials Approved Source List PAGE 2
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A SJ-M4D9792-B ABS MOULDING COMPOUND, VERY HIGH HEAT
RESISTANT, APPROVED MINIMUM THICKNESS FOR
FLAMMABILITY 2,0 MM, RECYCLING SYMBOL: >ABS<
(SHOWN ON §]J-M4D9792-A) DATED: 94-12-08
B03%A BASF AKTIENGESELLSCHAFT
49404 | TERLURAN 949T TO-K K 87-04-01 | N | IRB029
WHITE 31325 21/86
XSC1350 GREY 49405 | TERLURAN 949T TO-K K 87-04-01 | N | IRB029
GREY P83370 21/86
B242B BAYER AG
45305 | NOVODUR P3T TO-K K 83-07-18 | N | IRB029
NATURAL 47/83
45306 | NOVODUR P3T TO-K K 83-07-18 | N | IRB029
BLACK 792 47/83
GREY 49401 | NOVODUR P3T/F TO-K K 87-04-01 | N | IRB029
GREY 70101 21/36
F305A ENICHEM POLIMERI SPA
49511 | URTAL A24 TO-K F6101 87-06-26 | N | IRB029
NATURAL 9000
49512 | URTAL A24 TO-K F6101 87-06-26 | N | IRB029
BLACK 8900
49513 | URTAL A24 TO-K I'6101 87-06-26 IRB029
WHITE F193
G232A GENERAL ELECTRIC CO
NATURAL 45507 | CYCOLAC X37 TO-K K 83-07-18 | N | IRB029
NATURAL 10000 47/83
FA BLACK 45508 | CYCOLAC X37 TO-K K 83-07-18 | N | IRB029
BLACK 42105 47/83
2G RAVEN 49824 | CYCOLAC X37 TO-K F 6120 87-12-09 | N | IRB029
RAVEN 399455
2H MID TAUPE 49826 | CYCOLAC X37 TO-K F 6120 87-12-09 | N | IRB029
MID TAUPE
839799
2P SHADOW GREY 49823 | CYCOLAC X37 TO-K F 6120 87-12-09 | N | IRB029
SHADOW GREY
368299
2R BLUESTONE 49825 | CYCOLAC X37 TO-K F 6120 87-12-09 | N | IRB029
BLUESTONE
529955
2T ALABASTER 49822 | CYCOLAC X37 TO-K T 6120 87-12-09 | N | IRB029
ALABASTER
368199
A SK-M4D9799-B ABS, PLATING GRADE, HEAT RESISTANT, APPROVED
MINIMUM THICKNESS FOR FLAMMABILITY 2,0 MM,
RECYCLING SYMBOL: >ABS< (SHOWN ON SK-M4DY799-A)
DATED: 94-12-08
B242B BAYER AG 45499 | NOVODUR PM5C TO-K K 83-07-18 | N | IRB029
47/83
F505A ENICHEM POLIMERI SPA 45500 | RAVIKRAL SKI TO-K K 83-07-18 | N | IRB029
47/83
A SK-M4D9837-B PPO-MLDG. CMPD., 20% GLASS FIBER, APPROVED
MINIMUM THICKNESS FOR FLAMMABILITY 1,1 MM,
RECYCLING SYMBOL: >PPE-GF20< (SHOWN ON
G232A GENERAL ELECTRIC CO 45793 | GFN-2 TO-K K 85-01-09 | N | IRB029
A SK-M4D9940-A THERMOPLASTIC POLYOLEFIN ELASTOMER, SEMI-RIGID
RECYCLING SYMBOL: >PP+EPDM< DATED: 00-07-24
E833A ESSO CHEMICAL EUROPE INC
44638 | VISTAFLEX 214 TO-K R 84-12-20 | N | IRB029
NATURAL 23/78
47365 | VISTAFLEX 214 TO-K R 84-12-20 | N | IRB029
BLACK 78032 23/78
A SA-M4D9945-A THERMOPLASTIC POLYOLEFINE ELASTOMER, SEMI
RIGID, RECYCLING SYMBOL: >PP+EPDM< DATED:
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