Product Engineering Materials Approved Source List PAGE 1
SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/  COLOR  COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A WSB-M1F17-B LEATHER, GENUINE, SUPPLE, MILLED, DATED:
01-08-08
E052B EAGLE OTTAWA LEATHER CO
57897 | ET. NO. 1 BEO/SP150/F 90-12-20 | C | IRB022
-82
66800 | SEATING AVT F-0191 95-11-15 | C | IRB0O22
LEATHER EO17-B
GOT2A GARDEN STATE TANNING INC 66801 | SEATING AVT F-0192 95-10-10 | C | IRB0O22
LEATHER GST178
A WSS-MI1F17-C LEATHER, GENUINE, STANDARD WEAR, MILLED,
(SHOWN ON WSB-MI1F17-B) DATED: 01-08-08
E052B EAGLE OTTAWA LEATHER CO
66802 | SEATING AVT F-0193 95-11-15 | € | TRR022
LEATHER E017-C
66803 | SEATING AVT F-0194 95-10-10 | € | IRBO22
LEATHER E017-C
N6UYA HOWE LEATHER PTY LTD 71490 | HOWE LEATHER, AVT/LDANIV/ | 98-08-11 | C | IRB022
#9610326 BO'S: 1F6-
03
QYHBA SETON COMPANY 66900 | SEATING AVT F-0202 95-11-15 | C | IRBO23
LEATHER MIF17-
C
A WSS-M1F17-D LEATHER, GENUINE, STANDARD WEAR, MILLED
TRI-CROSSLINKED FINISH, (SHOWN ON WSB-M1F17-B)
DATED: 01-08-08
E032B EAGLE OTTAWA LEATHER CO 66902 | SEATING AVT F-0204 95-11-15 | € | IRB0O22
LEATHER EQ17-D
GO72A GARDEN STATE TANNING INC 66903 | SEATING AVT F-0203 95-10-10 | C | IRB022
LEATHER GST17D
A WSS-M1F17-E LEATHER, GENUINE, HIGH WEAR, MILLED, (SHOWN ON
‘WSB-M1F17-B) DATED: 01-08-08
E052B EAGLE OTTAWA LEATHER CO 66807 | SEATING AVT F-0193 95-11-15 | € | IRBO22
LEATHER EO17-E
GO72A GARDEN STATE TANNING INC 66806 | SEATING AVT F-0197 95-10-10 | C | IRB022
LEATHER GSTI7E
A WSS-M1F17-F LEATHER, GENUINE, SOFT HAND, MILLED, (SHOWN ON
WSB-M1F17-B) DATED: 01-08-08
E032B EAGLE OTTAWA LEATHER CO 66804 | SEATING AVT F-0195 95-11-15 | € | IRB0O22
LEATHER EOQ17-F
GO72A GARDEN STATE TANNING INC 66803 | SEATING AVT F-019% 95-10-10 | C | IRB022
LEATHER GST17F
N6UYA HOWE LEATHER PTY LTD 71491 | HOWE LEATHER, AVT/LDANIV/ | 98-08-11 | C | IRB022
#PDC 1113/1 1TF9-2,
LARA’S
QYHBA SETON COMPANY 66901 | SEATING AVT F-0203 95-11-15 | C | IRBO23
C
E778W LEAR CORPORATION
This approval is only for the NUDO construction and not G- 73009 | LEAR-LEATHER /RVT/YBANKO | 00-06-13 | C | IRB022
grain. NUDO LEATHER WS
A WSS-M1F17-F2 LEATHER, GENUINE, SOFTER HAND, THICKER, MILLED
(SHOWN ON WSB-M1F17-B) DATED: 01-08-08
N WSB-M1F20-A SPLIT LEATHER, GENUINE, FINISHED, (NOT TO BE
USED FOR NEW DESIGN, USE WSS-M1F21-B) DATED:
00-10-26
QIKVB CURTIDOS TREVINOS SA
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SPECIFICATION NO. SPECIFICATION TITLE
GSDB SUPPLIER FORD FORD | T
CODE NAME/REMARKS TYPE/ COLOR  COLOR LOG TRADE FILE APPR. | O [ TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
N WSB-MI1F20-A SPLIT LEATHER, GENUINE, FINISHED, (NOT TO BE
USED FOR NEW DESIGN, USE WSS-M1F21-B) DATED:
00-10-26
QIKVB CURTIDOS TREVINOS SA
THIS APPROVAL IS FOR CURTIDOS TREVINOS AS A TIER II 73006 | TREVINO SPLIT /METS/AWEDE | 00-06-13 | C | IRB022
SUPPLIER OF SPLIT GRAIN LEATHER FOR THE CONSOLE (ARM GRAIN LEATHER POH
REST).
E052B EAGLE OTTAWA LEATHER CO 60027 | ALTIMA BEO F-0108 93-02-03 | C | IRB022
GO72A GARDEN STATE TANNING INC 61019 | LAMINATED VO/TWEINGAR | 93-06-22 | C | IRB022
SPLITS
A WSS-M1F21-B SPLIT LEATHER, GENUINE, FINISHED, STEERING
WHEEL, DATED: 98-12-02
FoCoJ AUTOLIV AUTOMOTIVE SAFETY PRODUCTS
This approval is for Innovative Leather Technologies as a 73351 | INNOVATIVE AVT/AWEDEPO | 01-05-14 | C | IRB022
tier IT supplier of finished split leather. The approval LEATHER H
is for the leather only and is not linked to the wrapping TECHNOLOGIES
facility or the steering wheel supplier. 12 month FL and
AZ results are pending.
MI1I3J) PLTRI INC
This approval is for split leather from Brusarosco as a 73313 | BRUSAROSCO AVT/AWEDEPO | 01-04-10 | C | IRB022
Tier 1T supplier of sieering wheel leather. The approval SPLIT LEATHER H
is for the leather and is not specifically linked to the
wrapping facility or the sieering wheel supplier.
A WSS-M1F22-B LEATHER, GENUINE, FINISHED, STEERING WHEEL,
CONSOLE, SHIFT KNOBS AND BOOTS, (SHOWN ON
‘WSS-M1F21-B) DATED: 98-12-02
Q9KVB CURTIDOS TREVINOS SA
This approval is for Curtidos Trevino as a Tier I 73392 | CURTIDOS AVT/AWEDEPO | 01-06-07 | C | IRB022
supplier of top grain leather for steering wheels. The TREVINO TOP H
approval is for the leather and is not linked to the GRAIN LEATHER
wrapping facility or the sieering wheel supplier. 12
month FL. and AZ results are pending.
M338F MEXICAN INDUSTRIES IN MICHIGAN INC
THIS APPROVAL IS FOR DOMINION TANNELRS AS A TIER II 72986 | DOMINION RVT/ARCAUME | 00-06-01 | C | IRB022
SUPPLIER OF STEERING WHEEL LEATHER. THE APPROVAL IS FOR NATURA LEATHER
THE LEATHER AND IS NOT SPECIFICALLY LINKED TO THE WRAPPING
FACILITY OR STEERING WHEEL SUPPLIER.
F9C9I AUTOLIV AUTOMOTIVE SAFETY PRODUCTS
THIS APPROVAL IS FOR PASUBIO AS A TIER 2 SUPPLIER OF 73000 | PASUBIO SPA AVT/AWEDEPO | 00-06-12 | C | IRB022
STEERING WHEEL LEATHER. THE APPROVAL IS FOR THE LEATHER STEERING WHEEL | H
AND IS NO SPECIFICALLY LINKED TO THE WRAPPING FACILITY OR LEATHER
TIER 1.
MI1F3] PETRI INC
The approval is for Brusarosco as a Tier I supplier of 73350 | BRUSAROSCO TOP | AVIJAWEDEPO | 01-03-14 | C | IRB022
top grain steering wheel leather. The approval is for the GRAIN LEATHER H
leather and is not linked to the wrapping facility or the
steering wheel supplier. 12 month FI. and A7, results are
still pending.
A ESB-M2F1-B OUTSIDE TOP MATERIAL, VINYL COATED, DATED:
$2-09-03
HO15A HAARTZ AUTO FABRIC 29920 | 3067-3 OR HO153067 82-08-05 | C | IRB022
8844-2
A WSB-M2F59-D VINYL FILM (PVC), FORMED HEADLINER GRADE,
RECYCLING SYMBOL: >PVC< DATED: 95-03-10
G374B TEXTILEATHER CORP 63090 | PC #0907941-1 AVT FS$4-24 94-12-20 | C | IRB022
F-0177
A ESB-M2F67-B FABRIC, VINYL COATED, DATED: 79-10-12
G371A CAMBRIDGE INDUSTRIES INC 21571 | M2F67B-1 SA2F67-86 74-02-25 | C | IRB022
PPO2A VISTEON CORPORATION - MT CLEMENS PLANT 21570 | 205H 2711-0152 72-03-10 | C | IRB022
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CODE NAME/REMARKS TYPE/ COLOR COLOR LOG TRADE FILE APPR. | O | TOX
GRADE CODE NAME NO. NAME/CODE REFERENCE | DATE | X | NO.
A ESB-M2F67-B FABRIC, VINYL COATED, DATED: 79-10-12
HO15A HAARTZ AUTO FABRIC 33907 | 2B B&CE/SA2F67 86-05-02 | C | IRB022
B-1070
N ESB-M2F102-C FILM, VINYL - BONDING GRADE, (NOT TO BE USED
FOR NEW DESIGN, USE ESB-M2F102-D) DATED:
§2-12-22
CI133A CANADIAN GENERAL TOWER LTD 36463 | 89-F0122-A B&CE-B/FSO- 90-02-05 | C | IRB022
2/F-73
G375A GENERAL TIRE & RUBBER 30453 | #374-B BH3(T-9%0 82-11-22 | C | IRB022
O730A POLYONE ENGINEERED FILMS GROUP 32991 | Z-40989/Z- B&CE/SA- 85-06-25 | C | IRB022
61241 2F102C-1043
A ESB-M2F102-D VINYL FILM, BONDING GRADE, DATED: 01-10-26
Cl133A CANADIAN GENERAL TOWER LTD 36565 | 89-F0122-A B&CE-B/FSO- 90-03-22 | C | IRB022
2/F-73
G374B TEXTILEATHER CORP 40603 | PC #40502 BEO 2F6-13 94-12-12 | C | IRB022
I-0176
A ESB-M2F108-B1 VINYL, KNITTED - REINFORCED - BISCAY PATTERN,
DATED: 86-02-14
PPO2A VISTEON CORPORATION - MT CLEMENS PLANT 21619 | DR-8317 27110282 72-03-01 | C | IRB0O22
A ESB-M2F108-B2 VINYL, KNITTED - REINFORCED - DENVER PATTERN,
(SHOWN ON ESB-M2F108-B1) DATED: 36-02-14
PPO2A VISTEON CORPORATION - MT CLEMENS PLANT 31728 | DR-7593 BEPE/FP3- 84-02-13 | C | IRB022
123
A ESB-M2F122-A FABRIC, VINYL COATED - BONDING AND VACUUM
EMBOSSING GRADE, DATED: 79-11-05
PPO2A VISTEON CORPORATION - MT CLEMENS PLANT 21662 | DR-5817H2 PE-245-70 71-05-18 | C | IRB022
A ESB-M2F122-B FABRIC, VINYL COATED - BONDING AND VACUUM
EMBOSSING GRADE, DATED: 79-10-30
CI133A CANADIAN GENERAL TOWER LTD 21663 | TM 2211 SA2F122-89 73-11-29 | C | IRB0O22
PPO2A VISTEON CORPORATION - MT CLEMENS PLANT 21664 | 235F 27110348 72-03-01 | C | IRB0O22
MO87A MASLAND DURALEATHER 21665 | 5433FR SA2F122-80 73-10-30 | C | IRB022
A ESB-M2F122-C FABRIC, VINYL COATED - BONDING & VACUUM
EMBOSSING GRADE - LIGHT WEIGHT, (SHOWN ON
ESB-M2F122-B) DATED: 79-10-30
Cl133A CANADIAN GENERAL TOWER LTD 28084 | TM-2211 BEPE 80-05-08 | C | IRB022
PPO2A VISTEON CORPORATION - MT CLEMENS PLANT 27686 | LIGHTWEIGHT BEPE 79-09-20 | C | IRB022
G375A GENERAL TIRE & RUBBER 20561 | #74676/74679 BEPE 82-03-12 | C | IRB022
U503L BF GOODRICH COMPANY
MATL. APPRVL. PENDING UTICA FUNCTIONAL APPROVAL 32797 | PS 84-732 B&CE/SA2F12 85-04-08 | C | IRB022
NAUGAHYDE 2C-1021
A WSS-M2F156-B FABRIC, VINYL COATED (PVC) EXPANDED,
CALENDERED, RECYCLING SYMBOL: >VC, PETF< DATED:
96-02-27
CI133A CANADIAN GENERAL TOWER LTD 67235 | DA 864 AVT 96-02-27 | C | IRB022
BEPE/BH30T-
1018 F-0207
G374B TEXTIL.LEATHER CORP 67236 | M2F156A AVT F-0208 96-01-16 | C | IRB022
NOsXC JH BENECKE CORPORATION 69503 | SDX-8242 AVT/DWHYTEL |97-02-21 | C | IRB0O22
IWS97004
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