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y INTERNATIONAL ELECTROTECHNICAL ('OMMISS!()N

BASIC ENVIRONMENTAL TESTING PROCEDURES

Part 2: Tests — Test Ca: Damp heat, steady state

FOREWORD

1)  The format decisions or agreements of the 1E C on technical matters, preparcd by Techaical Cominittees on which alt the
National Committees having a special interest therein are represented, express, as nearly as possible, an international
consensus of opinion on thé subjects dealt with.

2) They have the form of recommendations for international use and they are aceepted by the National Committees in that
sensc.

3) In‘order to promote this international unification, the T E C cxpresses the wish (hat ali National Committees having as
yet no national rules, when preparing such rules, should asc the |E C recommendations as the fundamcental basis for these
rules in so far as national conditions will permit.

4) The desirability is recognized of extending international agreemient on these matters through an endeavour to harmanize
national standardization rules with these recommendations in so far as natonal conditions will permit. The National
Committees pledge their influence towards that end. .

PREFACE

This Recomraendation has been prepared by Sub-Committee S0B, Climatic Tests, of IEC Technical
Committee No. 50, Envnronmcntal Testing.

It replaces Test C, Damp Heat (Long Term Exposvre), second edition (1960). The only
major differcnc. ;rom Test C is the deletion of severity VI : four days plus assisted drying. :

A first draft was discussed at thc meeting held in London in 1966. as a result of which, a new draft
was submitted to the National Committees for approval under the Six Months® Rule in July 1967,

The following countries voted explicitly in favour of publication:

Australia Korea (Democratic People’s Republic of)
,Austria thhcrl.\nds

Belgium ' Norway

Czechoslovakia South Africa

Denmark Sweden

France Switzerland

Germany Turkey

Hungary Union of Saviet Socialist Republics
Israel United Kingdom

Italy ' United States of America

Japan

This Recommendation should be used in conjunction with IEC Publication 68-1, Basic Environmental
Testing Procedures, Part |: General.

Reference is made to:

IEC Publication 260, Test Enclosures of Non-injection Type for Constant Rclative Humidity,
and to:

1EC Publication 68-2-28, Basic Environmental Testing Procedures, Part 2: Tests - - Guidance f-urb,l);ur.p
Hcat Tests.
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