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Publication numbering

As from 1 January 1997 all IEC publications are issued with a designation in the
60000 series. For example, IEC 34-1 is now referred to as IEC 60034-1.

Consolidated editions

The IEC is now publishing consolidated versions of its publications. For example,
edition numbers 1.0, 1.1 and 1.2 refer, respectively, to the base publication, the base
publication incorporating amendment 1 and the base publication incorporating
amendments 1 and 2.

Further information on IEC publications

committee which has prepared this publication, as well z
issued, is also available from the following:

e |EC Web Site (www.iec.ch)

e Catalogue of IEC publications
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on recently issued
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INTERNATIONAL ELECTROTECHNICAL COMMISSION

METHOD FOR THE DETERMINATION OF THE PROOF
AND THE COMPARATIVE TRACKING INDICES
OF SOLID INSULATING MATERIALS

FOREWORD

1) The IEC (International Electrotechnical Commission) is a worldwide organization for standardization comprising
all national electrotechnical committees (IEC National Committees). The object of C is to promote

this end and in addition to other activities, the IEC publishes International Star heirN\preparation is
entrusted to technical committees; any IEC National Committee interested j j with may
participate in this preparatory work. International, governmental and non-governier izati liaising

with the IEC also participate in this preparation. The IEC collabora e i érnational
Organization for Standardization (ISO) in accordance with conditions d i Rt between the
two organizations.

2) The formal decisions or agreements of the IEC on technical

Standards transparently to the maximum
divergence between the |IEC Standard and
indicated in the latter.

5) The IEC provides no marking procedure to\indic its approvaland cannot be rendered responsible for any
equipment declared to be in onformitywi .

6) Attention is drawn to the pos3sibility\{ of\the eleméhts of this International Standard may be the subject

International St i prepared by subcommittee 15E: Methods of test,
of IEC technical campi ati i

levels of the individtal properties and test criteria. In the previous edition of IEC 60112 the
test criteria required "no burning of the specimen”, but this gave rise to two issues:

— difficulties in the identification of burning which includes all types of combustion, e.g.
flaming, and smouldering in the situation where scintillations had occurred giving rise in
many cases to carbon on the surface of the specimen, and

— a situation in which some product committees had found it necessary to dispense with the
"no burning" criterion in the tracking tests which they replaced by flame tests on the final
product, thereby giving rise to two types of CTI/PTI with different criteria.

This standard attempts to regularize this situation.

It has the status of a basic safety publication in accordance with IEC Guide 104.
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The text of this standard is based on the following documents:

FDIS Report on voting
15E/209/FDIS 15E/213/RVD

Full information on the voting for the approval of this standard can be found in the report on
voting indicated in the above table.

This publication has been drafted in accordance with the ISO/IEC Directives, Part 2.

The committee has decided that the contents of this publication will ain unchanged
until 2015. At this date, the publication will be

* reconfirmed;

* withdrawn;

» replaced by a revised edition, or
*+ amended.

The contents of the corrigenda of June 2003 and been included in this
copy.
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METHOD FOR THE DETERMINATION OF THE PROOF
AND THE COMPARATIVE TRACKING INDICES
OF SOLID INSULATING MATERIALS

1 Scope

This International standard specifies the method of test for the determination of the proof and
comparative tracking indices of solid insulating materials on pieces taken from parts of
equipment and on plaques of material using alternating voltages.

The standard provides for the determination of erosion when requiregh
NOTE 1 The proof tracking index is used as an acceptance criterion as well 2

comparison of the properties of materials.

Test results cannot be used directly for the evaluatio creepagey distances when
designing electrical apparatus.

NOTE 2 This test discriminates between materials with i poor resistanceMo tracking, and those with
moderate or good resistance, for use in equipm under moist conditions. More severe tests,
of longer duration are required for the assessm petformrance (of materials/for outdoor use, utilizing higher
voltages and larger test specimens (see the iqclin C 6058F). Other test methods such as the

For dated references,
of the referenced docu

IEC 60589:1977, I

ISO 294-1:1996, Plastics — Injection moulding of test specimens of thermoplastic materials —
Part 1: General principles, and moulding of multi-purpose and bar test specimens

ISO 294-3:2002, Plastics — Injection moulding of test specimens of thermoplastic materials —
Part 3: Small plates

ISO 295:1991, Plastics — Compression moulding of test specimens of thermosetting materials
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3 Terms and definitions

For the purposes of this International Standard, the following definitions apply:

31

tracking

progressive formation of conducting paths, which are produced on the surface and/or within
a solid insulating material, due to the combined effects of electric stress and electrolytic
contamination

3.2
tracking failure
failure of insulation due to tracking between conducting parts

NOTE In the present test, tracking is indicated by operation of an over-curren de ce
a current of at least 0,5 A for at least 2 s across the test surface and/or within the

3.3
electrical erosion
wearing away of insulating material by the action of ¢

3.4
air arc
arc between the electrodes above the si

3.5
comparative tracking inde
CTI

numerical value of thg
period for 50 drops

including also
100 drops (see

maxi
and without a persistent flame occurring and
behaviour of the material when tested using

NOTE 1 The criteria fg \ ST . sfatement concerning the degree of erosion.
NOTE 2 Although & € snt flame ig’ allowed in the test without constituting failure, materials which
generate no flam & pra S other factors are considered to be more important. See also Annex A.

3.7
proof tracking index

PTI

numerical value of the proof voltage in volts at which five test specimens withstand the test
period for 50 drops without tracking failure and without a persistent flame occurring

NOTE Although a non-persistent flame is allowed in the test without constituting failure, materials which generate
no flame at all are preferred unless other factors are considered to be more important. See also Annex A.
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