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COMMISSION ELECTROTECHNIQUE INTERNATIONALE

DIMENSIONS DES CIRCUITS MAGNETIQUES EN POTS EN OXYDES
FERROMAGNETIQUES ET PIECES ASSOCIEES

PREAMBULE

1) Les décisions ou accords officiels de la CEI en ce qui concerne les questions techniques, préparés par des Comités d’Etudes
ol1 sont représentés tous les Comités nationaux s’intéressant 4 ces questions, expriment dans Ia plus grande mesure possible
un accord international sur les sujets examinés.

2) Ces décisions constituent des recommandations internationales et sont agréées comme telles par les Comités nationaux.

3) Dans le but d’encourager cette unification internationale, la CEI exprime le veeu que _tous les Comités nationaux ne
possédant pas encore de régles nationales, lorsqu’ils préparent ces régles, prennent com e
les recommandations de la CEI dans la mesure ou les conditions nationales le pg

4) On reconnait qu’il est désirable que 1’accord international sur ces questions soit su
nationales de normalisation avec ces recommandations dans la mesure ou le
Comités nationaux s’engagent & user de leur influence dans ce but.

PREFACE

La présente recommandation a été établie par 1
composants magnétiques.

carcasses de bobines,
nouvelle proposition

décembre 19
a la suite de laequg

Israél

Japon

Pays-Bas

Roumanie

Royaume-Uni
Corée (République de) Suéde
Danemark Suisse **
Etats-Unis d’Amérique Tchécoslovaquie
Finlande Turquie
France * Union des Républiques Socialistes
Hongrie Soviétiques

Yougoslavie

* N’a pas approuvé l'article 6 et I’annexe.
** N’a pas approuvé le tableau et les notes des pages 12 et 13, les articles 5 et 6 et I’annexe.
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INTERNATIONAL ELECTROTECHNICAL COMMISSION

DIMENSIONS FOR POT-CORES MADE OF FERROMAGNETIC OXIDES
AND ASSOCIATED PARTS

FOREWORD

1) The formal decisions or agreements of the TEC on technical matters, prepared by Technical Committees on which all the
National Committees having a special interest therein are represented, express, as nearly as possible, an international
consensus of opinion on the subjects dealt with,

2) They have the form of recommendations for international use and they are accepted by the National Committees in that
sense,

3) In order to promote this international umification, the IEC expresses the wish that all National Committees having as
yet no national rules, when preparing such rules, should use the 1EC recommendations as the fundamental basis for these
rules in so far as national conditions will permit.

national standardization rules with these recommendations in so far as national conditions”w b he National
Committees pledge their influence towards that end.

PREFACE

This Recommendation has been prepared by IEC Technical Co
and Components.

It supersedes the first edition issued in 1961.

A first revision of Publication 133 was djscussed terlaken in 1961. As a
result of this meeting, a draft was submitted\ to 6r approval under the Six
Months’ Rule in May 1962.

The comments received were discussed At the meb{ing in Nice in 1962, but no agreement

could be reached on the subject of coil formeks without a substantial change to the document. A new
proposal was discussed at the meeting h€ld in Aix-les<Bajns inN964. As a result of this latter meeting,

submitted to the National mmitte . sndér the Six Months’ Rule in December 1964.

The received commen
a standard for coil-

The following countkies 3 n favour of publication:
Japan
Korea (Republic of)
Netheriands
N Romania
Czechosloyakia Sweden
Denmar Switzerland **
Finland Turkey
France * Union of Soviet Socialist Republics
Germany United Kingdom
Hungary United States of America
Israel Yugoslavia

* Did not approve Clause 6 and the Appendix.
*+ Did not approve the table and notes.on pages 12 and 13, Clauses 5 and 6 and the Appendix.
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DIMENSIONS DES CIRCUITS MAGNETIQUES EN POTS EN OXYDES
FERROMAGNETIQUES ET PIECES ASSOCIEES

Note sur Ia base de la série des circuits magnétiques en pots

Les circuits magnétiques en pots de la présente recommandation ont ét¢ étudiés, a I’origine, aux

. . . Rae .
dimensions optimales correspondant aux pertes minimales I De plus, il a été nécessaire de déterminer

les diamétres de trou du dispositif de réglage. A cet effet, une série de diamétres de trou dont les valeurs

décroissent lentement avec les dimensions extérieures du circuit magnétig

suit:

3,0 mm a 3,2 mm pour les petitxpok

pots a été choisie comme

dy (nom.)

9 x 5§
11 x 7
14 x 8
18 x 11
22 x 13
26 x 16
30 x 19
36 x 22
42 x 29

9,2
11,1
14,05

21,6
25,5

35,6
42,4

5,25

8,35
10,55
13,4
16,15
18,8
21,7
29,4

1,75
1,71
1,68
1,71
1,61
1,58
1,60
1,64
1,45

Les termes de la série sont tels que le rapport
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de « . . .
L de deux modeles voisins est environ 1,6.
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DIMENSIONS FOR POT-CORES MADE OF FERROMAGNETIC OXIDES
AND ASSOCIATED PARTS

Note on the basis of the series of pot-cores

The pot-cores of this Recommendation have been originally designed for optimum dimensions

P Rdc
based on minimum loss

. It was further necessary to assume the diameters of the hole for the adjusting

devices, for which a value slowly decreasing—with decreasing over-all pot-core dimensi
The following hole diameter size ranges were laid down:

was chosen.

3.0 - 3.2 mm for small pot-cores;
4.4 - 47 mm for medium pot-cores;

5.4 - 5.7 mm for large pot-cores.

were the smallest

accepted for the 11 mm X 7 mm pot-core.
smaller hole might be used.

The somewhat higher es
hole diameter.

The steps in the series

Full document details: IEC 60133 1967

are such that the ratio of

Sixe d, (nom.) hy (nom.) dy/hy

N
R X 5 9.2 5.25 1.75
X 11.1 6.5 1.71
14\x 8 14.05 8.35 1.68
X 11 18 10.55 1.71
22 x 13 21.6 134 1.61
26 X 16 25.5 16.15 1.58
30 X 19 30 18.8 1.60
36 x 22 35.6 21.7 1.64
42 x 29 42.4 29.4 145

Rae

of two adjacent pot-cores is about 1.6.
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