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INTERNATIONAL ELECTROTECHNICAL COMMISSION

ELECTRICAL INSULATING MATERIALS -
THERMAL ENDURANCE PROPERTIES -

Part 5: Determination of relative
temperature index (RTI) of an insulating material

FOREWORD

1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comprising
all national electrotechnical committees (IEC National Committees). The object of IEC is to promote international
co-operation on all questions concerning standardization in the electrical and electronic fields. To this end and
in addition to other activities, IEC publishes International Standards, Technical Specifications, Technical Reports,
Publicly Available Specifications (PAS) and Guides (hereafter referred to as “IEC Publication(s)”). Their
preparation is entrusted to technical committees; any IEC National Committee interested in the subject dealt with
may participate in this preparatory work. International, governmental and non-governmental organizations liaising
with the IEC also participate in this preparation. IEC collaborates closely with the International Organization for
Standardization (ISO) in accordance with conditions determined by agreement between the two organizations.

2) The formal decisions or agreements of IEC on technical matters express, as nearly as possible, an international
consensus of opinion on the relevant subjects since each technical committee has representation from all
interested IEC National Committees.

3) IEC Publications have the form of recommendations for international use and are accepted by IEC National
Committees in that sense. While all reasonable efforts are made to ensure that the technical content of IEC
Publications is accurate, IEC cannot be held responsible for the way in which they are used or for any
misinterpretation by any end user.

4) In order to promote international uniformity, IEC National Committees undertake to apply IEC Publications
transparently to the maximum extent possible in their national and regional publications. Any divergence between
any IEC Publication and the corresponding national or regional publication shall be clearly indicated in the latter.

5) IEC itself does not provide any attestation of conformity. Independent certification bodies provide conformity
assessment services and, in some areas, access to IEC marks of conformity. IEC is not responsible for any
services carried out by independent certification bodies.

6) All users should ensure that they have the latest edition of this publication.

7) No liability shall attach to IEC or its directors, employees, servants or agents including individual experts and
members of its technical committees and IEC National Committees for any personal injury, property damage or
other damage of any nature whatsoever, whether direct or indirect, or for costs (including legal fees) and
expenses arising out of the publication, use of, or reliance upon, this IEC Publication or any other IEC
Publications.

8) Attention is drawn to the Normative references cited in this publication. Use of the referenced publications is
indispensable for the correct application of this publication.

9) Attention is drawn to the possibility that some of the elements of this IEC Publication may be the subject of patent
rights. IEC shall not be held responsible for identifying any or all such patent rights.

IEC 60216-5 has been prepared by IEC technical committee 112: Evaluation and qualification
of electrical insulating materials and systems. It is an International Standard.

This fourth edition cancels and replaces the third edition published in 2008. This edition
constitutes a technical revision.

This edition includes the following significant technical changes with respect to the previous
edition:

a) Annex C “Computer program” has been completely reworked;

b) in 3.1, the terms “ATE” and “RTE” were replaced by “ATI” and “RTI” to emphasize their
reference to an electrical insulating material (EIM).

This standard is to be read in conjunction with IEC 60216-1:2013, IEC 60216-2:2005 and
IEC 60216-3:2021.
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The text of this International Standard is based on the following documents:

Draft Report on voting

112/582/FDIS 112/588/RVD

Full information on the voting for its approval can be found in the report on voting indicated in
the above table.

The language used for the development of this International Standard is English.

This document was drafted in accordance with ISO/IEC Directives, Part 2, and developed in
accordance with ISO/IEC Directives, Part 1 and ISO/IEC Directives, IEC Supplement, available
at www.iec.ch/members_experts/refdocs. The main document types developed by IEC are
described in greater detail at www.iec.ch/standardsdev/publications.

A list of all parts in the IEC 60216 series, published under the general title Electrical insulating
materials — Thermal endurance properties, can be found on the IEC website.

The committee has decided that the contents of this document will remain unchanged until the
stability date indicated on the IEC website under webstore.iec.ch in the data related to the
specific document. At this date, the document will be

e reconfirmed,

e withdrawn,

e replaced by a revised edition, or

e amended.

IMPORTANT - The "colour inside” logo on the cover page of this document indicates
that it contains colours which are considered to be useful for the correct understanding
of its contents. Users should therefore print this document using a colour printer.
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ELECTRICAL INSULATING MATERIALS -
THERMAL ENDURANCE PROPERTIES -

Part 5: Determination of relative
temperature index (RTI) of an insulating material

1 Scope

This part of IEC 60216 specifies the experimental and calculation procedures to be used for
deriving the relative temperature index of a material from experimental data obtained in
accordance with the instructions of IEC 60216-1 and IEC 60216-2. The calculation procedures
are supplementary to those of IEC 60216-3.

Guidance is also given for assessment of thermal ageing after a single fixed time and
temperature, without extrapolation.

The experimental data can in principle be obtained using destructive, non-destructive or proof
tests, although destructive tests have been much more extensively employed. Data obtained
from non-destructive or proof tests can be “censored”, in that measurement of times taken to
reach the endpoint have been terminated at some point after the median time but before all
specimens have reached end-point (see IEC 60216-1).

Guidance is given for preliminary assignment of a thermal class for an electrical insulating
material (EIM), based upon the thermal ageing performance.

While the thermal classification of an EIM is not directly related to the thermal classification of
an electrical insulation system (EIS), the thermal classification of an EIS follows the same
concepts as presented in this part of the 60216 series. The calculation procedures of this
standard apply to the determination of the thermal class of an EIS when the thermal stress is
the prevailing ageing factor.

2 Normative references

The following documents are referred to in the text in such a way that some or all of their content
constitutes requirements of this document. For dated references, only the edition cited applies.
For undated references, the latest edition of the referenced document (including any
amendments) applies.

IEC 60216-1:2013, Electrical insulating materials — Thermal endurance properties — Part 1:
Ageing procedures and evaluation of test results

IEC 60216-2:2005, Electrical insulating materials — Thermal endurance properties — Part 2:
Determination of thermal endurance properties of electrical insulating materials — Choice of test
criteria

IEC 60216-3:2021, Electrical insulating materials — Thermal endurance properties — Part 3:
Instructions for calculating thermal endurance characteristics
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3 Terms, definitions, symbols and units

3.1 Terms and definitions

For the purposes of this document, the following terms and definitions apply.

ISO and |IEC maintain terminological databases for use in standardization at the following
addresses:

o |EC Electropedia: available at https://www.electropedia.org/

e |ISO Online browsing platform: available at https://www.iso.org/obp

3.11

electrical insulating material

EIM

material of low electric conductivity, used to separate conducting parts at different electric
potentials or to isolate such parts from the surroundings

3.1.2

assessed temperature index

ATI

numerical value of the temperature index in degrees Celsius of the reference EIM

Note 1 to entry: The value of the ATI can vary between applications for the same material.

3.1.3
candidate EIM
material for which an estimate of the thermal endurance is required to be determined

Note 1 to entry: The determination is made by simultaneous thermal ageing of the material and a reference EIM.

3.1.4

reference EIM

material with known thermal endurance (derived from service experience or previous RTI or Tl
evaluation), used as a reference for comparative tests with the candidate EIM

3.1.5

central second moment of a data group

sum of the squares of the differences between the data values and the value of the group mean
divided by the number of data in the group

3.1.6

correlation time for RTI

estimated time to endpoint of the reference EIM at a temperature equal to its ATI in degrees
Celsius

3.1.7
degrees of freedom
number of data values minus the number of parameter values
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3.1.8

standard error

standard error of an estimate of the true value of a data group property is the value of the
standard deviation of the hypothetical sampling population of which the group property can be
considered to be a member

Note 1 to entry: For the group mean it is equal to the group standard deviation divided by the square root of the
number of data in the group, and indicates the uncertainty in the true value of the mean.

Note 2 to entry: This standard is concerned only with means and the difference between two means (see
Clause A.3).

3.1.9
standard deviation
square root of the variance of a data group or sub-group

3.1.10

relative temperature index

RTI

determined by test in relation to the thermal performance of a known reference EIM

3.1.11

variance of a data group

sum of the squares of the deviations of the data from a reference level defined by one or more
parameters, divided by the number of degrees of freedom

Note 1 to entry: The reference level can, for example, be a mean value (1 parameter) or a line (2 parameters, in
this document, the slope and the intercept with the y axis).

3.2 Symbols and units

a, Elel\%ression coefficient (y-intercept) of thermal endurance equation for reference

g Elel\%ression coefficient (y-intercept) of thermal endurance equation for candidate

bA Regression coefficient (slope) of thermal endurance equation for reference EIM

bB Regression coefficient (slope) of thermal endurance equation for candidate EIM

X Variable for statistical analysis equal to 1/(3+6)

Y Variable for statistical analysis equal to In (7)

9 Ageing temperature in determination of RTI

N Temperature on Kelvin scale equal to 0 °C

T Time to endpoint

T Estimateq time to endpoint of reference EIM at a temperature equal to ATI
(“correlation time”)

Hom Central second moment of x values for reference EIM

HoB) Central second moment of x values for candidate EIM

iy Number of y values for reference EIM data

g Number of y values for candidate EIM data

T Student’s ¢ distributed stochastic variable Documents
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S Standard error of the difference of two means
sf\ Variance of y values for reference EIM data
sé Variance of y values for candidate EIM data
Xa General mean of x-values for reference EIM data
g General mean of x-values for candidate EIM data
Va General mean of y-values for reference EIM data
Va General mean of y-values for candidate EIM data
gA Temperature in degrees Celsius equal to ATI
‘93 Temperature in degrees Celsius equal to RTI
AB x value corresponding to 65
)A(A x value corresponding to G
Oc(B) Lower confidence limit of 65
Oc(n) Lower confidence limit of @
X\ e x value corresponding to lower confidence limit of g
X x value corresponding to lower confidence limit of &
Ag Lower confidence interval of 6,
Ap Lower confidence interval of @,
HICgc) Halving interval of candidate EIM at a time equal to 7
SS Variar)ce associated with the difference between the mean y-values for the two
materials
iy Degrees of freedom of S[2>

VA, LB Logarithms of the longest mean times to endpoint for materials A and B

b, Intermediate variable: adjusted value of b for calculation of temperature confidence
interval
Sy Intermediate variable: adjusted value of s for calculation of temperature confidence
interval
Documents
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4 Objectives of RTI determination

The objectives of the determination are as follows.

a) To exploit an assumed relationship between thermal endurance (with an appropriate test
criterion for ageing) and service performance, and to use this to predict a value for a
preliminary assessment of service temperature of a material for which there is relatively little
service experience (by comparison with a known reference EIM, see Clauses 5 and 6).

In the majority of cases, this will involve extrapolation to a longer time and/or lower
temperature than in the experimental data. This extrapolation should be kept to a minimum
by appropriate choice of ageing temperatures and times since the uncertainty in the result
increases rapidly as the extrapolation is increased. However, even when there is no
extrapolation, the uncertainty is still finite, on account of the variances of the experimental
data and experimental errors.

b) To improve the precision of a thermal endurance determination by reduction of systematic
errors in the ageing process. If, after ageing, the results for the reference EIM are found to
be significantly different from earlier experience, this may indicate changes in material or
equipment. This may be investigated and possibly corrected. In any case, the simultaneous
ageing of reference and candidate will at least partially compensate for the systematic
changes. Statistical procedures for use in assessing the significance of changes are given
in Annex A.

c) To provide instructions for assigning a thermal class to an EIM.
5 Experimental procedures

51 Selection of reference EIM

The primary requirement for the reference EIM is that it has a known temperature index (ATI)
for the application under consideration. The temperature index, if determined by an RTI
procedure, is preferably supported by actual service experience (see Annex D).

The expected ageing mechanisms and rates of both materials shall be similar, and relevant to
the application.

5.2 Selection of diagnostic test for extent of ageing

The diagnostic test shall be one considered relevant to the application for which the RTI is
required. The same test shall be applied to both reference and candidate EIM.

5.3 Ageing procedures

The number and type of test specimens of each material and the ageing temperatures and times
shall be in accordance with the requirements of IEC 60216-1:2013, 5.3.2, 5.4 and the first
paragraph of 5.5. At each common ageing temperature, the oven load shall comprise
appropriate numbers of test specimens of both materials in the same oven. The specimens shall
be evenly distributed in the oven so that there is likely to be no systematic difference between
the ageing conditions applied to the specimens of the two materials. It is important that test
specimens of both materials are aged simultaneously at a minimum of three temperatures to be
included in the calculations.

NOTE As an example, while the data represented in Figure 1 would be acceptable for analysis of the data
represented by Figure 2, the lowest temperature group of the candidate EIM and the highest temperature group of
the reference cannot be included, since in each case, the specimen group is made up of only one material or one of
the two materials did not reach the chosen end point within the test time.

If, when ageing at the selected temperatures is completed, the results from either material do
not meet the requirements of criteria b) in 7.1 of this document, a further specimen group shall
be aged, within the same oven, at an appropriate temperature. This group shall again be
composed of the required number and type of specimens of each material. Documents
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Figure 1 — Thermal endurance graphs
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NOTE The test specimens of both materials are not aged simultaneously at a minimum of three temperatures.

Figure 2 — Unacceptable thermal endurance graphs

6 Calculation procedures

6.1 Thermal endurance data — Calculation of intermediate parameters

Calculation of the thermal endurance equations shall be made in accordance with the
instructions of IEC 60216-3.
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The following input parameters as set out in Table 1 are needed for the calculations relevant to
RTI and should be recorded (each of the symbols may have either subscript A for reference
EIM or B for candidate EIM).

Table 1 — Input parameters for the calculations concerning RTI

Parameter Symbol in Equation in Symbol in
IEC 60216-3 | IEC 60216-3 IEC 60216-5

Slope of regression line b (33) ba bg
Intercept of regression line a (34) ap ag
Weighted mean of x values x (26) Xp X5
Central 2" moment of x values iy (x) (31) Ho(a) Hyg)
Weighted mean of y values y (27) Ya TR
Variance of y values 5 (41) 5;2\ Sé
Number of y values N (25) na ng
Halving interval HIC (53) - HICg
Largest mean log time to endpoint Vi - [2FN Lg
Lower confidence limit of & éc (50) Ot Oc(B)

NOTE If the calculations of IEC 60216-3 are performed by the recommended computer programme of Annex C,
the values of HC(A) and GC(B) may be calculated directly in that program.

The result of the linearity test (IEC 60216-3:2021, 6.3.2) is also necessary.

6.2 Calculation of RTI

Calculation of the coefficients of the thermal endurance equations shall be made for both
reference and candidate EIMs in accordance with the instructions of 6.1 and 6.2 of

IEC 60216-3:2021 (see 6.1 of this document). From these coefficients, the values of 7z and 65
shall be calculated as below (see also Figure 1).

a) From the regression coefficients of the reference EIM, calculate the time 7¢ corresponding
to its ATI:

ba

| - A
n 7. aA+(9A+@0) (1)

b) From the regression coefficients of the candidate EIM, calculate the temperature
corresponding to the time 7:

“nlo)-ag] @

The required RTI is equal to the value of 65 in degrees Celsius.
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6.3 Statistical and numerical tests
6.3.1 Tests of IEC 60216-3

The statistical and numerical tests of IEC 60216-3 shall be carried out before the calculations
of this standard, and their results employed in compiling the report of 7.3.

6.3.2 Precision of correlation time

Where a reference EIM has been tested on a previous occasion, with the same diagnostic test
and ATI, the values of 7; should be compared using the Student’s ¢-test for the difference of

two means. A significant difference may imply a change in the reference EIM itself, a change
in the oven equipment or a change in the test apparatus. The cause should be investigated and
reported.

Statistical procedures for assessing the significance of differences between values are given in
Annex A.

6.3.3 Lower confidence interval of RTI
The lower confidence limit of RTI is calculated from the lower confidence limits of temperature
estimates equal to @5 and g5 (IEC 60216-3:2021, 6.3.3 b), Equations (46) to (50)).

The lower confidence limit of gg, Hc(B), is calculated as in IEC 60216-3:2021, 6.3.3 b) for a time

equal to 7, and subtracted from ¢ to give the confidence interval Ag.

_ (r-yg) ts,
XL(B):XBJ'_( byB)+ al (3)
Y=Int, ; Xg=(Y-ag)lbg (4)
tzsé
where b, =bg - (5)
bg 1z(g)

st =sf| —+—2L 6
. (6)

Where

t is the value of Student’s ¢ for ng degrees of freedom and a significance level of 0,05
(see Table B.3);

Hyp) is the central second moment of the x values:
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2
gy = — Xne) i)~ e)) (7)

(see IEC 60216-3:2021, 6.2.2 for details).

The lower confidence limit of @y, O.a) is calculated as above for a time equal to 7, and

subtracted from @ to give the confidence interval Ap.

The lower confidence interval of RTI, Ag, is then equal to the “Pythagorean” (orthogonal) vector
sum of the above two intervals:

Ag = I3 + 2] (8)

6.3.4 Extrapolation

The extrapolation required to estimate the correlation time is calculated for both reference and
candidate EIMs as the difference between the logarithm of the correlation time and the greatest
value of the mean of the logarithms of the ageing times to endpoint (v, or vg). The extrapolation

required is the greater of these two values.

7 Results and report

71 Results of statistical and numerical tests
The following criteria apply:

a) linearity of thermal endurance relationships and confidence intervals of Tl results of both
reference and candidate EIMs (see IEC 60216-3:2021, 6.3.2 and 6.3.3) which shall satisfy
the requirements of IEC 60216-3, 7.3.1 and 7.3.2;

b) extrapolation to the correlation time (see 6.3.4 above): the extrapolation, expressed as the
ratio of correlation time to greatest geometric mean ageing time shall be less than 4;

c) lower confidence interval of RTI (see 6.3.3 above): The value of AR shall be less than the
halving interval (HICB(C)) of the candidate EIM at a time equal to the correlation time (see

IEC 60216-3:2021, 7.1).

1 1
HICB(C) = ((In 7. 12) —aB) B (Inz —ag) ®)

7.2 Results
The results shall be determined from the calculations of 6.2 and 6.3.3 as follows.

a) If all three test criteria (see 7.1) are met, the result shall be the value of RTI. The result shall
be reported in the format: "RTI according to IEC 60216-5 = xxx" rounded to one full degree

Celsius. Documents
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b) If one of the test criteria is not met, the result shall be the lower 95 % confidence limit of
RTI. The result shall be reported in the format: "RTI lower 95 % confidence limit = xxx"
rounded to one full degree Celsius.

c) If two or more of the criteria are not met, a result in accordance with the requirements of
IEC 60216-5 cannot be reported. The result may be reported in the format:
"RTI = xxx. (Result not validated by the statistical analysis)".

7.3 Report

The report shall comprise the following:

[WV)

the result;

T

the identification of the reference EIM and its ATI (see Annex D);

O

the diagnostic test employed and the endpoint;

)
)
)
)

o

the thermal endurance reports according to IEC 60216-1 for the reference and candidate
EIMs;

e) the details of the failure of statistical validation for a result in category 7.2 c).
8 Material testing by short-term thermal ageing

There is often a need for short-term thermal ageing tests on materials, e.g. to compare thermal
performances of materials having slight chemical modifications with respect to a known
reference EIM, or in quality reference testing of insulation containing anti-oxidant constituents,
where ageing at the rated temperature of the material for a period of a few thousand hours
could be employed.

The interpretation of such tests can be quite difficult, particularly if the ageing is at a single
temperature, with property measurement after a single fixed time. The absence of testing for
compliance with a chemical kinetic model leads to a liability to systematic errors caused by
equipment or material changes.

It is recommended that in such cases, a reference EIM of similar type and rating as the test
material should be aged simultaneously and tested after the same time. A similar analysis to
that of Annex A can then be applied to the two sets of property values to establish whether
there are significant differences between

a) the candidate EIM and the reference EIM, or

b) the current test values of the reference EIM and the historical values obtained on the same
material.

In this analysis, s12 and s% are the variances of the groups of property values after ageing at the
test temperature; y, and y, are the means of these groups (see Equations (A.1) to (A.4)).

Unless otherwise specified, the test for significant difference shall be made at a level of 0,05
(see Table B.2).

If significant differences are not found, it can be assumed that the thermal endurance
performances of the two materials being compared are the same. If significant differences are
found in case a) above, it is likely that the performance of the candidate EIM will not be the
same as that of the reference. If significant differences are found in case b) above, then it is
likely that the ageing conditions differ in some way from those originally employed: they should
be investigated, and the cause established.
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9 Insulation classification

When required, the candidate EIM may be assigned to an insulation thermal class in accordance
with Annex B, Table B.1.
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Annex A
(informative)

Repeatability of correlation time

A.1  Overview

Where a reference EIM has been tested on a previous occasion, the values of r, should be

compared. A significant difference can imply a change in the reference EIM itself, or possibly a
change in the oven equipment or a change in the test apparatus. The cause should be
investigated and reported.

The comparison is made using the Student's r-test for the difference of two means, by the
procedures below. The suffixes 1 and 2 refer to the two sets of data. In the equations, the
values y; and y, are the logarithms of the two values of correlation time.

A.2 F-test for linearity

The variances of the y-values for the reference EIMs in the present and previous determinations
(312 and s%) shall be calculated in accordance with the instructions of IEC 60216-3:2021 [6.3.2,

Equation (41) or (42)]. Their ratio is then tested for linearity i.e. equality of the variances by the
F-test on a significance level of 0,05 with degrees of freedom #4-2 and n,-2 (see Table B.2).

NOTE The symbols S12 and s% here refer to the estimates of variance for the material on occasions 1 and 2, and
not to the within and between classes as given in IEC 60216-3:2021, Equations (41) and (42).

A.3 Standard error of the difference of two means

The values of variance are combined using Equations (A.1) and (A.2) if the values are not
significantly different:

2 2
2_si(m-1)+sz(m-1)( 1 1
o= (ny+ny,-2) £n1 an A1)
np = (nq +ny —2) (A.2)

If the values of variance are significantly different, then Equations (A.3) and (A.4) shall be used.
In this case the value np may not be an integer. The nearest integer (rounded up or down as

appropriate) shall then be employed in subsequent calculations.

2 2
S S
sp=—+-% (A.3)
n1 n2
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