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COMMISSION ELECTROTECHNIQUE INTERNATIONALE

PREMIER COMPLEMENT A LA PUBLICATION 223 (1966)

DIMENSIONS DES BATONNETS ET DES PLAQUES D’ANTENNE
EN OXYDES FERROMAGNETIQUES

PREAMBULE
1) Les décisions ou accords officiels de Ia CEI en ce qui concerne les questions technigyes,

un accord international sur les sujets examinés.

2) Ces décisions constituent des recommandations internationales et sont ag

3) Dans le but d’encourager cette unification internationale, la CEJ ex
possédant pas encore de régles nationales, lorsqu’ils préparent ced régles,
les recommandations de la CEI dans la mesure ou les condifions i

9
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INTERNATIONAL ELECTROTECHNICAL COMMISSION

FIRST SUPPLEMENT TO PUBLICATION 223 (1966)

DIMENSIONS OF AERIAL RODS AND SLABS OF FERROMAGNETIC OXIDES

FOREWORD

1) The formal decisions ar agreements of the IEC on technical matters, prepared by Tecl
National Committees having a special interest therein are represented, express, 3s
consensus of opinion on the subjects dealt with.

2) They have the form of recommendations for international use and they are g
sense.

3) In order to promote this mternatlonal unification, the IEC expressg;

rules in so far as natlonal conditions will permlt

4) The desirability is recogmzed of extendmg international agre 3 gse matters through an endeavour to harmonize

This Recommendation has red by higal Committee No. 51, Magnetic Components
and Ferrite Materials.
It contains the fir

magnetic oxides.
A first draft was sda ing helld in Washington in 1970, as a result of which a final draft
was submitted to the'Nationa [t Or approval under the Six Months’ Rule in February 1971.

, Dimensions of aerial rods and slabs of ferro-
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