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COMMISSION ELECTROTECHNIQUE INTERNATIONALE

SPECIFICATIONS POUR TYPES PARTICULIERS DE FILS
DE BOBINAGE

Partie 35: Fil de section circulaire en cuivre émaillé
avec polyuréthanne brasable, classe 155,
avec une couche adhérente

AVANT-PROPOS

2)

3)

derniére.

La présen i8
d’Etudes n°® '§5 d¢

Le texte de &

Dis Rapport de vote

55(BC)417 55(BC)434

Le rapport de vote indiqué dans le tableau ci-dessus donne toute information sur le vote
ayant abouti a I'approbation de cette partie.

Documents

Document Sharing Hub

Full document details: IEC 60317-35 1992


http://www.avadocuments.com/doc/iec-60317-35-1992
http://www.avadocuments.com/doc/iec-60317-35-1992

317-35 © IEC -5~

INTERNATIONAL ELECTROTECHNICAL COMMISSION

SPECIFICATIONS FOR PARTICULAR TYPES
OF WINDING WIRES

Part 35: Solderable polyurethané enamelled round copper wire,
class 155, with a bonding layer

FOREWORD

1) The formal decisions or agreements of the IEC on technical mattersi\p ed by Technical Committees on

Committee No

The texiaof t asedon the following documents:

bDis Report on Voting

55(CO)417 55(CO)434

Full information on the voting for the approval of this part can be found in the Voting
Report indicated in the above table.
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