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COMMISSION ELECTROTECHNIQUE INTERNATIONALE

MATERIAUX MAGNETIQUES

Neuviéme partie: Méthodes de détermination des caractéristiques

géométriques des tdles magnétiques en acier

PREAMBULE
1) Les décisions ou accords officiels de 1a CE! en ce qui concerne des i iques,
préparés par des Comités d'Etudes ol sont représentés tous les ESomiteés i ' inté~
ressant 3 ces questions, expriment dans la plus grande mesufe ssi ¢ 4 inter-~
national sur les sujets examinés,
2) Ces décisions constituent des recommandations internatiodate telles

3) Dans le but d'encourager 1'unification internationafe, T:
Comités nationaux adoptent dans leurs régles nat <
la CEl, dans 1a mesure ol les cond1t1ons nat1ona es

Matériaux magnéti

Le texte de@t norm

Rég des_S#x Mois Rapport de vote

"\ 68(BC)53 68(BC)57

Le rapport vote indiqué dans le tableau ci-dessus donne toute
information sur le vote ayant abouti @ I'approbation de cette norme.

La publication suivante de la CEl est citée dans' la présente norme:

Publication n® 404-1 (1979): Matériaux magnétiques. Premiére partie: Classification.
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INTERNATIONAL ELECTROTECHNICAL COMMISSION

MAGNETIC MATERIALS

Part 9: Methods of determination of the geometrical characteristics

of magnetic steel sheet and strip

FOREWORD

1) The formal decisions or agreements of the IEC on technical matte
Committees on which all the National Committees having a

represented, express, as nearly as possible, an internatiopal
subjects dealt with,

2) They have the form of recommendations for international
National Committees in that sense.

3) In order to promote international unification, % < esSe
National Committees should adopt the text of fhe IEC rec ati for their national
rules in so far as national conditions wil : gence between the IEC
recommendation and the corresponding nation as possible, be clearly
indicated in the latter.

IEC Technical Committee No. 68:

d on the following documents:

s}x\!gzzﬁg‘ Rule Report on Voting
\>sa(c0)53 68(C0)57

Full infor n on the voting for the approval of this standard can be
found in the Voting Report indicated in the above table.

The following IEC publication is quoted in this standard:

Publication No. 404-1 (1979): Magnetic materials., Part 1: Classification
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