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AVANT-PROPOS

Le présent amendement a été établi par le comité d'études 51 de la CEl: Composants
magnétiques et ferrites.

Le texte de cet amendement est issu des documents suivants:

FDiIs Rapport de vote

51/415/FDIS 51/426/RVD

Le rapport de vote indiqué dans le tableau ci-dessus donne toute information sur le vote
ayant abouti a I'approbation de cet amendement.
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SOMMAIRE
Ajouter le titre de I'annexe D suivant:

Guide de bobines de mesure et forces d'assemblage relatives aux noyaux carrés (noyaux RM)
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PREFACE A LA DEUXIEME EDITION
Ajouter, & la liste des publications de la CEl, le titre suivant:

CEI 317-0-1: 1990, Spécifications pour types particuliers de fils de bobinage — Partie 0:
Prescriptions générales - Section 1: Fil de section circulaire en cuivre émaillé.
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FOREWORD

This amendment has been prepared by IEC technical committee 51: Magnetic components
and ferrite materials.

The text of this amendment is based on the foliowing documents:

FDIS Report on voting

51/415/FDIS 51/426/RVD

Full information on the voting for the approval of this amendment can be found in the
report on voting indicated in the above table.
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CONTENTS

Add the following title of annex D:

Guidance for measuring coils and clamping forces relevant to square core tests (RM-cores)
Page 7

PREFACE TO THE SECOND EDITION

Add, to the list of IEC publications, the following title:

IEC 317-0-1: 1990, Specifications for particular types of winding wires — Part 0: General
requirements — Section 1: Enamelled round copper wire
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Ajouter, aprés I'annexe C, la nouvelle annexe D suivante:

Annexe D

Guide de bobines de mesure et forces d’assemblage
relatives aux noyaux carrés (noyaux RM)

D.1 Généralités

Cette annexe D spécifie les bobines de mesure et les forces d’assemblage nécessaires a
la caractérisation des noyaux RM.

D.2 Guide de sélection des bobines de mesure

Les chiffres annoncés dans les tableaux suivants doivent étre considérés comme des
recommandations utiles pour le choix et la conception des bobines de mesure relatives
aux essais effectués a basse et haute induction sur des noyaux RM standards.

D.2.1 Bobines de mesure pour essais & faible induction

Les principaux paramétres électriques a essayer 2 faible niveau d’induction sont:

- le tacteur d'inductance (A, );
- la constante d’hystérésis (ng);
- le facteur de pertes (tandAy,).

Le tableau D.1 décrit les principaux paramétres de bobinage nécessaires a la fabrication
des bobines, afin de garantir une bonne précision et une bonne reproductibilité de telles
mesures.
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Add, after annex C, the following new annex D:

Annex D

Guidance for measuring coils and clamping forces
relevant to square core tests (RM-cores)

D.1 General

This annex D specifies the measuring coils and the clamping forces used for the charac-
terization of RM-cores.

D.2 Selection guide for measuring coils

The figures given in the following tables are recommendations for the choice and the
design of measuring coils dedicated to low or high flux density tests performed on
standard RM-cores.

D.2.1 Measuring coils for low flux density tests
The main electrical parameters to be tested at low flux density level are:

- the inductance factor (A, );
- the hysteresis loss constant (n;);
- the loss factor (tandAy).

Table D.1 lists the main winding parameters needed for coil construction which assure a
high accuracy and repeatability for such low flux density measurements.
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