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INTERNATIONAL ELECTROTECHNICAL COMMISSION

MEASUREMENT OF QUARTZ CRYSTAL UNIT PARAMETERS -

Part 11: Standard method for the determination of the load resonance
frequency f, and the effective load capacitance C,  using automatic
network analyzer techniques and error correction

FOREWORD

1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comprising
all national electrotechnical committees (IEC National Committees). The object of IEC is to promote
international co-operation on all questions concerning standardization in the electrical and electronic fields. To
this end and in addition to other activities, IEC publishes International Standards, Technical Specifications,
Technical Reports, Publicly Available Specifications (PAS) and Guides (hereafter referred to as “IEC
Publication(s)”). Their preparation is entrusted to technical committees; any IEC National Committee interested
in the subject dealt with may participate in this preparatory work. International, governmental and non-
governmental organizations liaising with the IEC also participate in this preparation. IEC collaborates closely
with the International Organization for Standardization (ISO) in accordance with conditions determined by
agreement between the two organizations.

2) The formal decisions or agreements of IEC on technical matters express, as nearly as possible, an international
consensus of opinion on the relevant subjects since each technical committee has representation from all
interested IEC National Committees.

3) IEC Publications have the form of recommendations for international use and are accepted by IEC National
Committees in that sense. While all reasonable efforts are made to ensure that the technical content of IEC
Publications is accurate, IEC cannot be held responsible for the way in which they are used or for any
misinterpretation by any end user.

4) In order to promote international uniformity, IEC National Committees undertake to apply IEC Publications
transparently to the maximum extent possible in their national and regional publications. Any divergence
between any IEC Publication and the corresponding national or regional publication shall be clearly indicated in
the latter.

5) IEC itself does not provide any attestation of conformity. Independent certification bodies provide conformity
assessment services and, in some areas, access to IEC marks of conformity. IEC is not responsible for any
services carried out by independent certification bodies.

6) All users should ensure that they have the latest edition of this publication.

7) No liability shall attach to IEC or its directors, employees, servants or agents including individual experts and
members of its technical committees and IEC National Committees for any personal injury, property damage or
other damage of any nature whatsoever, whether direct or indirect, or for costs (including legal fees) and
expenses arising out of the publication, use of, or reliance upon, this IEC Publication or any other IEC
Publications.

8) Attention is drawn to the Normative references cited in this publication. Use of the referenced publications is
indispensable for the correct application of this publication.

9) Attention is drawn to the possibility that some of the elements of this IEC Publication may be the subject of
patent rights. IEC shall not be held responsible for identifying any or all such patent rights.

International Standard IEC 60444-11 has been prepared by IEC technical committee 49:
Piezoelectric, dielectric and electrostatic devices and associated materials for frequency
control, selection and detection.

The text of this standard is based on the following documents:

CDV Report on voting
49/852/CDV 49/883/RVC

Full information on the voting for the approval of this standard can be found in the report on
voting indicated in the above table.

This publication has been drafted in accordance with the ISO/IEC Directives, Part 2.
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A list of all parts of the IEC 60444 series under the general title Measurement of quartz crystal
unit parameters can be found on the IEC website.

The committee has decided that the contents of this amendment and the base publication will
remain unchanged until the stability date indicated on the IEC web site under
"http://webstore.iec.ch" in the data related to the specific publication. At this date, the
publication will be

* reconfirmed,

* withdrawn,

* replaced by a revised edition, or
+ amended.

IMPORTANT - The 'colour inside’ logo on the cover page of this publication indicates
that it contains colours which are considered to be useful for the correct
understanding of its contents. Users should therefore print this document using a
colour printer.
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MEASUREMENT OF QUARTZ CRYSTAL UNIT PARAMETERS -

Part 11: Standard method for the determination of the load resonance
frequency f; and the effective load capacitance C, . using automatic
network analyzer techniques and error correction

1 Scope

This part of IEC 60444 defines the standard method of measuring load resonance frequency
/L at the nominal value of C, and the determination of the effective load capacitance C| o4 at
the nominal frequency for crystals with the figure of merit M > 4.

M, according to Table 1 of IEC 60122-1:2002, is expressed in the following equation:

woQ_

r wCOR1

(1)

This gives good results in a frequency range up to 200 MHz. This method allows the
calculation of load resonance frequency offset Af, , frequency pulling range Af| 1 |, and pulling
sensitivity S as described in 2.2.31 of IEC 60122-1:2002. In contrary to the simple method of
IEC 60444-4, this measurement technique avoids the use of physical load capacitors, and
allows higher accuracy, better reproducibility and correlation to the application. It extends the
upper frequency limit from 30MHz by the method of IEC 60444-4 to 200MHz approximately.
This method is based on the error-corrected measurement technique of IEC 60444-5:1995,
and therefore allows the measurement of f and C| . together with the determination of the
equivalent crystal parameters in one sequence without changing the test fixture.

With this method the frequency f| is searched where the reactance X of the crystal has the
opposite value of the reactance of the load capacitance.

1
aLCL

XC =-XCL =

(2)

Furthermore this method allows to determine the effective load capacitance C .4 at the
nominal frequency fom-

2 Normative references

The following referenced documents are indispensable for the application of this document.
For dated references, only the edition cited applies. For undated references, the latest edition
of the referenced document (including any amendments) applies.

IEC 60122-1:2002, Quartz crystal units of assessed quality — Part 1: Generic specification

IEC/TR 60444-4, Measurement of quartz crystal unit parameters by zero phase technique in a
n-network — Part 4: Method for the measurement of the load resonance frequency f;, load
resonance resistance R, and the calculation of other derived values of quartz crystal units, up
to 30 MHz

IEC 60444-5:1995, Measurement of quartz crystal units parameters — Part 5: Methods for the
determination of equivalent electrical parameters using automatic networ nalyzer
techniques and error correction bﬁcﬁments
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3 General concepts

3.1 Load resonance frequencies f; . and f ,

As can be seen in Figure 1, there are two intersection frequencies where Xg =-Xg| , f, with
high admittance (low impedance) and f| , with low admittance (high impedance).

The load resonant frequency f is one of the two frequencies of a crystal unit in association
with a series or with a parallel load capacitance, at which the electrical admittance
(respectively impedance) of the combination is resistive. The load resonance frequency f| is
the lower of the two frequencies.

In a first approximation f can be calculated by:

A 2 L (G + G) (3)
A G +G + G

A
® S
2
8
)
?
@
Jm
Js
- Cy I
|
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1 fY‘ 1
% | I Lt
"N\ I /: '
w- C I 1
Na ‘fLy I —
| |
1
1 1
2R1 Ry

IEC 2353/10

Figure 1 — Admittance of a quartz crystal unit

3.2 Effective load capacitance C| o4

C|ef is defined by the reactance of the crystal at the nominal frequency
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C e = 1 ()
() nom XC(COnom)

4 Reference plane and test conditions

4.1 General

Reference plane: as in 8.4 of IEC 60444-5:1995.
Test conditions: crystal case not grounded.

Level of drive: the output level of the generator is set, such that at its (series) resonance
frequency, the crystal under test is measured at the nominal drive level.

The measurement at the load resonance frequency using the method described below leads
to a level of drive, which is remarkably lower than at the (series) resonance frequency due to
the relative high reactance value. Therefore a correction measurement is performed, for
details see 4.2.

4.2 Principle of measurement
The principles of measurement are the following.

a) Calibration

Due to the high impedance measurements with this method special care has to be taken in
the calibration of the test set-up.

Similar to IEC 60444-5:1995, use the following three known calibration elements:
1) short-circuit (0 Q) or resistor with low resistance;
2) resistor of 25 Q or 50 Q nominal,
3) open circuit (infinite resistance) or capacitor of 10 pF nominal,
where Z; is the impedance of calibration element 1
Z, is the impedance of calibration element 2
Z4 is the impedance of calibration element 3
V4 is the measured voltage with calibration element 1
V5 is the measured voltage with calibration element 2
V3 is the measured voltage with calibration element 3
The following parameters are then used for the measurement of quartz crystal units:
Rt is the termination impedance of the n-network
V¢ is the error-corrected “short” voltage
V, is the error-corrected “open” voltage
b) Calibration with three known calibration elements:
1) short-circuit calibration;
2) calibration load (25 Q or 50 Q);
3) open circuit calibration (or calibration capacitor of 10 pF);

ry = Z1Z2V1-V2)+ Z273(V2~V3)+ Z3ZA(V3 - V1)
ZAV2-V3)+ Z2(V3—V1)+ Z3(V2—V2)

(®)
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 VBZAZ2AVA-V2)+ V1Z2Z3(V2—V3)+V2Z3Z1(V3 V1)
Z1Z2(V1—V2)+ Z2Z3(V2—V3)+ Z3ZAV3 - V1)

(6)

_ ZWAV2-V3)+ Z2V2AV3— V) + Z3V3(V1-V2)
ZA1(V2-V3)+ Z2(V3—V1)+ Z3(V1-V2)

4 (7)

NOTE If Z; is taken as infinite number (ideal open circuit), the above Equations (5), (6) and (7) result is not
allowed divisions of infinite by infinite.

c) Measurement of a quartz crystal unit impedance Z,

From the measured voltage with a quartz crystal unit 7, the impedance Z, of the quartz
crystal unit is calculated with:

Vs—Vc
Zc = RTg (8)
(Ve=Vo)
d) Measurement procedure for £
At load resonance frequency, the impedance of a quartz crystal unit is
ZoL =R+ jX, 9)

For the determination of the load resonance frequency, the frequency f the lower
frequency is searched for which Equation (2) is fulfilled, i.e.

XC +XCL =0 (10)
With network analyzers, the frequency f| is easily determined by using «marker search».
functions.

e) Evaluation of R

The computation of the load resonance resistance R| from the real part of Z. at the load
resonance frequency f; by the formula:

R =Rs (@ )=Re(Z;(a)) (11)

may result in excessive inaccuracy, because — especially for low frequency crystals — the
angle of the voltage V., is close to 90°.

X

Only for %do this method yields reasonable results.
L

In all other cases, the R should be computed from the equation given in IEC 60122-1:

2
C
R =Ry|1+2 12
L 1( CLJ (12)
f) Measurement procedure for C| o

The reactance X (w ,o,,) is measured at the nominal frequency and the effective load
capacity C| 4 is then calculated with the following equation:

Cleff = ! (13)
@nom XC(@wnom)
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