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INTERNATIONAL ELECTROTECHNICAL COMMISSION 

____________ 

 
SEMICONDUCTOR DEVICES –  

MECHANICAL AND CLIMATIC TEST METHODS – 
 

Part 37: Board level drop test method using an accelerometer 
 

FOREWORD 
1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comprising 

all national electrotechnical committees (IEC National Committees). The object of IEC is to promote international 
co-operation on all questions concerning standardization in the electrical and electronic fields. To this end and 
in addition to other activities, IEC publishes International Standards, Technical Specifications, Technical Reports, 
Publicly Available Specifications (PAS) and Guides (hereafter referred to as “IEC Publication(s)”). Their 
preparation is entrusted to technical committees; any IEC National Committee interested in the subject dealt with 
may participate in this preparatory work. International, governmental and non-governmental organizations liaising 
with the IEC also participate in this preparation. IEC collaborates closely with the International Organization for 
Standardization (ISO) in accordance with conditions determined by agreement between the two organizations. 

2) The formal decisions or agreements of IEC on technical matters express, as nearly as possible, an international 
consensus of opinion on the relevant subjects since each technical committee has representation from all 
interested IEC National Committees.  

3) IEC Publications have the form of recommendations for international use and are accepted by IEC National 
Committees in that sense. While all reasonable efforts are made to ensure that the technical content of IEC 
Publications is accurate, IEC cannot be held responsible for the way in which they are used or for any 
misinterpretation by any end user. 

4) In order to promote international uniformity, IEC National Committees undertake to apply IEC Publications 
transparently to the maximum extent possible in their national and regional publications. Any divergence between 
any IEC Publication and the corresponding national or regional publication shall be clearly indicated in the latter. 

5) IEC itself does not provide any attestation of conformity. Independent certification bodies provide conformity 
assessment services and, in some areas, access to IEC marks of conformity. IEC is not responsible for any 
services carried out by independent certification bodies. 

6) All users should ensure that they have the latest edition of this publication. 

7) No liability shall attach to IEC or its directors, employees, servants or agents including individual experts and 
members of its technical committees and IEC National Committees for any personal injury, property damage or 
other damage of any nature whatsoever, whether direct or indirect, or for costs (including legal fees) and 
expenses arising out of the publication, use of, or reliance upon, this IEC Publication or any other IEC 
Publications.  

8) Attention is drawn to the Normative references cited in this publication. Use of the referenced publications is 
indispensable for the correct application of this publication. 

9) Attention is drawn to the possibility that some of the elements of this IEC Publication may be the subject of patent 
rights. IEC shall not be held responsible for identifying any or all such patent rights. 

This redline version of the official IEC Standard allows the user to identify the changes made to 
the previous edition IEC 60749-37:2008. A vertical bar appears in the margin wherever a change 
has been made. Additions are in green text, deletions are in strikethrough red text. 
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IEC 60749-37 has been prepared by IEC technical committee 47: Semiconductor devices. It is 
an International Standard. 

This second edition, based on JEDEC document JESD22-B111A, cancels and replaces the first 
edition published in 2008. lt is used with permission of the copyright holder, JEDEC Solid State 
Technology Association. This edition constitutes a technical revision.  

This edition includes the following significant technical changes with respect to the previous 
edition: 

a) correction of a previous technical error concerning test conditions; 
b) updates to reflect improvements in technology. 

The text of this International Standard is based on the following documents: 

Draft Report on voting 

47/2651/CDV 47/2719/RVC 

 
Full information on the voting for its approval can be found in the report on voting indicated in 
the above table. 

The language used for the development of this International Standard is English. 

This document was drafted in accordance with ISO/IEC Directives, Part 2, and developed in 
accordance with ISO/IEC Directives, Part 1 and ISO/IEC Directives, IEC Supplement, available 
at www.iec.ch/members_experts/refdocs. The main document types developed by IEC are 
described in greater detail at www.iec.ch/standardsdev/publications. 

A list of all parts of the IEC 60749 series, under the general title Semiconductor devices – 
Mechanical and climatic test methods, can be found in the IEC website. 

The committee has decided that the contents of this document will remain unchanged until the 
stability date indicated on the IEC website under "http://webstore.iec.ch" in the data related to 
the specific document. At this date, the document will be  

• reconfirmed, 

• withdrawn, 

• replaced by a revised edition, or 

• amended. 

 

IMPORTANT – The 'colour inside' logo on the cover page of this publication indicates 
that it contains colours which are considered to be useful for the correct understanding 
of its contents. Users should therefore print this document using a colour printer. 
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INTRODUCTION 

Handheld electronic products fit into the consumer and portable market segments. Included in 
handheld electronic products are cameras, calculators, cell phones, cordless phones, pagers, 
palm size PCs, personal computer memory card international association (PCMCIA) cards, 
smart cards, personal digital assistants (PDAs) and other electronic products that can be 
conveniently stored in a pocket and used while held in user’s hand. 

These handheld electronic products are more prone to being dropped during their useful service 
life because of their size and weight. This dropping event can not only cause mechanical failures 
in the housing of the device but also create electrical failures in the printed circuit board (PCB) 
assemblies mounted inside the housing due to transfer of energy through PCB supports. The 
electrical failures may sometimes result from various failure modes such as cracking of the 
circuit board, track cracking on the board, cracking of solder interconnections between the 
components and the board, and component cracks. The primary driver of these failures is 
excessive flexing of the circuit board due to input acceleration to the board created from 
dropping the handheld electronic product. This flexing of the board causes relative motion 
between the board and the components mounted on it, resulting in component, interconnect or 
board failures. The failure is a function of the combination of the board design, construction, 
material, thickness and surface finish; interconnect material and standoff height and component 
size. 

Correlation between test and field conditions is not yet fully established. Consequently, the test 
procedure is presently more appropriate for relative component performance than for use as a 
pass/fail criterion. Rather, results should can be used to augment existing data or establish a 
baseline for potential investigative efforts in package/board technologies. 

The comparability between different test sites, data acquisition methods, and board 
manufacturers has not been fully demonstrated by existing data. As a result, if the data are to 
be used for direct comparison of component performance, matching studies must will first be 
performed to prove that the data are in fact comparable across different test sites and test 
conditions. 

This method is not intended to substitute for full characterization testing, which might could 
incorporate substantially larger sample sizes and increased number of drops. Due to limited 
sample size and number of drops specified here, it is possible that enough failure data may are 
not be generated in every case to perform full statistical analysis. 
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SEMICONDUCTOR DEVICES –  
MECHANICAL AND CLIMATIC TEST METHODS – 

 
Part 37: Board level drop test method using an accelerometer 

 
 
 

1 Scope and object  

This part of IEC 60749 provides a test method that is intended to evaluate and compare drop 
performance of surface mount electronic components for handheld electronic product 
applications in an accelerated test environment, where excessive flexure of a circuit board 
causes product failure. The purpose is to standardize the test board and test methodology to 
provide a reproducible assessment of the drop test performance of surface-mounted 
components while producing the same failure modes normally observed during product level 
test. 

This document aims at prescribing a standardized test method and reporting procedure. This is 
not a component qualification test and is not meant to replace any system level drop test that 
may be needed is sometimes used to qualify a specific handheld electronic product. The 
standard is not meant to cover the drop test required to simulate shipping and handling-related 
shock of electronic components or PCB assemblies. These requirements are already addressed 
in test methods such as IEC 60749-10. The method is applicable to both area array and 
perimeter-leaded surface mounted packages. 

This test method uses an accelerometer to measure the mechanical shock duration and 
magnitude applied which is proportional to the stress on a given component mounted on a 
standard board. The test method described in IEC 60749-401 uses strain gauge to measure the 
strain and strain rate of a board in the vicinity of a component. The detailed customer 
specification states which test method is to be used. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. 
For undated references, the latest edition of the referenced document (including any 
amendments) applies. 

IEC 60749-10:20022022, Semiconductor devices – Mechanical and climatic test methods – Part 
10: Mechanical shock – Device and subassembly 

IEC 60749-20, Semiconductor devices – Mechanical and climatic test methods – Part 20: 
Resistance of plastic-encapsulated SMDs to the combined effect of moisture and soldering heat 

IEC 60749-20-1, Semiconductor devices – Mechanical and climatic test methods – Part 20-1: 
Handling, packing, labelling and shipping of surface-mount devices sensitive to the combined 
effect of moisture and soldering heat2 

——————— 
1 Under consideration. 

2  In preparation. 
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3 Terms and definitions 

For the purposes of this document, the following terms and definitions apply. 

ISO and IEC maintain terminology databases for use in standardization at the following 
addresses: 

IEC Electropedia: available at https://www.electropedia.org/ 
ISO Online browsing platform: available at https://www.iso.org/obp 

3.1  
component 
packaged semiconductor device 

3.2  
single-sided PCB assembly 
printed circuit board assembly with components mounted on only one side of the board 

3.3  
double-sided PCB assembly 
printed circuit board assembly with components mounted on top and bottom sides of the board 

3.4  
handheld electronic product 
product that can conveniently be stored in a pocket (of sufficient size) and used when held in 
user’s hand 

Note 1 to entry: Handheld electronic products include cameras, calculators, cell phones, pagers, palm-size PCs 
(formerly called ‘pocket organizers’), personal computer memory card international association (PCMCIA) cards, 
smart cards, mobile phones, personal digital assistants (PDAs) and other communication devices. 

3.5  
peak acceleration 
maximum acceleration during the dynamic motion of the test apparatus 

3.6  
pulse duration 
acceleration interval 
time interval between the instant when the acceleration first reaches 10 % of its specified peak 
level and the instant when the acceleration first returns to 10 % of the specified peak level after 
having reached that peak level 

3.7  
table drop height 
free-fall drop height of the drop table needed to attain the prescribed peak acceleration and 
pulse duration 

3.8  
event 
electrical discontinuity of resistance greater than 1 000 Ω lasting for 1 μs or longer 

3.9  
event detector 
continuity test instrument capable of detecting electrical discontinuity of resistance greater than 
1 000 Ω lasting for 1 μs or longer 
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4 Test apparatus and components 

4.1 Test apparatus 

The shock-testing apparatus shall be capable of providing shock pulses up to a peak 
acceleration of 2 900 m·s−2 with a pulse duration between 0,3 ms and 8,0 ms to the body of the 
device and a velocity change of 710  mm·s–1 1 250 mm·s−1 to 5 430 mm·s−1. For free-state 
testing, a velocity change of 1 250 mm·s−1 to 5 430 mm·s−1 and a pulse duration between 
0,3 ms and 2,0 ms is sufficient. Conversely, for mounted-state testing, apparatus capable of a 
velocity change of 1 000 mm·s−1 to 5 430 mm·s−1 and a pulse duration between 5,0 ms and 
8,0 ms to the body of the component is sufficient. 

The acceleration pulse shall be a half-sine waveform with an allowable deviation from specified 
peak acceleration level not greater than ± 20 % 10 % of the specified peak acceleration. This 
is determined by a transducer having a natural frequency 5 times the frequency of the shock 
pulse being established and measured through a low pass filter having a band width preferably 
at least 5 times the frequency of the shock pulse being established. It is very important that the 
transducer resonance does not approach the measured value. Filtering should not be used in 
lieu of good measurement set-up and procedure practices. The pulse duration shall be 
measured between the points at 10 % of the peak acceleration during rise time and 10 % of the 
peak acceleration during decay time. Absolute tolerances of the pulse duration shall be ±30 % 
of the specified duration. It is recommended that the test velocity change should be ±10 % of 
the specified level. The test velocity change shall be ±10 %of the specified level. The pulse 
duration shall be measured between the points at 10 % of the peak acceleration during rise 
time and 10 % of the peak acceleration during decay time. Absolute tolerances of the pulse 
duration shall be ±15 % of the specified duration. The test equipment transducer shall have a 
natural frequency greater than 5 times the frequency of the shock pulse being established, and 
measured through a low-pass filter having a bandwidth greater than 5 times the frequency of 
the shock pulse being established. Filtering shall not be used in lieu of good measurement 
setup and procedure practices. 

Appropriate equipment calibration shall be carried out prior to any testing.  

4.2 Test components 

This document covers all area arrays and perimeter-leaded surface-mountable packaged 
semiconductor devices such as ball grid arrays (BGA), land grid arrays (LGA), chip scale 
packages (CSP), thin small outline packages (TSOP) and quad flat no-lead packages (QFN) 
typically used in handheld electronic product. The maximum size of the component body 
covered in this document is 15 mm x 15 mm in general. A larger body size may be used for a 
special board layout as described in detail in 4.3. All components used for this testing must 
shall be daisy-chained. The daisy chain should either be is made at the die level or by providing 
daisy chain links at the lead-frame or substrate level. In case of non-daisy chain die, a 
mechanical dummy die shall be used inside the package to simulate the actual structure of the 
package. The die size and thickness should shall be similar to the functional die size to be used 
in application. The component materials, dimensions and assembly processes shall be 
representative of typical production device. 

4.3 Test board 

Since the drop test performance is a function of the test board used for evaluation, this 
document describes a preferred test board construction, dimensions, and material that is 
representative of those used in handheld electronic products. If another board 
construction/material better represents a specific application, the test board construction, 
dimensions and material should shall be documented. The test data generated using such a 
board shall be correlated at least once by generating the same data on the same component 
using the preferred board defined in this document (see Annex A for recommendations). 
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4.4 Test board assembly 

Prior to board assembly, all devices shall be inspected for missing balls or bent leads. Board 
thickness, warpage and pad sizes shall also be measured using a sampling plan. A visual 
inspection shall be performed on all boards for solder mask registration, contamination and 
daisy chain connection. It is recommended that boards should be inspected and accepted in 
accordance with a relevant national or international standard. One board shall also be used to 
measure the mechanical properties (modulus and glass transition temperature, Tg) of the board 
at the component location using dynamic mechanical analysis (DMA) and thermomechanical 
analysis (TMA) methods. It is highly recommended that the coefficient of thermal expansion 
(CTE) of the board be also measured in X, Y and Z direction. The mechanical property 
measurements are not required for every board lot, unless the fabrication process, material or 
vendor is changed from lot to lot. 

The components shall be baked according to IEC 60749-20 and the future IEC 60749-20-1 prior 
to board assembly. The test boards shall be assembled using best known methods of printed 
circuit assembly process, representative of production methods. At least one board shall be 
used to adjust the board mounting process such as paste printing, placement and reflow profile. 
All assemblies shall be single-sided only, unless the component is anticipated for use in mirror-
sided board assemblies. In that case, the components shall be mounted on each side of the 
board. 

A 100 % X-ray inspection is recommended on assembled units to check for voids, short-circuits 
and other abnormalities. Electrical continuity test shall also be performed on all mounted units 
to detect any open-circuits or short-circuits.  

4.5 Number of components and sample size 

The board design recommended in Annex A allows up to 15 locations for component mounting 
and it is preferred that components be mounted on all 15 locations. Since the drop performance 
is a function of component location on the board, testing with components mounted on all 15 
locations will provide useful information to the users of this data in proper layout of their product 
board. With the board supported at four corners, these locations cover the worst case board 
curvature (U8 location), the effect of proximity to support locations (U1, U5, U11, and U15 
locations) and various locations in between. Because of various designs for tests, and designs 
for failure analysis practices used in the industry, it is recognized that populating boards with 
all 15 locations may not leave enough room between components for a large number of test 
points to properly identify the exact failure location. Therefore, options are provided for 
mounting just 1 or 5 components on the board using the following locations: 

– 1-component configurations: location U8 
– 5-component configurations: locations U2, U4, U8, U12, and U14 

The board design recommended in Annex A allows 4 locations for component mounting and is 
recommended that all 4 components are mounted. Since the board is designed with full 
symmetry, all 4 components are expected to be subjected to the same drop performance and 
hereby the test results are treated as one single group. Statistical analysis on the data 
equivalence is suggested to ensure that variability in the component performance is insignificant 
before comprehensive data or full qualification is pursued. In order to get good statistically 
meaningful results, a total of 6 boards or 24 components are recommended as a minimum 
quantity per each design. 

Since the number and size of the components mounted on the board may can influence the 
dynamic response of the test board assembly during drop, it is required that additional data are 
be provided whenever these 1-component or 5-component configurations are the 1-component 
configuration is employed. The additional data shall directly compare the effect of optional 
component mounting (1- or 5- component case) to the preferred 15 4-component mounting 
configuration. This comparison shall be provided for a component similar in size (within 20 % 
in both length and width) to the component, which has been tested using 1- or 5-component per 
board configuration only. 
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Depending on the number of components mounted per board, Table 1 shall be used to 
determine the minimum quantity of assembled boards required for testing and the total number 
of components to be tested. Sample sizes greater than specified in Table 1 can be used to 
generate statistically sufficient data. In case of rectangular components, the longer side of the 
component should be parallel to the longer side of the board when mounted. 

In the case of 1 component mount on the board, Table 1 shall be used to determine the minimum 
quantity of assembled board required for testing and total number of components to be tested. 
Sample sizes greater than specified below can also be used to generate statistically sufficient 
data. 

Table 1 – Quantity of test boards and components required for testing 

Number of 
components 
 per board 

Number of boards 
Total number of 

components Side A assembly 
(via in pad) 

Side B assembly 
(not via in pad) 

15 4 4 120 

5 4 4 40 

1 10 10 20 

 

Number of 
components 
 per board 

Location 
Number of boards 

Total number of 
components Side A assembly 

(via in pad) 
Side B assembly 
(not via in pad) 

4 U1, U2, U3 and U4 6 6 48 

1 Centre of the board 16 16 32 

 

5 Test procedure 

5.1 Test equipment and parameters 

The shock testing apparatus shall be mounted on a sturdy laboratory table or equivalent base 
and levelled before use. Means shall be provided in the apparatus (such as an automatic 
braking mechanism) to eliminate bounce and to prevent multiple shocks to the board. Figure 1 
shows the typical drop test apparatus where the drop table travels down on guide rods and 
strikes the rigid fixture. The rigid fixture typically is covered with some form of material to 
achieve the desirable pulse and acceleration levels. The bottom of the drop table is usually 
rounded slightly to ensure a very small area of contact with the strike surface. 

Full document details: IEC 60749-37 2022 RLV

http://avadocuments2026.com/doc/iec-60749-37-2022-rlv
http://avadocuments2026.com/doc/iec-60749-37-2022-rlv


IEC 60749-37:2022 RLV © IEC 2022 – 11 –  

 

Figure 1 – Typical drop test apparatus and mounting scheme for PCB assembly 

 

 

 

d) Sample stand-off design 

  

a) Typical drop test apparatus b) Pre-characterization set up 
without test board 

c) Assembly set up with board 

Figure 1 – Drop test apparatus detail 

A base plate with suitable standoffs (e.g. 6 mm hexagonal outside diameter / M3 × 0,5 inside 
diameter, 10 mm long) shall be rigidly mounted on the drop table. The thickness and mounting 
locations of the base plate shall be selected such that there is no relative movement between 
the drop table and any part of base plate during drop testing. This plate will serve as the 
mounting structure for the PCB assemblies. This is pictorially shown in Figure 1. The PCB 
assembly shall be mounted to the base plate standoffs using four screws, one at each corner 
of the board. The board shall be mounted using four suitable precision shoulder screws (e.g. 
M3 × 0,5). Test data suggests that the variations in response acceleration and strain are 
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reduced significantly depending upon the choice of screw. Since the length of shoulder is 
nominal, a number of washers should shall be placed between the screw head and the top 
surface of the board (nominal 1,0 mm thick) to avoid any gap between the top of the standoffs 
and the bottom surface of the board. Due to tolerance stack up, a small gap is still possible but 
this gap shall not exceed 50 µm. The use of shoulder screw eliminates the need to re-tighten 
screws between drops. The screws shall be tightened in a diagonal pattern in the order of SW, 
NE, SE, and NW corners of the board. The screw shall be tightened until the shoulder of the 
screw bottoms out against the standoff. The number of washers used shall be the same for all 
four screws. A custom board jig may be used instead of mounting the board directly to the plate. 

Experience with different board orientations has suggested that the horizontal board orientation 
with components facing down results in maximum PCB flexure and, thus, the worst orientation 
for failures. Therefore, this document requires that the board shall be horizontal in orientation 
with components facing in downward direction during the test. Drop testing using other board 
orientations is not required but may be performed if deemed necessary. However, this is an 
additional test option and not a replacement for testing in the required orientation. 

This document requires test condition B (1 500 15 000 m·s–2, 0,5 ms duration, half-sine pulse), 
as listed in Table 1 of IEC 60749-10:2022, as the input shock pulse to the printed circuit 
assembly. This is the applied shock pulse to the base plate and shall be measured by 
accelerometer mounted at the centre of base plate or close to the support posts for the board. 
Other shock conditions, such as 2 900 m·s–2, 0,3 ms duration, in addition to the required 
condition can also be used. The velocity change of the drop pulse shall be also controlled and 
maintained at 4,67 m/s. The calculation of the velocity change is defined by the effective pulse 
where the acceleration must be equal to or above 1 500 m·s–2 as shown in Figure 2. No 
rebounces are allowed in this calculation.  

 

Figure 2 – Calculation of velocity change 

5.2 Pre-test characterization 

A set-up board with components mounted on it shall be used to adjust and characterize the 
drop test parameters and board response. A lightweight accelerometer should be attached with 
beeswax (or equivalent adhesive) on top of the component located at position U8 to 
characterize the output acceleration response of the PCB assembly. It should be noted, 
however, that any additional mass will add significant dynamic weight to the board and may 
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alter its dynamic response. Therefore, it is recommended that this characterization should only 
be carried out on a set-up board. In addition, a 45 ° rectangular rosette strain gauge shall be 
mounted on this set-up board underneath position U8 on the other side (non-component) side 
of the board to characterize strains in the X and Y directions as well as the principal strain and 
principal strain angle. A lightweight accelerometer is attached with (using suitable adhesive) in 
the centre of the mounting plate. Since the board weight is negligible as compared to mounting 
plate, setup characterization without a test board will not alter the results. Both the 
accelerometer and the strain gauge shall be connected to a data acquisition system capable of 
measuring at a scan frequency of 20 kHz and greater with a 16-bit signal width. Additional strain 
gauges may can also be mounted at different locations on the board to fully characterize the 
strain response of the assembly.  

The board assembly shall then be mounted on the drop test fixture using four screws. The 
screws shall be tightened in diagonal pattern in the order of SW, NE, SE, and NW corners of 
the board. An additional accelerometer may also be mounted on the board assembly at or close 
to one of the support locations to ensure that the input pulse to the base plate is transmitted to 
the PCB without any distortion. The drop table shall then be raised to the height required to 
meet test condition B of Table 1 of IEC 60749-10:2022 and dropped on to the strike surface 
while measuring the G level, pulse duration, and pulse shape.  

Multiple drops might be required whilst adjusting the drop height and strike surface to achieve 
the specified acceleration levels and pulse duration (1 500 m·s–2, 0,5 ms half-sine pulse). It 
should be noted that the peak acceleration and the pulse duration is a function of not only the 
drop height but also the strike surface. The acceleration pulse shall follow a half-sine curve with 
a peak acceleration of 1 500 m·s–2 during each drop as shown in Figure 2. Multiple drops can 
be required while adjusting the drop height and impact surface to achieve the specified peak 
acceleration and change of velocity (1 500 m·s–2, 4,67 m/s respectively). The variations of the 
peak acceleration and change of velocity needs to be controlled within 10 % on each individual 
measurement and 5% tolerance on average when 20 repeating measurements. The change of 
velocity is the total area enclosed by the acceleration pulse and the time axis. An effective 
change of velocity shall be counted in which only an acceleration equal to or higher than 
1 500 m·s–2 is considered and any rebounces after the acceleration dropping to below 
1 500 m·s–2 from the peak shall be ignored in the calculation. The time duration for defining the 
area of effective change of velocity is called effective pulse duration and shall also be 
maintained at 0,5 ms within 15 % tolerance which is in accordance with IEC 60749-10. The test 
equipment and transducer shall have a natural frequency greater than 5 times the frequency of 
the shock pulse being established, and measured through a low-pass filter having a bandwidth 
greater than 5 times the frequency of the shock pulse being established, see detail in 
IEC 60749-10. However, both unfiltered and filtered acceleration profiles shall be reported for 
the comparison purposes. It shall be noted that these pulse parameters are function of not only 
the drop height but also the impact surface. Depending on the strike surface, the same drop 
height could result in different acceleration levels and pulse durations. Theoretically, the drop 
height needed to achieve the appropriate acceleration levels can be determined from Equations 
(1) and (2) and the associated Figure 3, where H is the drop height and C is the rebound co-
efficient (1,0 for no rebound, 2,0 for full rebound). However, this equation does not include the 
strike surface effect. 

Experiments with different strike surfaces may can be needed necessary to achieve the desired 
peak value and duration. 
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Figure 3 – Typical shock test half-sine pulse graphic and formulae 

Once the specified drop parameters (acceleration level, duration and pulse shape) are 
achieved, the PCB response acceleration and strain shall be measured. The strain rate shall 
also be calculated by dividing the change in strain value by the time interval during which this 
change occurred. The characterized board response (acceleration, strain and strain rate) and 
its variation shall be documented and provided with the test data. Although it is recommended 
that this characterization be performed for previously untested components, this may not be 
required if such characterization data are available for a similar sized component. 

5.3 Drop testing 

With test parameters adjusted and PCB response characterized, the PCB assemblies shall be 
prepared for drop testing. This involves soldering cables to the plated-through holes on one end 
of the board, mounting the board on the drop fixture with components facing down, and 
connecting cables to the event detector/data logger. Since the dynamic response of the board 
can be affected by the mass and stiffening of the connector, it is recommended that no 
connectors are used and wires are directly soldered to the board. 

The event detector’s threshold resistance shall be set to no more than 1 000 Ω. The system 
used for such event detections shall have a 55 MHz scan rate or 0,2 μs (or lower) event 
detection window. Proper strain relief should shall also be provided to cables/wires to avoid a 
failure at wires to board interconnects. All cables shall be cleared from the drop path. The initial 
resistance of all nets for each assembly shall be measured and logged before conducting the 
first drop. The drop test shall be conducted by releasing the drop table from the pre-established 
height. The electrical resistance of each net shall be measured in situ during each drop and all 
failures shall be logged. The board shall be dropped a required maximum number of times or 
until a percentage of all devices has failed, whichever is earlier. The maximum number of drops 
or percentage of devices failing shall be consistent with the application. The maximum number 
of drops shall be irrespective of single or double-sided assembly. In the event that a shock 
condition in addition to the required condition B is used to conduct the test, the maximum 
number of drops shall be determined using the acceleration factor between the two conditions 
for similar sized components. This acceleration factor shall be reported with the test data. 

During the test, the shock pulse shall be measured for each drop to ensure that the input pulse 
remains within the specified tolerance. Adjustments in drop height or replacement of strike 
surface shall be made if the pulse deviates from that specified. 

Depending on the number of components per board, Table 1 shall be used to determine the 
number of boards to be tested per component type. 

Full document details: IEC 60749-37 2022 RLV

http://avadocuments2026.com/doc/iec-60749-37-2022-rlv
http://avadocuments2026.com/doc/iec-60749-37-2022-rlv


IEC 60749-37:2022 RLV © IEC 2022 – 15 –  

6 Failure criteria and failure analysis 

In-situ electrical monitoring of daisy chain nets for failure is required during each drop. The 
electrical continuity of all nets should shall either be detected by an event detector or by a high-
speed data acquisition system. The event detector should shall be able to detect any 
intermittent discontinuity of resistance greater than 1 000 Ω lasting for 1 μs or longer. The high-
speed data acquisition system should shall be able to measure resistance with a sampling rate 
of 50,000 samples per second or greater. 

Depending on the monitoring system used, the failure is defined as follows: 

– event detector: the first event of intermittent discontinuity as defined above followed by 3 
additional such events during 5 subsequent drops. 

– high speed data acquisition: the first indication of resistance value of 100 Ω or 20 % 
increase in resistance from the initial resistance if initial resistance is greater than 85 Ω 
followed by 3 additional such indications during 5 subsequent drops. 

A visible partial separation of component from the test board, even without a significant increase 
in resistance or intermittent discontinuity, shall also be considered as a failure. This can occur 
if the PCB tracks come off the board with the component while maintaining electrical continuity. 

As wires soldered to the board for electrical continuity test can also come off during the test, it 
is highly recommended that all electrical connections be checked once a failure is indicated to 
ensure that the failure is due to a component to board interconnection failure. 

All failures after each drop shall be logged. A sufficient number of components from the test lot 
shall be subjected to failure analysis to determine the root cause and to identify failure 
mechanism. The selection of components should shall cover different locations on the board. 
Different methods and equipment, such as visual inspection, cross-section, dye and pry, 
chemical etching, scanning electron microscopy, and scanning acoustic tomography can be 
employed to determine the root cause of failure. The failure site shall be clearly identified as 
‘component failure’, ‘interconnect failure’ or ‘board failure’. For the purpose of this document, 
the “interconnect failure” is defined as any failure 

a) on the package pad – joint interface or intermetallics, 
b) through the joint material, 
c) on the PCB pad joint interface or intermetallics. 

The above criteria may always be overridden by an applicable procurement document. 

Data analysis shall be conducted showing mean and standard deviation of failure data 
according to component groupings. Weibull and/or log normal analysis result should shall also 
be included if sufficient quantities have failed for such analyses. Because of symmetric 
component design and support locations, grouping (see Table 2) can be used for data analysis 
for boards mounted with 15 components (refer to Figure A.1). 
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Table 2 – Component locations for test boards 

Group 
Number of 

components 
in the group 

Component 
locations on the 

board 

Sample size 

Side A 
assembly 

Side B 
assembly 

A 4 U1, U5, U11, U15 8 8 

B 4 U2, U4, U12, U14 8 8 

C 2 U6, U10 4 4 

D 2 U7, U9 4 4 

E 2 U3, U13 4 4 

F 1 U8 2 2 

 

Failure data for components in group E and F can also be combined into one group as the PCB 
curvature underneath these components is expected to be very similar during the fundamental 
mode of vibration, as shown in Figure 3. The fundamental mode results in maximum 
displacements and is typically most damaging. Similarly, a larger group containing components 
in groups B and D may also exist. It is recommended first to analyse the component reliability 
data at individual locations without assuming any grouping. The failure data can only be pooled 
together when they have been proved to be statistically equivalent. 
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Figure 3 – Fundamental mode of vibration of PCB supported with four screws 

For the cases where component design is not symmetric about the X- and Y-axis, the above 
grouping may not work. This may require additional boards to be tested to achieve the sample 
sizes given above. 

7 Summary 

All test reports shall include the following information: 

a) number of packages per board; 
a) package and PCB assembly weight; 
b) package geometrical details including body size, lead size, ball size, layer thickness and die 

size; 
c) package materials including mould compound, die attach, substrate; 
d) PCB information, including materials, surface finishes, pad design type, board thickness, 

layer count and etc.; 
e) board geometry, material and material properties such as thickness, pad size, modulus and 

Tg; 
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f) board assembly details including stencil thickness, apertures, stencil material, solder alloy 
and paste, reflow profile and other board assembly process details; 

g) test details: drop height, strike surface, shock pulse profile; 
h) board response (acceleration, strain and strain rate); 
i) shock table response (shock parameter including peak acceleration, velocity change, time 

duration, number of spots/locations on table tested and repetitions, tolerance report of those 
measurements; filtering frequency for acceleration; 

j) initial resistance of daisy chain nets; 
k) failure detection equipment and failure criteria; 
l) test results including the number of drops to failure for each location on each test board, 

failure mechanisms and representative pictures; 
m) data analysis showing mean and standard deviation of failure data according to component 

groupings. 
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Annex A 
(informative)  

 
Preferred board construction, material, design and layout 

A.1 Preferred board construction, material and design 

The preferred test board should use built-up multilayer technology incorporating microvias using 
1+6+1 stack-up. This is recommended because typical PCB assemblies used in handheld 
electronic systems are constructed using high density, build-up technology. The test board 
should have a nominal thickness of 1,0 mm. A thinner board (0,8 mm) can also be used but 
correlation between the drop test performance and the different board thicknesses needs to be 
established. Table A.1 provides the thickness, copper coverage and material for each layer. 
The dielectric materials should meet the mechanical properties requirements given in Table A.2. 
The PCB should have organic solderability preservatives (OSP) as surface finish to avoid any 
copper oxidation before component mounting. The glass transition temperature, Tg, of each 
dielectric material, as well as of the composite board, should be 125 130 °C or greater. The 
modulus and Tg of the dielectric materials should be specified. The composite values (modulus 
and Tg) should be measured on at least one representative test board at the component 
mounting location. The boards should be symmetrical in construction about the mid-plane of 
the board, except for the minor differences in the top and bottom two layers. 

Table A.1 – Test board stack-up and material 

Board layer Thickness  Copper coverage  Material 
 μm %  

Solder mask 20  LPI a 
Layer 1 35 25 Pads + trackstraces (via in pad) Copper 

Dielectric 1-2 65 60  RCC FR4 b,c 

Layer 2 35 25 40 % 70 % including daisy chain links Copper 
Dielectric 2-3 130 60  FR4 c 

Layer 3 18 70 % Copper 

Dielectric 3-4 130 100  FR4 c 
Layer 4 18 70 % Copper 

Dielectric 4-5 130 100  FR4 c 

Layer 5 18 70 % Copper 
Dielectric 5-6 130  FR4 c 

Layer 6 18 70 % Copper 

Dielectric 6-7 130 100  FR4 c 
Layer 7 35 18 40 70 % Copper 

Dielectric 7-8 65 100  RCC b FR4 c 

Layer 8 18 70 % Copper 
Dielectric 8-9 60  FR4 c 

Layer 9 25 70 % Copper 
Dielectric 9-10 60  FR4 b,c 

Layer 8 10 35 25 Pads + trackstraces + daisy chain links (no via in 
pad) 

Copper 

Solder mask 20  LPI a 
a Liquid photo-imageable. 
b Resin-coated copper; usage as an alternative to FR4 shall be documented. 
c Details of the FR4 material shall be documented. 
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Table A.2 – Mechanical property requirements for dielectric materials 

Property Unit FR4 RCC 

Tensile strength MPa >100 >50 

Tensile modulus GPa 20 ± 2 2 ± 1 

Tensile elongation % >3 >3 

In-plane CTE 
(below Tg) 

ppm/°C 15 ± 2 14 ± 3 60 to 80 

Tg °C >130 >130 

Cu peel N/mm >1 >1 

 

Since a typical product board may have a combination of microvias in pad and no vias in pad 
for area array packages for routing purposes, it is required that such components (BGAs, CSPs, 
etc.) be tested on boards with both microvia and non-microvia PCB pads. This should be 
accomplished by designing double-sided boards with mirror component footprints on each side 
(top and bottom) of the board. The board side A should have microvias in pads (“via in pad”) on 
all component mounting pads while the board side B should have no microvias in pads (“no via 
in pads”). For board side A, the microvias in pads should be created with laser ablation with a 
via diameter of 110 μm. The vias should then be plated resulting in straight or near straight 
walls. The capture pad diameter should be at least 220 μm. Although two-sided boards should 
be designed, the component should only be mounted on one side at a time, resulting in two, 
single-sided assemblies (“side A assembly” and “side B assembly”), unless the component is 
anticipated for use in mirror-sided board assemblies. In that case, the components should be 
mounted on each side of the board. 

As perimeter-leaded devices do not typically require microvia in pad, the test board for such 
devices (TSOP, quad flat pack, etc.) does not need to include microvias. The board should still 
be designed as double-sided with footprint of similar sized components on each side. 

Although daisy-chain nets will typically not require plated-through holes (PTH) other than those 
required for manual probe pads and connectors, the test board should contain PTH in the 
component region (1,2 × the area covered by component) to approximate the mechanical effect 
of vias on actual application boards. 

It is recommended that there should be 20 plated-through holes per square centimetre in the 
component region. The actual location and distribution of plated-through holes will depend on 
component size and I/O. The through holes should have a drill diameter of 300 μm and a 
finished plated hole diameter of 250 μm. The PTH pad diameters should measure 550 μm for 
the outer layer and 600 μm for the inner layers. It is recommended that the component mounting 
pads on the PCB be designed in accordance with the specification in Table A.3 for area array 
devices. The pad design for leaded and perimeter I/O devices should be in accordance with 
relevant national or international guidelines. All component attachment pads should be non-
solder-mask-defined (NSMD) with solder mask clearance of 75 μm between the edge of the pad 
and the edge of solder mask. A smaller clearance can be used, as long as it does not cause 
any solder mask encroachment on pads due to mis-registrations. 

Solder mask registration tolerance should not exceed 50 μm. 
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Table A.3 – Recommended test board pad sizes and solder mask openings 

Component I/O pitch  PCB pad diameter  Solder mask opening  

mm mm mm 

0,4 0,25 0,32 

0,50 0,28 0,43 

0,65 0,30 0,45 

0,75 to 0,80 0,35 0,50 

1,00 0,45 0,60 

 

The track widths on the suggested test board should be 75 μm within the component area. This 
includes all tracks making contact with solder joint interconnect as well as with all internal 
layers. A track width of 100 μm should be used for all tracks outside of the component region. 
The board should have a matching daisy chain pattern such that one or multiple nets are formed 
through all interconnects after component mounting. Wherever necessary, additional test points 
within each net may be incorporated for failure location identification. Each additional test point 
should be clearly labelled using the row column format of the package. All routing and tracks 
within and just outside the component footprint should be done on layer 2 and layer 8 for area 
array packages and layer 1 and layer 8 for perimeter leaded packages. 

The suggested test board should have component mounting features such as Pin 1 
identification and global/local fiducials. 

A.2 Preferred test board size, layout, and component locations 

The board footprint and layout are shown in Figure A.1. The overall board size should be 
132 mm × 77 mm such that it can accommodate up to 15 components of the same type in a 3 
row by 5 column format. The preferred maximum component size is 15 mm in length or width 
and there should be at least a 5 mm and 8 mm gap between the components in X- and Y- 
direction, respectively. If larger components, up to 18 mm in length or width,are tested using 
this method, the gap between components cannot be less than 2 mm.  All 15 sites on each side 
of the board (top and bottom) should have the same component footprint.  

A “common” footprint for multiple components can also be used if daisy chain requirements, as 
specified in 5.2, are met. For example, a 9 × 9 pad array can be designed to accommodate 
suitably designed daisy chain components with 8 × 8, 7 × 7, 8 × 9, or any other ball array 
combination. However, a mix of different component sizes and styles should not be used on the 
same board, as this will affect the dynamic response of the board, making the results difficult 
to analyze. There should be four holes on the board to be used for mounting board on drop test 
fixture. The locations of these holes are shown in Figure A.1. All components should be located 
within the 95 mm × 61 mm box (shown by the dashed line in Figure A.1) defined by the outer 
edges of all outer components. The outer edges of out side components (U1 through U6 and 
U10 through U15) should align with the boundary of this box, guaranteeing a fixed diagonal 
distance of 4 mm between the outer edge of the screw head and the component’s corner closest 
to the screw head (components U1, U3, U5, U11, U13, and U15) irrespective of component 
size. The X, Y location of the centre of each component location is listed in Table A.4, using 
the centre of the lower, left screw hole as datum. 

The area of the board in the length direction outside of the components should be restricted for 
labelling, through holes, edge fingers, and any other fixtures, if needed. Plated-through holes 
or edge fingers should be provided on each end of the board for soldering wires, one for each 
side (top and bottom) of the board. 
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