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COMMISSION ELECTROTECHNIQUE INTERNATIONALE

FIBRES OPTIQUES -

Partie 1-41: Méthodes de mesure et procédures d’essai —
Largeur de bande

AVANT-PROPOS

1) La CEI (Commission Electrotechnique Internationale) est une organisation mondiale de sformalisation composée

domaines de

2) »Jepréseptent, dans la mesure

3) tionales. lls sont publiés
omme tels par les Comités

4) | ité i la CEIl s'engagent a appliquer de
ternatighales de la CEl dans leurs normes

et la norme nationale ou régionale

5) coxpmeindication d’approbation et sa responsabilité

6) de la présente Norme internationale peuvent faire

analogues. La CEIl ne saurait étre tenue pour

les—autres normes de la série CElI 60793-1-4X, annulent et
remplacent » de la CEIl 60793-1-4, dont elles constituent une révision

techniquex

Le texte de 3 t issu des documents suivants:

FDIS Rapport de vote

86A/670/FDIS 86A/694/RVD

Le rapport de vote indiqué dans le tableau ci-dessus donne toute information sur le vote ayant
abouti a I'approbation de cette norme.

Cette publication a été rédigée selon les Directives ISO/CEI, Partie 3.
Les annexes A et B font partie intégrante de cette norme.

La CEI 60793-1-1 et la CEI 60793-1-2 couvrent les spécifications génériques.
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INTERNATIONAL ELECTROTECHNICAL COMMISSION

OPTICAL FIBRES -

Part 1-41: Measurement methods and test procedures —
Bandwidth

FOREWORD

1) The IEC (International Electrotechnical Commission) is a worldwide organization for star

entrusted to technical committees; any IEC National Committee interested
participate in this preparatory work. International, governmental and non-gove
with the IEC also participate in this preparation. The IEC collaborates closg i
for Standardization (ISO) in accordance with conditions determin
organizations.

2) The formal decisions or agreements of the IEC on technical matiers express;~\as nearly as possible, an

3) The documents produced have the form of recommendations for ntrnatloal use
of standards, technical specifications, technical repoyfs \0
Committees in that sense.

4) In order to promote international unificatio
Standards transparently to the maximum
divergence between the IEC Standard andt
indicated in the latter.

5) The IEC provides no markm rocedure to |nd|

6) Attention is drawn to th

International Std ;
cables, of IEC technica

This standard, t
second editio

FDIS Report on voting

86A/670/FDIS 86A/694/RVD

Full information on the voting for the approval of this standard can be found in the report on
voting indicated in the above table.

This publication has been drafted in accordance with the ISO/IEC Directives, Part 3.
Annexes A and B form an integral part of this standard.

IEC 60793-1-1 and IEC 60793-1-2 cover generic specifications.
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La CEl 60793-1-4X comprend les parties suivantes présentées sous le titre général: Fibres
optiques:

— Partie 1-40: Méthodes de mesure et procédures d'essai — Affaiblissement

— Partie 1-41: Méthodes de mesure et procédures d'essai — Largeur de bande

— Partie 1-42: Méthodes de mesure et procédures d'essai — Dispersion chromatique

— Partie 1-43 Méthodes de mesure et procédures d'essai — Ouverture numérique

— Partie 1-44: Méthodes de mesure et procédures d'essai — Longueur d'onde de coupure

— Partie 1-45: Méthodes de mesure et procédures d'essai — Diameétre du champ de mode

— Partie 1-46: Méthodes de mesure et procédures d'essai — Contréle des variations du
facteur de transmission

— Partie 1-47: Méthodes de mesure et procédures d'essai — Pertes dug Qcourbures

— Partie 1-48: Méthodes de mesure et procédures d'essai — A I'étug

— Partie 1-49: Méthodes de mesure et procédures d'essai — A |

Le comité a décidé que le contenu de cette publication ne seta _pa ifié g 003. A cette
date, la publication sera

e reconduite;
e supprimée;
* remplacée par une édition révisée, ot

@@
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IEC 60793-1-4X consists of the following parts, under the general title: Optical fibres:

— Part 1-40: Measurement methods and test procedures — Attenuation

— Part 1-41: Measurement methods and test procedures — Bandwidth

— Part 1-42: Measurement methods and test procedures — Chromatic dispersion
— Part 1-43: Measurement methods and test procedures — Numerical aperture
— Part 1-44: Measurement methods and test procedures — Cut-off wavelength

— Part 1-45: Measurement methods and test procedures — Mode field diameter

— Part 1-46: Measurement methods and test procedures — Monitoring of changes in optical
transmittance

— Part 1-47: Measurement methods and test procedures — Macrobending(loss

The committee has decided that the contents of this publicatiq inNynchanged until
2003. At this date, the publication will be

¢ reconfirmed,;
¢ withdrawn;
* replaced by a revised edition, or

@@
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INTRODUCTION

Les publications de la série CEIl 60793-1 concernent les informations essentielles sur les
méthodes de mesures et les procédures d'essai s'appliquant aux fibres optiques.

Cette méme série traite des différents domaines regroupés de la fagon suivante:

— parties 1-10 & 1-19: Généralités
— parties 1-20 a 1-29: Méthodes de mesure et procédures d'essai des dimensions

— parties 1-30 a 1-39: Méthodes de mesure et procédures d'essai des caractéristiques
mecaniques

— parties 1-40 a 1-49: Méthodes de mesure et procédures d'essai des
optiques et de transmission

— parties 1-50 a 1-59: Méthodes de mesure et procédures d'
d'environnement.

aractéristiques

feristiques

»
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INTRODUCTION

Publications in the IEC 60793-1 series concern measurement methods and test procedures as
they apply to optical fibres.

Within the same series several different areas are grouped, as follows:

— parts 1-10 to 1-19: General
— parts 1-20 to 1-29: Measurement methods and test procedures for dimensions

— parts 1-30 to 1-39: Measurement methods and test procedures for mechanical charac-
teristics

— parts 1-40 to 1-49: Measurement methods and test procedures for tra sion and optical

characteristics

— parts 1-50 to 1-59: Measurement methods and test procedures
teristics.

»
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