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INTERNATIONAL ELECTROTECHNICAL COMMISSION

OPTICAL FIBRE CABLES -
Part 1-22: Generic specification —

Basic optical cable test procedures —
Environmental test methods

FOREWORD

this end and in addltlon to other activities, IEC publishes International
Technical Reports, Publicly Available Specifications (PAS) and Guides

governmental organizations liaising with the IEC also part|0|pate i
with the International Organization for Standardization (ISO
agreement between the two organizations.

2) The formal decisions or agreements of IEC on technical matters express, as nea

interested IEC National Committees.

3) IEC Publications have the form of recom
Committees in that sense. While all reasonab
Publications is accurate, IEC cannot be h
misinterpretation by any end user.

4) In order to promote internatjonal uniformit

the latter.

5) IEC itself does nof provide
assessment servyi i
services carried out by i

6) All users should ensute tha

7) No liability shall atta its_directors, employees, servants or agents including individual experts and
members of its_technical co t EC National Committees for any personal injury, property damage or
other damagé of\a whatsoever, whether direct or indirect, or for costs (including legal fees) and
expenses a sing ou ation, use of, or reliance upon, this IEC Publication or any other IEC
Publica

8) Attention\i wn to ative references cited in this publication. Use of the referenced publications is
indispensab icati i icati

9) Attention is draw possibility that some of the elements of this IEC Publication may be the subject of

patent rights. IEC shall not be held responsible for identifying any or all such patent rights.

International Standard IEC 60794-1-22 has been prepared by subcommittee 86A: Fibres and
cables, of IEC technical committee 86: Fibre optics.

This edition of IEC 60794-1-22 cancels and replaces the environmental tests part of the
second edition of IEC 60794-1-2 published in 2003. It constitutes a technical revision.

It has been decided to split the second edition of IEC 60794-1-2 into six new documents:
— |EC 60794-1-2, Optical fibre cables — Part 1-2: Generic specification — Basic optical cable
test procedures

— |EC 60794-1-20, Optical fibre cables — Part 1-20: Generic specification — Basic optical
cable test procedures — General and definitions

— |IEC 60794-1-21, Optical fibre cables — Part 1-21: Generic specification — Basic optical
cable test procedures — Mechanical tests methods Documents
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— |IEC 60794-1-22, Optical fibre cables — Part 1-22: Generic specification — Basic optical
cable test procedures — Environmental tests methods

— |EC 60794-1-23, Optical fibre cables — Part 1-23: Generic specification — Basic optical
cable test procedures — Cable elements tests methods

— |IEC 60794-1-24, Optical fibre cables — Part 1-24: Generic specification — Basic optical
cable test procedures — Electrical tests methods

The text of this standard is based on the following documents:

CbhV Report on voting
86A/1424/CDV 86A/1445/RVC

Full information on the voting for the approval of this standard can be
voting indicated in the above table.

report on

This publication has been drafted in accordance with the 1SO/I

related to the specific publication. At tt publication will be

* reconfirmed,
* withdrawn,

* replaced by a revised
* amended.

that it contain

unders
\‘>

colour
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OPTICAL FIBRE CABLES -
Part 1-22: Generic specification —

Basic optical cable test procedures —
Environmental test methods

1 Scope

equipment and devices employing similar techniques, and to cables
both optical fibres and electrical conductors.

The object of this standard is to define test procedures to bg
requirements for the environmental performance.

”

Throughout the standard the wording “optical cable’ma
microduct fibre units, etc.

See IEC 60794-1-2 for general require initi and reference guide to test
methods of all types.

are indispensable for its ap \ rences, only the edition cited applies. For
undated references, i e referenced document (including any
amendments) applies.

IEC 60068-2-14:200
temperature

IEC 60304,

IEC 60544 ;
— Part 1: Radlia

IEC 60793-1-40, Optical fibres — Part 1-40: Measurement methods and test procedures —
Attenuation

IEC 60793-1-46, Optical fibres — Part 1-46: Measurement methods and test procedures —
Monitoring of changes in optical transmittance

IEC 60793-1-54, Optical fibres — Part 1-54: Measurement methods and test procedures —
Gamma irradiation

IEC 60794-1-1, Optical fibre cables — Part 1-1: Generic specification — General

IEC 60794-1-2, Optical fibre cables — Part 1-2: Generic specification — Basic optical cable test
procedures

IEC 60811-502, Electric and optical fibre cables — Test methods for non-metallic aterials —

Part 502: Mechanical tests — Shrinkage test for insulations ocuments
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IEC 60811-503, Electric and optical fibre cables — Test methods for non-metallic materials —
Part 503: Mechanical tests — Shrinkage test for sheaths

ISO 4892-2, Plastics — Methods of exposure to laboratory light sources — Part 2: Xenon-arc
lamps

ISO 4892-3, Plastics — Methods of exposure to laboratory light sources — Part 3: Fluorescent
UV lamps

3 Method F1 — Temperature cycling

3.1 Object

This measuring method applies to optical fibre cables which are test
in order to determine the stability behaviour of the attenuatio
temperature changes.

Changes in the attenuation of optical fibre cables
temperatures are generally the result of buckling or te

cable structure.

NOTE 1 Method F12 is a speciali

NOTE 2 The agein t,
done together.

3.2 Sample

The sample shall t or a sample of sufficient length as indicated in the detail
specification< but,~ne of length appropriate to achieve the desired accuracy of
attenuatio S 3

In order to g oducible values, the cable sample shall be brought into the climatic
chamber in a nep such that the deployment does not affect the measurement. Such

methods could be a“loose coil or on a reel with large diameter coils, cushioned reels with a
soft layer or a zero tension facility device.

The ability of the fibre(s) to accommodate differential expansion and contraction (e.g. by
slipping within the cable) could be influenced by the bending radius of the cable. Sample
conditioning should, therefore, be realized as close as possible to normal usage conditions.
The bend diameter of the cable sample shall not violate the minimum bend diameter of the
cable, tube or other unit as specified by the detail specification.

Potential problems are due to an actual difference between the expansion coefficients of the
test sample and of the holder (e.g. reel, basket, plate) which can induce, during thermal
cycles, a significant effect on the test result if "no effect" conditions are not completely
fulfilled. The intent is to simulate the installed condition, in which the cable is generally
straight for the majority of its length.

Parameters of influence are mainly the details of conditioning, the type and matelrjals of the

holder, the diameter of the sample coil or reel. cuments
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