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Validité de la présente publication

Le contenu technique des publications de la CEIl est cons-
tamment revu par la CEIl afin qu'il reflete I'état actuel de
la technique.

Des renseignements relatifs a la date de reconfirmation de
la publication sont disponibles auprés du Bureau Central de
la CEL

Les renseignements relatifs & ces révisions, a ['établis-
sement des éditions révisées et aux amendements peuvent
étre obtenus auprés des Comités nationaux de la CEl et
dans les documents ci-dessous:

e Bulletin de la CEI

¢ Annuaire de la CEIl
Publié annuellement

e Catalogue des publications de la CEI
Publié annueliement et mis a jour réguliérement

Terminologie

En ce qui concemne la terminologie générale, le lecteur se
reportera & la CEl 50: Vocabulaire Electrotechnique Inter-

Pour les symboles g @
signes d'usage général\dp,

consultera:

et pour les appareils électromédicaux,

- la CEl 878: Symboles graphiques pour
équipements électriques en pratique médicale.

Les symboles et signes contenus dans la présente publi-
cation ont été soit tirés de la CEl 27, de la CEl 417, de la
CEIl 617 et/ou de la CEI 878, soit spécifiquement approuvés
aux fins de cette publication.

Publications de la CEl établies par le
méme comité d'études

L'attention du lecteur est attirée sur les listes figurant a la fin
de cette publication, qui énumérent les publications de la
CEl préparées par le comité d'études qui a établi la
présente publication.
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Validity of this publication

The technical content of IEC publications is kept under
constant review by the IEC, thus ensuring that the content
reflects current technology.

Information relating to the date of the reconfirmation of the
publication is available from the IEC Central Office.

Information on the revision work, the issue of revised
editions and amendments may be obtained from IEC
National Committees and from the following IEC
sources:

¢ |EC Bulletin

e |EC Yearbook
Published yearly

separate chapters each dealing
/ Full details of the IEV will be

haVe either been taken from the IEV or have been’
ally approved for the purpose of this publication.

raphical and letter symbols

For graphical symbols, and letter symbols and signs
approved by the IEC for general use, readers are referred to
publications:

— |EC 27: Letter symbols to be used in electrical
technology;

— |EC 417: Graphical symbols for use on
equipment. Index, survey and compilation of the
single sheets;

— |EC 617: Graphical symbols for diagrams;
and for medical electrical equipment,

— |EC 878: Graphical symbols for electromedical
equipment in medical practice.

The symbols and signs contained in the present publication
have either been taken from IEC 27, IEC 417, |IEC 617
and/or IEC 878, or have been specifically approved for the
purpose of this publication.

IEC publications prepared by the same
technical committee

The attention of readers is drawn to the end pages of this
publication which list the IEC publications issued by the
technical committee which has prepared the present
publication.
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COMMISSION ELECTROTECHNIQUE INTERNATIONALE

MATERIAUX D’ISOLATION ET
DE GAINAGE DES CABLES ELECTRIQUES -
METHODES D’ESSAIS COMMUNES -

Partie 1: Application générale -
Section 3: Méthodes de détermination
de la masse volumique - Essais d’absorption d’eau -
Essai de rétraction

AVANT-PROPOS

composée de I'ensemble des comités électrotechniques nationa
pour objet de favoriser la coopération internationale pour tot
domaines de F'électyicité et de I'électronique. A cet effet

dans la plus grande mesure possible (un accord internationaksur les sujets examinés.
3) Ces décisions constijyent des ©COR mas internationales publiées sous forme de normes, de
3 agréées’s

m s par les Comités nationaux.

dans leurs ionals Toute divergence entre la norme de la CEl et la norme
nationale ¢~ ale cordespordante doit étre indiquée en termes clairs dans cette derniére.

-3 a été établie par le sous-comité 20A: Cables de

haute tensign, i 20 de la CEIl: Cébles électriques.
Cette nule et remplace la premiére édition parue en 1985, son
co la modification 1 (1990) et 'amendement 2 (1993). Cette deuxiéme

Le texte de présente norme est issu de la premiére édition, de la modification 1, de
I'amendement 2 et des documents suivants:

DIS Rapport de vote

20A(BC)152 20A(BC)162

Le rapport de vote indiqué dans le tableau ci-dessus donne toute information sur le vote
ayant abouti a I'approbation de cette norme.
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INTERNATIONAL ELECTROTECHNICAL COMMISSION

INSULATING AND SHEATHING MATERIALS
OF ELECTRIC CABLES -
COMMON TEST METHODS -

Part 1: General application -
Section 3: Methods for determining the density -
Water absorption tests -
Shrinkage test

FOREWORD

1) The IEC (Internatlonal Electrotechmcal Commlsswn) is a worldwude rgam 2

promote international cooperation on all questions concerning
electronic fields. To this end and in addition to other activities,
Their preparation is entrusted to technical committees; 3
s ciie :
2) The formal decisions or agreements of the IEC i 3 J ;
which all the National Committees having a special inte ein are represented, express, as nearly as
possible, an international consensus of opini

thts preparation. The |EC
ISO) in accordance with

non-governmental organizations liaising with the I|E
collaborates closely with the International € izati
conditions determined by agreement betwe

3) They have the form of recomme i a ¢ blished in the form of standards, technical
reports or guides and they af ommyttees in that sense

4) in order to promote interfati i io ational Gommittees undertake to apply IEC International
Standards transparently| to\the i iblé in their national and regional standards. Any

sponding national or regional standard shall be clearly

divergence betweemthe
indicated in the I

International Stang as been prepared by sub-committee 20A
High-voltage cabl ommittee 20: Electric cables

This second edmc and replaces the first edition published in 1985, its
corrigend (1990) and amendment 2 (1993). This second edition

The text of this standard is based on the first edition, the amendments 1 and 2 and on the

following documents:

DIS Report on voting

20A(CO)152 20A(CO)162

Full information on the voting for the approval of this standard can be found in the report
on voting indicated in the above table.
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MATERIAUX D’ISOLATION ET
DE GAINAGE DES CABLES ELECTRIQUES -
METHODES D’ESSAIS COMMUNES -

Partie 1: Application générale -
Section 3: Méthodes de détermination
de la masse volumique - Essais d’absorption d’eau -
Essai de rétraction

1 Domaine d’application

la présente section de la CEl 811-1.
ait en vigueur. Tout document normatif

omplétes des essais (conditions d'essais, telles que température,
s résultats a obtenir ne figurent pas dans cette norme. lIs figurent, en
principe, dans les normes particuliéres a chaque type de cable.

Toutes les valeurs prescrites pour les essais dans cette norme peuvent étre modifiées par
la norme du céble correspondant afin de répondre aux exigences particuliéres de celui-ci.

3 Application

Les valeurs de conditionnement et paramétres d’essais qui sont indiqués correspondent
aux mélanges d'isolation et de gainage ainsi qu’aux fils et cables, rigides et souples, des
types les plus courants.
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INSULATING AND SHEATHING MATERIALS
OF ELECTRIC CABLES -
COMMON TEST METHODS -

Part 1: General application -
Section 3: Methods for determining the density -
Water absorption tests -
Shrinkage test

1 Scope

text, constitute provisions of this sec jon 8 At the time of publication, the
edition indicated was valid, A ative 3 ubject to revision, and parties to

agreements based on th dre encouraged to investigate the
possibility of applying \ ecent editi of the normative documents indicated
below. Members of | S ajntain registers of currently valid International
Standards. é

Full test cond ch¥as temperatures, durations, etc.) and full test requirements are
andard; it is intended that they should be specified by the standard
dealing with the relevant type of cable.

Any test requirements which are given in this standard may be modified by the relevant
cable standard to suit the needs of a particular type of cable. o

3 Applicability

Conditioning values and testing parameters are specified for the most common types of
insulating and sheathing compounds and of cables, wires and cords.
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