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INTERNATIONAL ELECTROTECHNICAL COMMISSION 
____________ 

 
TEST METHODS FOR ELECTRICAL MATERIALS,  

PRINTED BOARDS AND OTHER INTERCONNECTION STRUCTURES  
AND ASSEMBLIES –  

 
Part 11: Measurement of melting temperature or  

melting temperature ranges of solder alloys 
 

FOREWORD 
1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comprising 

all national electrotechnical committees (IEC National Committees). The object of IEC is to promote 
international co-operation on all questions concerning standardization in the electrical and electronic fields. To 
this end and in addition to other activities, IEC publishes International Standards, Technical Specifications, 
Technical Reports, Publicly Available Specifications (PAS) and Guides (hereafter referred to as “IEC 
Publication(s)”). Their preparation is entrusted to technical committees; any IEC National Committee interested 
in the subject dealt with may participate in this preparatory work. International, governmental and non-
governmental organizations liaising with the IEC also participate in this preparation. IEC collaborates closely 
with the International Organization for Standardization (ISO) in accordance with conditions determined by 
agreement between the two organizations. 

2) The formal decisions or agreements of IEC on technical matters express, as nearly as possible, an international 
consensus of opinion on the relevant subjects since each technical committee has representation from all 
interested IEC National Committees.  

3) IEC Publications have the form of recommendations for international use and are accepted by IEC National 
Committees in that sense. While all reasonable efforts are made to ensure that the technical content of IEC 
Publications is accurate, IEC cannot be held responsible for the way in which they are used or for any 
misinterpretation by any end user. 

4) In order to promote international uniformity, IEC National Committees undertake to apply IEC Publications 
transparently to the maximum extent possible in their national and regional publications. Any divergence 
between any IEC Publication and the corresponding national or regional publication shall be clearly indicated in 
the latter. 

5) IEC itself does not provide any attestation of conformity. Independent certification bodies provide conformity 
assessment services and, in some areas, access to IEC marks of conformity. IEC is not responsible for any 
services carried out by independent certification bodies. 

6) All users should ensure that they have the latest edition of this publication. 

7) No liability shall attach to IEC or its directors, employees, servants or agents including individual experts and 
members of its technical committees and IEC National Committees for any personal injury, property damage or 
other damage of any nature whatsoever, whether direct or indirect, or for costs (including legal fees) and 
expenses arising out of the publication, use of, or reliance upon, this IEC Publication or any other IEC 
Publications.  

8) Attention is drawn to the Normative references cited in this publication. Use of the referenced publications is 
indispensable for the correct application of this publication. 

9) Attention is drawn to the possibility that some of the elements of this IEC Publication may be the subject of 
patent rights. IEC shall not be held responsible for identifying any or all such patent rights. 

International Standard IEC 61189-11 has been prepared by IEC technical committee 91: 
Electronics assembly technology. 

The text of this standard is based on the following documents: 

FDIS Report on voting 

91/1086/FDIS 91/1097/RVD 

 
Full information on the voting for the approval of this standard can be found in the report on 
voting indicated in the above table. 

This publication has been drafted in accordance with the ISO/IEC Directives, Part 2. 
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A list of all parts of IEC 61189 under the general title Test methods for electrical materials, 
printed boards and other interconnection structures and assemblies can be found in the IEC 
website. 

The committee has decided that the contents of this publication will remain unchanged until 
the stability date indicated on the IEC web site under "http://webstore.iec.ch" in the data 
related to the specific publication. At this date, the publication will be  

• reconfirmed, 
• withdrawn, 
• replaced by a revised edition, or 
• amended. 

 

IMPORTANT – The 'colour inside' logo on the cover page of this publication indicates 
that it contains colours which are considered to be useful for the correct 
understanding of its contents. Users should therefore print this document using a 
colour printer. 
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TEST METHODS FOR ELECTRICAL MATERIALS,  
PRINTED BOARDS AND OTHER INTERCONNECTION STRUCTURES  

AND ASSEMBLIES –  
 

Part 11: Measurement of melting temperature or  
melting temperature ranges of solder alloys 

 
 
 

1 Scope 

This part of IEC 61189 describes the measurement method of melting ranges of solder alloys 
that are mainly used for wiring of electrical equipment, for electrical and communication 
equipment, and for other apparatus, as well as for connecting components. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and 
are indispensable for its application. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any 
amendments) applies. 

IEC 60194,— Printed board design, manufacture and assembly – Terms and definitions1 

IEC 61189-3, Test methods for electrical materials, printed boards and other interconnection 
structures and assemblies – Part 3: Test methods for interconnection structures (printed 
boards) 

IEC 61190-1-3, Attachment materials for electronic assembly – Part 1-3: Requirements for 
electronic grade solder alloys and fluxed and non-fluxed solid solders for electronic soldering 
applications 

ISO 9453, Soft solder alloys – Chemical compositions and forms 

ISO 11357-1, Plastics – Differential scanning calorimetry (DSC) – Part 1: General principles 

3 Terms and definitions 

For the purposes of this document the terms and definitions of IEC 60194, IEC 61189-3, 
IEC 61190-1-3, ISO 9453 and ISO 11357-1, as well as the following apply. 

3.1  
melting temperature ranges 
total range of solidus and liquidus temperature of solder alloys 

3.2  
solidus temperature 
temperature when solder alloys start to melt measured by DSC (method A) 

——————— 
1  Sixth edition to be published. 
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3.3  
solidus temperature 
temperature when solidification of solder alloys ends measured by the cooling curve of molten 
solder (method B) 

3.4  
liquidus temperature 
temperature when melting ends measured for various heating temperature levels by DSC 
(method A) 

3.5  
liquidus temperature 
solidification temperature measured by the cooling curve of molten solder (method B) 

3.6  
DSC curve 
curve measured by differential scanning calorimetry (DSC) 

4 Summary of measuring methods 

The melting temperature range of solder alloys is measured by using the following methods. 

Method A: Differential scanning calorimetry (DSC). 
Method B: Cooling curve of molten solder. 

Test report shall be made according to Annex A. 

5 Test equipment 

5.1 Method A: DSC 

5.1.1 DSC 

See ISO 11357-1. 

5.1.2 Balance 

The balance shall have a resolution of 0,1 mg or better. 

5.1.3 Pans 

Pans shall be constructed of a material with a high heat transfer rate and which is not 
corroded by the samples. Usually, aluminium is used. 

5.1.4 Inert gas 

Inert gas (example N2 or Ar: of a purity higher than 99,9 %) should be used to avoid the 
sample oxidation. 

5.1.5 Alumina powder 

Alumina powder should be used as a reference material. It is stable for the temperature range 
of the measurement. See ISO 11357-1. 
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5.2 Method B: Cooling curve of molten solder 

5.2.1 Electric furnace 

It shall be capable of heating its content to a temperature of 400 °C or higher and provide 
good heat insulation. 

5.2.2 Thermocouple 

A thermocouple that is suitable for the temperature being used, shall be selected. The 
compensating lead used shall be suitable for the thermocouple being used. 

5.2.3 Measuring instrument 

The heat flow measuring instrument shall be capable of measurements of one second 
intervals or less. 

5.2.4 Recorder 

The recorder shall be capable of recording a cooling curve and reading in 0,1 °C units. 

5.2.5 Container 

The graphite or ceramic crucible shall be used. 

6 Calibration of the temperature 

Temperature calibration shall be conducted using the pure materials listed in Table 1, whose 
purity shall be 99,99 % or higher. The melting points of two or more pure materials that are 
close to the temperature to be measured, shall be measured under the same conditions as 
those applied to the sample, and a compensation formula with a linear function shall be 
determined for the temperature correction from the obtained measurements and the melting 
temperatures given in Table 1. 

Table 1 – Metal list for calibration 

Metal Melting temperature 
°C 

In (indium) 156,6 

Sn (tin) 231,9 

Pb (lead) 327,4 

 

7 Procedure for the measuring method 

7.1 Method A: DSC 

7.1.1 Test condition 

7.1.1.1 Sample mass 

The sample mass shall be from 5 mg to 50 mg. 

7.1.1.2 Inert gas flow 

Inert gas shall be used. Gas flow rate shall be from 10 ml/min to 50 ml/min. 
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7.1.1.3 Heating rate 

Heating rate shall be from 0,5 °C/min to 10 °C/min. Recommended heating rate are 0,5, 1, 2, 
5 and 10 °C/min. 

7.1.2 Procedure for measuring the DSC curve 

7.1.2.1 Instructions 

Carry out the measuring DSC curve as follows. 

a) The sample is placed in the centre part of pans, and the cap of the pans is put and 
clamped. 

b) The pan containing the sample is placed on to the pan holder, and the pan with alumina 
powder is placed on the other pan holder. 

c) Flow the inert gas (example N2 or Ar) until the measurement ends. 
d) Carry out the measuring DSC curve with a heating rate of 0,5 °C/min up to a temperature 

about 30 °C higher than the heat flow peak. 

Repeat procedures a) through d) using a new sample, except heating rate of 1, 2, 5 and 
10 °C/min. 

7.1.2.2 Solidus temperature 

The data of a heating rate of 2 °C/min are used. A typical DSC curve is shown in Figure 1. T1 
or T2 represent the solidus temperature. 

a) If melting occurs abruptly, then the temperature when melting starts shall be the 
temperature T1 at the intersection of the extrapolation of the low-temperature side 
baseline towards the high-temperature side and the tangent drawn from the low-
temperature side endothermic peak at the point with the steepest slope, as shown in 
Figure 1a. In this case, correct the temperature, using T1 of the pure materials. 

b) If melting occurs gradually, then determine temperature T2 at the point at which the curve 
starts to leave the baseline, as shown in Figure 1b. In this case, correct the temperature, 
using T2 of the pure materials. Repeat the measurement several times and then determine 
the average. 
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Figure 1a – Abruptly melting alloy Figure 1b – Gradually melting alloy 

Figure 1 – Determination of solidus temperature 
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7.1.2.3 Liquidus temperature 

The data of a heating rate of 0,2, 0,5, 1, 2, 5 and 10 °C/min are used. A typical DSC curve is 
shown in Figure 2. T3 or T4 indicate the temperature where melting ends. 

a) If melting occurs with a single peak, the temperature of melting ends shall be the 
temperature T3 at the intersection of the extrapolation of the high-temperature side 
baseline towards the low-temperature side and the tangent drawn from the high-
temperature side endothermic peak at the point with the steepest slope, as shown in 
Figure 2a. 

b) If melting occurs with double or more peaks, the temperature where the melting ends shall 
be the temperature T4 at the intersection of the extrapolation of the high-temperature side 
baseline towards the low-temperature side and the tangent drawn from the most highest-
temperature side endothermic peak at the point with the steepest slope, as shown in 
Figure 2b. 
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Figure 2a – Single melting peak Figure 2b – Double or more melting peaks 

Figure 2 – Determination of temperature of melting ends 

c) The extrapolated end temperature of endothermic peak is a linear function of the square 
root of the heating rate. Therefore, the point of interception on a temperature axis of the 
linear function is assumed to be the liquidus temperature, as shown in Figure 3. 

NOTE Examples of the test results are shown in Annex B. 
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