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Depuis le 1er janvier 1997, les publications de la CEIl
sont numérotées a partir de 60000.

Publications consolidées

Les versions consolidées de certaines publications de
la CEIl incorporant les amendements sont disponibles.
Par exemple, les numéros d’édition 1.0, 1.1 et 1.2
indiquent respectivement la publication de base, la
publication de base incorporant 'amendement 1, et la
publication de base incorporant les amendements 1
et 2.

Validité de la présente publication

Le contenu technique des publications de la CEl est
constamment revu par la CEIl afin qu'il refléte I'état
actuel de la technique.

Des renseignements relatifs & la date de
reconfirmation de la publication sont disponibles dans
le Catalogue de la CELl

Les renseignements relatifs & des questions a 'étude et
des travaux en cours entrepris par le comité technique
qui a établi cette publication, ainsi que la ligte des
publications établies, se trouvent dans les docu S

dessous:

s «Site web» de la CEI*

e Catalogue des publications de la CEIl
Publié annuellement et mig a jour régulis
(Catalogue en ligne)*

e Bulletin de la CEI

Terminologie, s
et littéraux

7. Symboles littéraux a
g , la CEl 60417: Symboles
graphiques utilisables sdr le matériel. Index, relevé et
compilation des feuilles individuelles, et la CEl 60617:
Symboles graphiques pour schémas.

*  Voir adresse «site web» sur la page de titre.
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Consolidated publications

Consolidated versions of some IEC publications
including amendments are available. For example,
edition numbers 1.0, 1.1 and 1.2 refer, respectively, to
the base publication, the base publication

incorporating amendment 1 and the base publication
incorporating amendments 1 and 2.

undertaken by the technical
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atalogue of IEC publications
Published yearly with regular updates
(On-line catalogue)*

1EC Bulletin
Available both at the IEC web site* and as a
printed periodical

Terminology, graphical and letter
symbols

For general terminology, readers are referred to
IEC 60050: /nternational Electrotechnical Vocabulary
(IEV).

For graphical symbols, and letter symbols and signs
approved by the IEC for general use, readers are
referred to publications IEC 60027: Letter symbols to
be used in electrical technology, |EC 60417: Graphical
symbols for use on equipment. Index, survey and
compilation of the single sheets and IEC 60617:
Graphical symbols for diagrams.

* See web site address on title page.
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COMMISSION ELECTROTECHNIQUE INTERNATIONALE

DISPOSITIFS D’INTERCONNEXION ET COMPOSANTS PASSIFS
| A FIBRES OPTIQUES -
METHODES FONDAMENTALES D’ESSAIS ET DE MESURES -

Partie 3-16: Examens et mesures —
Rayon de la face terminale des embouts polis sphériquement

AVANT-PROPOS

1) La CEl (Commission Electrotechnigue Internationale) est une organisation

favoriser la coopération internationale pour toutes les questions de
I'électricité et de I'électronique. A cet effet, la CEl, entre autres acti

u des documents suivants:

DIS Rapport de vote

86B/521/DIS 86B/594/RVD

Le rapport de vote indiqué dans le tableau ci-dessus donne toute information sur le vote ayant
abouti a lI'approbation de cette norme.

La CEl 1300 comprend les parties suivantes, présentées sous le titre général: Dispositifs
d’interconnexion et composants passifs & fibres optiques — Méthodes fondamentales d’essais
et de mesures:

Partie 1: Généralités et guide
Partie 2: Essais
Partie 3: Examens et mesures
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INTERNATIONAL ELECTROTECHNICAL COMMISSION

FIBRE OPTIC INTERCONNECTING DEVICES
AND PASSIVE COMPONENTS -
BASIC TEST AND MEASUREMENT PROCEDURES -

Part 3-16: Examinations and measurements —
Endface radius of spherically polished ferrules

FOREWORD

1) The IEC (International Electrotechnlcal Commlsswn) isa worldw:de orgamzatlon for standardi atn

entrusted to technical committees; any IEC National Committee intere
participate in this preparatory work. International, governmental and nrgn-gove me)
with the 1EC also participate in this preparation. The I1EC collaborate
for Standardization (I1SO) in accordance with conditions de i 3 < between the two
organizations.

2) The formal decisions or agreements of the IEC on techmcal S z chnical committees on which
3) They have the form of recommendations for interhationa

4) In order to promote internationa ges undertake to apply IEC International

Standards transparently to th& maxi X : in their national and regional standards. Any
divergence between the IEG Sta ational or regional standard shall be clearly
indicated in the latter.
International Stand 3-1¢ prepared by sub-committee 86B: Fibre optic
interconnecting devices K nts, of IEC technical committee 86: Fibre optics

The text of this stan following documents:

x \ \D/lg ~ Report on voting

\ \§GB/521/DIS 86B/594/RVD

Full information on th ting for the approval of this standard can be found in the report on
voting indicated in the above table.

IEC 1300 consists of the following parts, under the general title: Fibre optic interconnecting
devices and passive components — Basic test and measurement procedures:

Part 1: General and guidance
Part 2: Tests
Part 3: Examinations and measurements
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DISPOSITIFS D’'INTERCONNEXION ET COMPOSANTS PASSIFS
, A FIBRES OPTIQUES —
METHODES FONDAMENTALES D’ESSAIS ET DE MESURES —

Partie 3-16: Examens et mesures —
Rayon de la face terminale des embouts polis sphériquement

1 Généralités

1.1 Domaine d’application et objet

L'objet de la présente partie de la CEl 1300 est de décrire de

portion de face terminale qui est bombée pour polissa
généralement admis que la face terminale de I'embo
est, dans bien des cas, asphérique (voir la figu

CEl 297195
onnde courbure de la face terminale

Méthode 3 — Utilisation d’un microprojecteur de profil pour effectuer une simple mesure,
avec méthode oui/non, des faces terminales profilées par contact physique et contact
physique angulaire.

1.3 Référence normative

Le document normatif suivant contient des dispositions qui, par suite de la référence qui y est
faite, constituent des dispositions valables pour la présente partie de la CEl 1300. Au moment
de la publication, I'édition indiquée était en vigueur et les parties prenantes aux accords fondés
sur la présente partie de la CEl 1300 sont invitées a rechercher la possibilité d’appliquer
I'édition la plus récente du document normatif indiqué ci-aprés. Les membres de la CEIl et de
I''SO possédent le registre des Normes internationales en vigueur.

ISO 2538: 1974, Ajustements — Séries d’angles et d’inclinaisons de prismes
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FIBRE OPTIC INTERCONNECTING DEVICES
AND PASSIVE COMPONENTS -
BASIC TEST AND MEASUREMENT PROCEDURES -

Part 3-16: Examinations and measurements —
Endface radius of spherically polished ferrules

1 General

1.1 Scope and object

The object of this part of IEC 1300 is to describe procedures for meas adiy the
endface of a spherically polished ferrule.

1.2 General description

The ferrule endface radius R is defined as the radiug of curva f portion of the

endface which is domed for physical contact poli at the endface is

spherical, although in practice the endface jis often

IEC 297195
curvature of the endface

an interferomete

Method 3 — Use of a profile projector to make a simple go/no go measurement of physical
contact and angled physical contact shaped endfaces.

1.3 Normative reference

The following normative document contains provisions which, through reference in this text,
constitute provisions of this standard. At the time of publication, the edition indicated was valid.
All normative documents are subject to revision and parties to agreements based on this part
of IEC 1300 are encouraged to investigate the possibility of applying the. most recent edition of
the normative document indicated below. Members of IEC and ISO maintain registers of
currently valid International Standards.

ISO 2538: 1974, Limits and fits — Series of angles and slopes on wedges and prisms
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