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INTERNATIONAL ELECTROTECHNICAL COMMISSION

CORRUGATED PRESSBOARD AND PRESSPAPER
FOR ELECTRICAL PURPOSES -

Part 2: Methods of test

FOREWORD

1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comprising
all national electrotechnical committees (IEC National Committees). The object of IEC is to promote
international co-operation on all questions concerning standardization in the electrical and electronic fields. To
this end and in addition to other activities, IEC publishes International Standards, Technical Specifications,
Technical Reports, Publicly Available Specifications (PAS) and Guides (hereafter referred to as “IEC
Publication(s)”). Their preparation is entrusted to technical committees; any IEC National Committee interested
in the subject dealt with may participate in this preparatory work. International, governmental and non-
governmental organizations liaising with the IEC also participate in this preparation. IEC collaborates closely
with the International Organization for Standardization (ISO) in accordance with conditions determined by
agreement between the two organizations.

2) The formal decisions or agreements of IEC on technical matters express, as nearly as possible, an international
consensus of opinion on the relevant subjects since each technical committee has representation from all
interested IEC National Committees.

3) IEC Publications have the form of recommendations for international use and are accepted by IEC National
Committees in that sense. While all reasonable efforts are made to ensure that the technical content of IEC
Publications is accurate, IEC cannot be held responsible for the way in which they are used or for any
misinterpretation by any end user.

4) In order to promote international uniformity, IEC National Committees undertake to apply IEC Publications
transparently to the maximum extent possible in their national and regional publications. Any divergence
between any IEC Publication and the corresponding national or regional publication shall be clearly indicated in
the latter.

5) IEC provides no marking procedure to indicate its approval and cannot be rendered responsible for any
equipment declared to be in conformity with an IEC Publication.

6) All users should ensure that they have the latest edition of this publication.

7) No liability shall attach to IEC or its directors, employees, servants or agents including individual experts and
members of its technical committees and IEC National Committees for any personal injury, property damage or
other damage of any nature whatsoever, whether direct or indirect, or for costs (including legal fees) and
expenses arising out of the publication, use of, or reliance upon, this IEC Publication or any other IEC
Publications.

8) Attention is drawn to the Normative references cited in this publication. Use of the referenced publications is
indispensable for the correct application of this publication.

9) Attention is drawn to the possibility that some of the elements of this IEC Publication may be the subject of
patent rights. IEC shall not be held responsible for identifying any or all such patent rights.

International Standard IEC 61628-2 has been prepared by subcommittee 15C: Specifications,
of IEC technical committee 15: Insulating materials.

This consolidated version of IEC 61628-2 consists of the first edition (1998) [documents
15C/992/FDIS and 15C/1008/RVD] and its amendment 1 (2007) [documents 15/293/CDV and
15/340/RVC].

The technical content is therefore identical to the base edition and its amendment(s) and has
been prepared for user convenience.

It bears the edition number 1.1.

A vertical line in the margin shows where the base publication has been modified by
amendment 1.
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The committee has decided that the contents of the base publication and its amendments will
remain unchanged until the maintenance result date indicated on the IEC web site under
"http://webstore.iec.ch" in the data related to the specific publication. At this date,
the publication will be

* reconfirmed,

* withdrawn,

* replaced by a revised edition, or

« amended.

Documents

Document Sharing Hub

Full document details: IEC 61628-2-2007


http://www.avadocuments.com/doc/iec-61628-2-2007
http://www.avadocuments.com/doc/iec-61628-2-2007

61628-2 © IEC:1998+A1:2007 -5-

INTRODUCTION

This part of IEC 61628 is one of a series which deals with corrugated pressboard and
presspaper for electrical purposes.

This series consists of three parts:
— |IEC 61628-1:1997, Corrugated pressboard and presspaper for electrical purposes — Part 1:
Definitions, designations and general requirements

— |EC 61628-2:1998, Corrugated pressboard and presspaper for electrical purposes — Part 2:
Methods of test

— |EC 61628-3,— Corrugated pressboard and presspaper for electrical purposes — Part 3:
Specification for individual materials (under consideration)
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CORRUGATED PRESSBOARD AND PRESSPAPER
FOR ELECTRICAL PURPOSES -

Part 2: Methods of test

1 Scope

This part of IEC 61628 gives methods of test applicable for the materials classified in
IEC 61628-1.

2 Normative reference

The following referenced documents are indispensable for the application of this document. For
dated references, only the edition cited applies. For undated references, the latest edition of
the referenced document (including any amendments) applies.

IEC 60641-2:2004, Pressboard and presspaper for electrical purposes — Part 2: Methods of
test

3 General note on tests

It is recommended to use a high-speed band saw with a cut width less than 1 mm to make the
test specimens. The burrs made by cutting should be carefully removed.

Unless otherwise specified, the test specimens after being cut, shall be conditioned according
to IEC 60641-2.

4 Type and dimension of corrugation

The shape and type of corrugation are defined by wavelength, maximum amplitude, the length
of horizontal parts, angle of slope and the board thickness out of which the corrugated material
is made (see figures 1a and 1b).

The following tests are made on the material as received.

4.1 Wavelength
411 Procedure

Cut at least three test samples, each test sample having a length greater than three complete
wavelengths.

With a pencil, mark the starting line of the first wavelength and the end line of the last
wavelength (minimum three wavelengths).

(The best starting and end line of a wavelength is the line of maximum amplitude for a sine
type corrugation and the centre of a horizontal part in an angular type corrugation.)

Lay the test sample on a flat surface with no strain applied.
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Measure with a ruler (precise to 0,5 mm) the distance between the pencil lines.
Divide the measured value by the number of wavelengths between the lines.

4.1.2 Results

Report the mean, minimum and maximum values of the measurements.

4.2 Amplitude
4.2.1 Procedure

Cut at least nine specimens, each being (100 £ 10) mm wide, and one-and-a-half to two
wavelengths in length, so that two full bottom peaks are included.

Lay the test specimens on a flat surface with no strain applied.

With a gauge (precise to 0,1 mm), measure the distance between the highest point and the
lowest point.

4.2.2 Results

Report the mean, minimum and maximum values of the measurements.

4.3 Length of horizontal parts of corrugation

4.3.1 Procedure

On at least three different corrugations, mark with a pencil the vertical projections of the
theoretical points where the oblique parts of the corrugation meet the horizontal part. The
pencil marks shall be positioned on a line in the direction of the corrugation wavelength.

Measure the distance between the pencil marks with a calliper precise to 0,1 mm (distance E in
figure 1b).

Repeat the measurements at the opposite side of the sheet to measure the distance D in
figure 1b.

Because D and E may be intentionally different, both measurements shall be reported.

4.3.2 Results

Report for D and E the mean, minimum and maximum values of the measurements.

4.4 Angle of slope
4.41 Procedure

Cut at least three specimens, each being (100 £ 10) mm wide, and one-and-a-half to two
wavelengths in length, so that two full bottom peaks are included.

Lay the test sample on a flat surface with no strain applied.

With an adequate protractor (precise to 0,5°), measure the two angles « of the central
corrugation.
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4.4.2 Results

Report the mean, minimum and maximum values of the measurements.

4.5 Thickness of board
4.5.1 Procedure

With an external screw type micrometer as described in IEC 60641-2, make at least nine
different measurements of the board thickness with an accuracy of £ 0,01 mm at points where
the corrugation curve is flat, or in the area of the inflection point for a sine type corrugation.

NOTE Measures on the horizontal flat part should be avoided as the board thickness may have been affected by
the direct action of the forming press when mechanical pressure has been used to manufacture the corrugated
material.

4.5.2 Results

Report the mean, minimum and maximum values of the measurements.

5 Moisture content

| Moisture content shall be determined according to IEC 60641-2.

6 Dimensional changes on drying

6.1 Change of amplitude
6.1.1 Procedure (see figure 2)

Cut three specimens (50 £ 5) mm wide and five wavelengths long and condition them
according to IEC 60641-2.

Place the specimens on a flat steel plate the dimensions of which shall exceed the dimensions
of the specimen by at least 50 mm. Place a second flat rigid plate of calibrated thickness T,
50 mm wide and of sufficient length to cover all the corrugations, on top of the specimen. The
weight of this plate shall guarantee that all the corrugations are in flat contact with both top and
bottom plate and shall be defined in the specification sheets of IEC 61628-3.

NOTE The weight of the plate can be adjusted by additional weights added on top of it.

If all the corrugations of any specimen are not in contact with top and bottom plate under this
pre-load, the specimen shall be discarded.

The amplitude of the corrugation of the specimen is measured by means of a gauge precise to
0,1 mm with a semi-spherical sensor in the following way:

— lower the sensor of the gauge on to the bottom steel plate and adjust the pointer to zero;

— set the sensor on the top plate and read the measured values at three different points near
the centre of the plate and form the mean of these three measures.

Record this value as value B for each specimen.

Remove and dry the test specimens in a ventilated oven at 105 °C + 5 K for (48 + 1) h. After
cooling at room temperature in a desiccator, repeat the measurements as above.

Record for each specimen the new value as C.
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