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INTERNATIONAL ELECTROTECHNICAL COMMISSION

ELECTRICAL INSULATION SYSTEMS -
THERMAL EVALUATION OF MODIFICATIONS TO
AN ESTABLISHED ELECTRICAL INSULATION SYSTEM (EIS) -

Part-2: Form-wound EIS

FOREWORD

1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comprising
all national electrotechnical committees (IEC National Committees). The object of IEC is to promote
international co-operation on all questions concerning standardization in the electrical and electronic fields. To
this end and in addition to other activities, IEC publishes International Standards, Technical Specifications,
Technical Reports, Publicly Available Specifications (PAS) and Guides (hereafter referred to as “IEC
Publication(s)”). Their preparation is entrusted to technical committees; any IEC National Committee interested
in the subject dealt with may participate in this preparatory work. International, governmental and non-
governmental organizations liaising with the IEC also participate in this preparation. IEC collaborates closely
with the International Organization for Standardization (ISO) in accordance with conditions determined by
agreement between the two organizations.

2) The formal decisions or agreements of IEC on technical matters express, as nearly as possible, an international
consensus of opinion on the relevant subjects since each technical committee has representation from all
interested IEC National Committees.

3) IEC Publications have the form of recommendations for international use and are accepted by IEC National
Committees in that sense. While all reasonable efforts are made to ensure that the technical content of IEC
Publications is accurate, IEC cannot be held responsible for the way in which they are used or for any
misinterpretation by any end user.

4) In order to promote international uniformity, IEC National Committees undertake to apply IEC Publications
transparently to the maximum extent possible in their national and regional publications. Any divergence
between any IEC Publication and the corresponding national or regional publication shall be clearly indicated in
the latter.

5) IEC itself does not provide any attestation of conformity. Independent certification bodies provide conformity
assessment services and, in some areas, access to IEC marks of conformity. IEC is not responsible for any
services carried out by independent certification bodies.

6) All users should ensure that they have the latest edition of this publication.

7) No liability shall attach to IEC or its directors, employees, servants or agents including individual experts and
members of its technical committees and IEC National Committees for any personal injury, property damage or
other damage of any nature whatsoever, whether direct or indirect, or for costs (including legal fees) and
expenses arising out of the publication, use of, or reliance upon, this IEC Publication or any other IEC
Publications.

8) Attention is drawn to the Normative references cited in this publication. Use of the referenced publications is
indispensable for the correct application of this publication.

9) Attention is drawn to the possibility that some of the elements of this IEC Publication may be the subject of
patent rights. IEC shall not be held responsible for identifying any or all such patent rights.

International Standard IEC 61858-2 has been prepared by IEC technical committee 112:
Evaluation and qualification of electrical insulating materials and systems.

The text of this standard is based on the following documents:

CDV Report on voting
112/253/CDV 112/274/RVC

Full information on the voting for the approval of this standard can be found in the report on
voting indicated in the above table.

This publication has been drafted in accordance with the ISO/IEC Directives, Part 2.
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A list of all parts in the IEC 61858 series, published under the general title Electrical
insulation systems — Thermal evaluation of modifications to an established insulation system
(EIS), can be found on the IEC website.

The committee has decided that the contents of this publication will remain unchanged until
the stability date indicated on the IEC web site under "http://webstore.iec.ch" in the data
related to the specific publication. At this date, the publication will be

e reconfirmed,
e withdrawn,
e replaced by a revised edition, or

e amended.

IMPORTANT - The 'colour inside’' logo on the cover page of this publication indicates
that it contains colours which are considered to be useful for the correct
understanding of its contents. Users should therefore print this document using a
colour printer.
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INTRODUCTION

This International Standard describes procedures for the evaluation of changes to an
established electrical insulation system (EIS) for form-wound electro technical devices and
the effect of these changes on the thermal classification of the established EIS.

This Part 2 of IEC 61858 is for form-wound EIS. Part 1 of IEC 61858 addresses modifications
of wire-wound EIS.

General principles for evaluation and qualification of EIS can be found in IEC 60505. Unless
the procedures of this standard indicate otherwise, the principles of IEC 60505 should be
followed.
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ELECTRICAL INSULATION SYSTEMS -
THERMAL EVALUATION OF MODIFICATIONS TO
AN ESTABLISHED ELECTRICAL INSULATION SYSTEM (EIS) -

Part-2: Form-wound EIS

1 Scope

This part of IEC 61858 lists the required test procedures for qualification of modifications of
an established electrical insulation system (EIS) with respect to its thermal classification. This
standard is applicable to EIS used in form-wound electrotechnical devices. The test
procedures are comparative in that the performance of a candidate EIS is compared to that of
a reference EIS, which has proven service experience in accordance with IEC 60505 or has
been evaluated by one of the procedures given in IEC 60085 and IEC 60034-18-31.

2 Normative references

The following documents, in whole or in part, are normatively referenced in this document and
are indispensable for its application. For dated references, only the edition cited applies. For
undated references, the Ilatest edition of the referenced document (including any
amendments) applies.

IEC 60085:2007, Electrical insulation — Thermal evaluation and designation

IEC 60034-18-31:2012, Rotating electrical machines — Part 18-31: Functional evaluation of
insulation systems — Test procedures for form-wound windings — Thermal evaluation and
classification of insulation systems used in rotating machines

IEC 60216-5, Electrical insulating materials — Thermal endurance properties — Part 5:
Determination of relative thermal endurance index (RTE) of an insulating material

IEC 60216-6, Electrical insulating materials — Thermal endurance properties — Part 6:
Determination of thermal endurance indices (Tl and RTI) of an insulating material using the
fixed time frame method

IEC 60317 (all parts), Specifications for particular types of winding wires

IEC 60317-16, Specifications for particular types of winding wires — Part 16: Polyester
enamelled rectangular copper wire, class 155
(withdrawn)1

IEC 60317-17, Specifications for particular types of winding wires — Part 17: Polyvinyl acetal
enamelled rectangular copper wire, class 105

IEC 60317-18, Specifications for particular types of winding wires — Part 18: Polyvinyl acetal
enamelled rectangular copper wire, class 120

IEC 60317-27, Specifications for particular types of winding wires — Part 27: Paper tape

covered rectangular copper wire

1 Withdrawn in 2012. Documents
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IEC 60317-28, Specifications for particular types of winding wires — Part 28: Polyesterimide
enamelled rectangular copper wire, class 180

IEC 60317-29, Specifications for particular types of winding wires — Part 29: Polyester or
polyesterimide overcoated with polyamide-imide enamelled rectangular copper wire, class 200

IEC 60317-30, Specifications for particular types of winding wires — Part 30: Polyimide
enamelled rectangular copper wire, class 220
(withdrawn)2

IEC 60317-31, Specifications for particular types of winding wires — Part 31: Glass-fibre
wound, polyester or polyesterimide varnish-trated, bare or enamelled rectangular copper wire,
temperature index 180

IEC 60317-32, Specifications for particular types of winding wires — Part 32: Glass-fibre
wound resin or varnish impregnated, bare or enamelled rectangular copper wire, temperature
index 155

IEC 60317-33, Specifications for particular types of winding wires — Part 33: Glass-fibre
wound resin or varnish impregnated, bare or enamelled rectangular copper wire, temperature
index 200

IEC 60317-39, Specifications for particular types of winding wires — Part 39: Glass-fibre
braided, polyester or polyesterimide varnish-treated, bare or enamelled rectangular copper
wire, temperature index 180

IEC 60317-40, Specifications for particular types of winding wires — Part 40: Glass-fibre
braided, silicone varnish-tratead, bare or enamelled rectangular copper wire, temperature
index 200

IEC 60317-44, Specifications for particular types of winding wires — Part 44: Aromatic
polyimide tape wrapped rectangular copper wire, class 240

IEC 60317-47, Specifications for particular types of winding wires — Part 47: Aromatic
polyimide enamelled rectangular copper wire, class 240

IEC 60317-53, Specifications for particular types of winding wires — Part 53: Aromatic
polyamide (aramid) tape wrapped rectangular copper wire, temperature index 220

IEC 60317-58, Specifications for particular types of winding wires — Part 58: Polyamide-imide
enamelled rectangular copper wire, class 220

IEC 60505, Evaluation and qualification of electrical insulation systems

3 Terms and definitions
For the purposes of this document, the following terms and definitions apply.

3.1

enamelled winding wire

insulated conductors, round or shaped, where the insulation is applied in a liquid form and
applied to the conductor, made in accordance with the IEC 60317 series

2 Withdrawn in 2009. Documents
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3.2

wrapped insulated winding wire

insulated conductor, round or shaped, where the insulation is applied as a tape, with or
without an adhesive, made from a film or a paper and applied to the conductor, made in
accordance with the IEC 60317 series

3.3

random wire-wound coils

coils for use in an electrotechnical device made with enamelled winding wire without concern
for the location of the turns

3.4

precision wire-wound coils

coils for use in an electrotechnical device made with enamelled winding wire or sheet
conductor and insulation with each turn positioned in a specific and successive way

3.5
form-wound coils
rectangular wire formed to a coil for use in an electrotechnical device

Note 1 to entry: Usually made with an insulated conductor this may be enamelled, fibrous wrapped or enamelled
with fibrous wrapping. Afterwards the coil is wound it receives multiple layers of tape wrapped insulation and is
vacuum- or vacuum-pressure impregnated with a resin, or wrapped with sufficient layers of a pre-impregnated B-
stage tape and processed using resin-rich method.

3.6

wire-wound electrical insulation system

EIS evaluated with the wire wound coils that are either random or precision wound; not form
wound coils

3.7
wire-wound winding electrotechnical device
electrotechnical device designed utilizing a wire-wound EIS

3.8

electrical insulation system

EIS

insulating structure containing one or more electrical insulating materials (EIM) together with
associated conducting parts employed in an electrotechnical device

3.9

electrical insulating material

EIM

material with negligibly low electric conductivity, used to separate conducting parts at different
electrical potentials

3.10
candidate EIS
EIS under evaluation concerning its thermal endurance for service capability

3.1

reference EIS

established EIS evaluated on the basis of either a known service experience record or a
known comparative functional evaluation

3.12

EIS assessed thermal endurance index

EIS ATE

numerical value of temperature in degrees Celsius for the reference EIS as dﬂﬁéﬂi‘ﬁents

known service experience or a known comparative functional evaluation ]
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3.13

EIS relative thermal endurance index

EIS RTE

numerical value of the temperature in degrees Celsius of the candidate EIS which is relative
to the known EIS ATE of a reference EIS, when both EIS are subjected to the same ageing
and diagnostic procedures in a comparative test

4 General considerations

This standard provides relatively low cost and short-time methods by which the user can

make modifications to an established EIS by evaluating

a) the impact on the thermal life of the EIS if the thickness of an EIM is changed,

b) the compatibility, under thermal stress, of a substituted EIM,

c) the compatibility, under thermal stress, of other components used in intimate contact with
an established EIS.

EIM thermal indices (ATE/RTE) can be established by testing in accordance with IEC 60216-5
or IEC 60216-6. According to IEC 60505, an EIS may be constructed with EIMs having
different thermal indices. The thermal class of the EIS is established through testing and may
be higher or lower than any of the individual components.

There may be more than one EIS in a particular apparatus. These EIS may have different
thermal classes.
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Established EIS per IEC 60034-18-31

or IEC 60505
EIM modification of established EIS Evaluation of additions to
\ established EIS (8)
Change of _ Addition of Addition
thickr?ess Substitution of EIM component impregnating resin/ of other
(5) \ varnish components
:;?;?\,gar}?,t,g}? Phase or Ground Winding
@) Insulation(5) Wire (6)
\ \
Substitution Substitution
allowed? allowed? (6.1)
Yes No Yes No
Test per Clause 10
Single temperature Acceptable
aging test (Clause 9) results?
Yes No
Acceptable
results? Can use in
EIS
No Yes
Modified EIS is acceptable
Test as new EIS according to IEC 60034-18-31
IEC 0519/14

Key
Single temperature EIS evaluation

No testing required

il

Full thermal aging EIS evaluation

Figure 1 — Overview of evaluation methods

NOTE Figure 1 provides guidance in selecting the proper clauses for evaluation of modifications to an established
form-wound EIS. Figure 1 serves as an overview for Clauses 5 to 8; Clauses 5 to 8 present details one category at
a time.

In Figures 2, 3, and 4, the following letters represent a test procedure as indicated below:
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e A = Procedure A: no testing required;

e B = Procedure B: sealed tube compatibility test (only utilized in IEC 61858-1);
e C = Procedure C: single-point thermal aging test (Clause 9);

e D = Procedure D: full thermal aging test (Clause 10).

5 Substitution of phase insulation and/or ground insulation

Generically
identical (5.1.1)

Yes No

C D

IEC 0520/14

Figure 2 — Substitution of phase and ground insulation

5.1 Generically identical

"Generically identical" refers to both chemical and physical properties of the original and
alternate materials. The alternate material shall have equal or better mechanical and
electrical performance in regards to the thermal endurance.

Based on application of other properties, e.g. water permeability or process ability, these are
critical to the performance of the system and should be considered prior to substitution.

Basic chemical composition and physical identity can be established by analytical data based
on appropriate spectroscopic analysis such as IR complimented with thermogravimetric,
differential thermal analysis (DTA) and absorption analysis. The specific tests should be
agreed upon by the interested parties.

Substitution of generically identical EIMs is allowed if it meets the criteria of Clause 9.

5.2  Substitution or addition of selected components and additives

Substitution or addition of select additives (e.g. colorants, fillers, etc.) in an EIM may be
allowed with reduced or no additional testing if agreed upon by all interested parties.

An EIM evaluated as part of the established EIS, used in combination with another EIM or
other component, may be used based upon acceptable results when tested in accordance
with Clause 9. The thickness of the established EIM shall not be less than that which was
evaluated in the established EIS.

5.3 Reduction of thickness

An EIM in the established EIS can be used at a reduced thickness if it is successfully
evaluated in accordance with Clause 9.

If none of the above conditions are met, full thermal aging in accordance with Clause 10 shall

be conducted.
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6 Substitution of winding wire

- 12 -

Same chemical composition of
coating and equal or greater thermal
endurance rating (6.1 a)

Yes

No

Same chemical composition

coating with equal or greater

thermal class rating but corners are
a different shape or radius (6.1 b)

No

Figure 3 — Substitution of winding wire

6.1 Winding wire

Yes

C

A 4

D

61858-2 © IEC:2014

IEC 0521/14

Substitution of a winding wire evaluated in the established EIS can be made without additional

testing when one or more of the following conditions have been met:

a) the winding wire conforms to an IEC 60317 specification having the same chemical
composition, according to the Annex A groupings, as the winding wire evaluated in the
established EIS and has an equal or higher thermal class with an equal build;

and

b) the conductor is of a different size or shape, but the radius of the corners are the equal.

Tested with copper
(6.4)

Tested with
aluminium (6.4)

rating

The insulation on the substitute aluminium
conductor has the same chemical
composition and the same or better thermal

The insulation on the substitute copper
conductor has the same chemical
composition and the same or better thermal

rating

Yes

No

Figure 4 — Substitution of conductor material
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6.2 Substitution of conductor material

An established EIS, which has been evaluated with copper as the conductor, may use either
copper or aluminium conductor.

An established EIS, which has been evaluated with aluminium as the conductor, may use
either aluminium or copper conductor, provided the thermal performance of the substitute
winding wire has been established to be equal to or better than the winding wire evaluated.

6.3 Alternate winding wire
Winding wires that do not meet the criteria in 6.1 or 6.2 shall be evaluated in accordance with
case D of IEC 60034-18-31:2012.

7 Substitution of impregnating resin/varnish

Substitution of impregnating resin/varnish is allowed if it meets the criteria of Clause 9.

8 Evaluation of additions

Any potential additions to the EIS tested in accordance with IEC 60034-18-31, shall meet the
criteria of Clause 9.

9 Procedure C - Single-point thermal ageing test

9.1 Test objects

Representative test objects of the established EIS (reference EIS) and the candidate EIS shall
be constructed and tested in accordance with IEC 60034-18-31 with the following exceptions:
a) the reference and candidate EIS shall be concurrently tested at the same temperature;

b) the ageing temperature shall be selected from the full thermal ageing program of the
established EIS to give an expected test life of between 1 000 h to 2 000 h;

¢) when an EIM, evaluated in the established EIS with multiple EIM, is no longer available,
the reference test objects shall be constructed with all remaining materials.

9.2 Establishing the EIS relative thermal endurance index (EIS RTE)
The RTE of the candidate EIS shall be established by comparing the original regression slope

of the reference EIS with the time—temperature data point for the candidate EIS. The
comparison shall be made using the correlation time established according to:

Correlation time
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