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INTERNATIONAL ELECTROTECHNICAL COMMISSION 
____________ 

 
SEMICONDUCTOR DEVICES –  

MICRO-ELECTROMECHANICAL DEVICES –  
 

Part 18: Bend testing methods of thin film materials 
 

FOREWORD 
1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comprising 

all national electrotechnical committees (IEC National Committees). The object of IEC is to promote 
international co-operation on all questions concerning standardization in the electrical and electronic fields. To 
this end and in addition to other activities, IEC publishes International Standards, Technical Specifications, 
Technical Reports, Publicly Available Specifications (PAS) and Guides (hereafter referred to as “IEC 
Publication(s)”). Their preparation is entrusted to technical committees; any IEC National Committee interested 
in the subject dealt with may participate in this preparatory work. International, governmental and non-
governmental organizations liaising with the IEC also participate in this preparation. IEC collaborates closely 
with the International Organization for Standardization (ISO) in accordance with conditions determined by 
agreement between the two organizations. 

2) The formal decisions or agreements of IEC on technical matters express, as nearly as possible, an international 
consensus of opinion on the relevant subjects since each technical committee has representation from all 
interested IEC National Committees.  

3) IEC Publications have the form of recommendations for international use and are accepted by IEC National 
Committees in that sense. While all reasonable efforts are made to ensure that the technical content of IEC 
Publications is accurate, IEC cannot be held responsible for the way in which they are used or for any 
misinterpretation by any end user. 

4) In order to promote international uniformity, IEC National Committees undertake to apply IEC Publications 
transparently to the maximum extent possible in their national and regional publications. Any divergence 
between any IEC Publication and the corresponding national or regional publication shall be clearly indicated in 
the latter. 

5) IEC itself does not provide any attestation of conformity. Independent certification bodies provide conformity 
assessment services and, in some areas, access to IEC marks of conformity. IEC is not responsible for any 
services carried out by independent certification bodies. 

6) All users should ensure that they have the latest edition of this publication. 

7) No liability shall attach to IEC or its directors, employees, servants or agents including individual experts and 
members of its technical committees and IEC National Committees for any personal injury, property damage or 
other damage of any nature whatsoever, whether direct or indirect, or for costs (including legal fees) and 
expenses arising out of the publication, use of, or reliance upon, this IEC Publication or any other IEC 
Publications.  

8) Attention is drawn to the Normative references cited in this publication. Use of the referenced publications is 
indispensable for the correct application of this publication. 

9) Attention is drawn to the possibility that some of the elements of this IEC Publication may be the subject of 
patent rights. IEC shall not be held responsible for identifying any or all such patent rights. 

International Standard IEC 62047-18 has been prepared by subcommittee 47F: Micro-
electromechanical systems, of IEC technical committee 47: Semiconductor devices. 

The text of this standard is based on the following documents: 

FDIS Report on voting 

47F/155/FDIS 47F/162/RVD 

 
Full information on the voting for the approval of this standard can be found in the report on 
voting indicated in the above table. 

This publication has been drafted in accordance with the ISO/IEC Directives, Part 2. 

A list of all parts in the IEC 62047 series, published under the general title Semiconductor 
devices – Micro-electromechanical devices, can be found on the IEC website. 
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The committee has decided that the contents of this publication will remain unchanged until 
the stability date indicated on the IEC web site under "http://webstore.iec.ch" in the data 
related to the specific publication. At this date, the publication will be 

• reconfirmed, 
• withdrawn, 
• replaced by a revised edition, or 
• amended. 

 

IMPORTANT – The 'colour inside' logo on the cover page of this publication indicates 
that it contains colours which are considered to be useful for the correct 
understanding of its contents. Users should therefore print this document using a 
colour printer. 
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SEMICONDUCTOR DEVICES –  
MICRO-ELECTROMECHANICAL DEVICES –  

 
Part 18: Bend testing methods of thin film materials 

 
 
 

1 Scope 

This part of IEC 62047 specifies the method for bend testing of thin film materials with a 
length and width under 1 mm and a thickness in the range between 0,1 µm and 10 µm. Thin 
films are used as main structural materials for Micro-electromechanical Systems (abbreviated 
as MEMS in this document) and micromachines. 

The main structural materials for MEMS, micromachines, etc., have special features, such as 
a few micron meter size, material fabrication by deposition, photolithography, and/ or non-
mechanical machining test piece. This International Standard specifies the bend testing and 
test piece shape for micro-sized smooth cantilever type test pieces, which enables a 
guarantee of accuracy corresponding to the special features. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and 
are indispensable for its application. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any 
amendments) applies. 

IEC 62047-6:2009, Semiconductor devices – Micro-electromechanical devices – Part 6: Axial 
fatigue testing methods of thin film materials 
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3 Symbols and designations 

Symbols and corresponding designations are given in Table 1. 

Table 1 – Symbols and designation of test piece 

Symbol Unit Designation 

W µm Width of test piece 

L µm Length of test piece 

S µm Thickness of test piece 

LPA 

LPB, LPC 
µm  Distance between loading point, A, B or C, and root of the test piece 

respectively 

P µN Force 

δ µm Displacement  

IZ (µm)4 Moment of inertia of area 

E MPa Elastic modulus of cantilever material 

 

Figure 1 below shows a typical shape of cantilever beam test piece. 
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Figure 1 – Schematically shown test piece with substrate 

4 Test piece 

4.1 Design of test piece 

The test pieces are of a shape of cantilever beam as shown in Figure 1 and the shape of their 
cross-section shall be simple , in order to facilitate calculation of the moment of inertia of area. 
The shape of the cross-section of the test piece should be simple, for example rectangular or 
trapezoid. The relation between test piece length (L) of the parallel part of the test piece, the 
width (W) and thickness (S) should be 10 > L/W > 5 and 100 > L/S > 10. 

The fixed end of the test piece shall be placed within a substrate as shown in Figure 1. 
Contact point of the test piece with substrate is important to avoid plastic deformation and/or 
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fracture at the contact point of test piece root and substrate because of stress concentration 
(see Annex A). When a different shape of test piece is used which elastic deformation 
behavior does not follow Equation (1), the different shape of test piece and the equation in 
place of Equation (1) shall be recorded. 

In order to minimize the influence of size, the size of test piece should have the same order 
as that of the objective device component. 

4.2 Preparation of test piece 

The test piece should be fabricated using the same process as when the thin film is applied to 
actual devices, because the mechanical properties depend on the fabrication processes. The 
test piece also shall be fabricated following the procedures specified in IEC 62047-6:2009, 
Clause 4.2 Preparation of test piece. The substrate removal process should be carefully 
chosen to prevent damaging the supporting part of the substrate (see Annex A) and the 
supporting part of the test piece. 

The thin film, which has internal stress distribution along the thickness, cannot be tested due 
to curling after release from the substrate. 

4.3 Test piece width and thickness 

The width and thickness of each test piece shall be measured, as the film thickness is not 
usually uniform over a wafer. Both the width and thickness through the parallel part of the test 
piece shall be specified within the accuracy range of ± 1 % and ± 5 %. Each test piece should 
be measured directly (see IEC 62047-6:2009, 4.3 Test piece thickness). 

4.4 Storage prior to testing 

In the case of thin films, storage environment can affect the mechanical properties (see 
IEC 62047-6:2009, 4.4 Storage prior to testing). 

5 Testing method 

5.1 General 

The employed testing machine includes features to facilitate displacement, loading and 
positioning, and should be equipped with a measurement system of force and displacement. 

In case of measurement, loading is made on a point of the cantilever beam test piece as 
shown in Figure 2a) and 2b) using a sphere-shaped or a knife-edge shaped loading tool, and 
the positions of loading points (A, B or C) of test pieces as shown in Figure 2a) should be 
recorded with the relation between force (P) and displacement (δ) of the cantilever beam as 
shown in Figure 2c). The loading point location through the parallel part of the test piece shall 
be specified within the accuracy range of ± 1 % of the length of the test piece. The knife edge 
tip radius is 5 µm and the straightness shall be within the accuracy of ± 1 % of the length of 
the test piece. The angle between the knife-edge length direction and the test piece surface 
and the longitudinal direction of the test piece are within 2 ° and 4 ° respectively. These data 
shall be measured and recorded. 
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