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INTERNATIONAL ELECTROTECHNICAL COMMISSION

MECHANICAL STANDARDIZATION OF SEMICONDUCTOR DEVICES -

Part 6-19: Measurement methods of package warpage at elevated
temperature and the maximum permissible warpage

FOREWORD

The International Electrotechnical Commission (IEC) is a worldwide organization for standardi2qtion comprising

this end and in addition to other activities, IEC publishes International Standard
Technical Reports, Publicly Available Specifications (PAS) and Guide F
Publication(s)”). Their preparation is entrusted to technical committees;

agreement between the two organizations.

The formal decisions or agreements of IEC on technical mat
consensus of opinion on the relevant subjects since eac
interested IEC National Committees.

4) In order to promote international uniformit P
transparently to the maxim al and regional publications. Any divergence
between any IEC Publicatiot regional publication shall be clearly indicated in
the latter.
5) IEC provides no markipg™Nprocedure to indicate_its~approval and cannot be rendered responsible for any
equipment declared to be in onfqrimjity with an IEC\Rublication.
6) All users should dition of this publication.
7) mployees, servants or agents including individual experts and
S National Committees for any personal injury, property damage or
whether direct or indirect, or for costs (including legal fees) and
use of, or reliance upon, this IEC Publication or any other IEC
8) ormative references cited in this publication. Use of the referenced publications is
9) drawh to\the~peSsibility that some of the elements of this IEC Publication may be the subject of
ot be held responsible for identifying any or all such patent rights.
A PAS is a technical specification not fulfilling the requirements for a standard but made

available to the public.

IEC-PAS 60191-6-19 was submitted by the JEITA (Japan Electronics and Information
Technology Industries Association) and has been processed by IEC subcommittee SC47D:
Mechanical standardization for semiconductor devices.

The text of this PAS is based on This PAS was approved for
the following documents publication by the P-members of the
committee concerned as indicated in
the following document:

Draft PAS Report on voting
47D/691/NP 47D/707/RVN

Following publication of this PAS, which is a pre-standard publication, the technical committee

or subcommittee concerned will transform it into an International Standard.

Full document details: IEC PAS 60191-6-19 2008
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This PAS shall remain valid for an initial maximum period of three years starting from the
publication date. The validity may be extended for a single three-year period, following which
it shall be revised to become another type of normative document or shall be withdrawn.

@%
S
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MECHANICAL STANDARDIZATION OF SEMICONDUCTOR DEVICES -
Part 6-19: Measurement methods of package warpage at elevated
temperature and the maximum permissible warpage
1 Scope

This PAS stipulates the package warpage criteria and the package warpage measurement
methods at elevated temperature for BGA, FBGA, and FLGA

2 Normative references

The following referenced documents are indispensable for the apf
For dated references, only the edition cited applies. For undated
of the referenced document applies.

JEITA EDR-4701/301, Resistance to soldering heat for surfac

3 Terms and definitions

For the purposes of this document, the following pitions apply.
3.1
measuring zone

area to be measured to d

NOTE 1 For the packages/ whosg, st Y an 0,1 mm, such as BGA and FBGA, the measuring

zone is the area where termi a is bordered by the lines connecting the centers of the
outermost neighbori a/dep balls (see
their area is also consideres

Figure 2). If there are thermal balls at the package centre,
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Figure 2 — Measuring zone of BGA and FBGA perimeter layout
with 4 rows and 4 columns

Documents

Document Sharing Hub

Full document details: IEC PAS 60191-6-19 2008


http://www.avadocuments.com/doc/iec-pas-60191-6-19-2008
http://www.avadocuments.com/doc/iec-pas-60191-6-19-2008

