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INTERNATIONAL ELECTROTECHNICAL COMMISSION

ELECTROTECHNICAL PRODUCTS -
DETERMINATION OF RESTRICTED SUBSTANCES -
SAMPLING PROCEDURE - GUIDELINES

FOREWORD

1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comprising
all national electrotechnical committees (IEC National Committees). The object of IEC is to promote
international co-operation on all questions concerning standardization in the electrical and electronic fields. To
this end and in addition to other activities, IEC publishes International Standards,
Technical Reports, Publicly Available Specifications (PAS) and Guides (hergafte
Publication(s)”). Their preparation is entrusted to technical committees; any IECA

to as “IEC
e interested

in the subject dealt with may participate in this preparatory work. and non-
governmental organizations liaising with the IEC also participate in this prepa closely
with the International Organization for Standardization (ISO) in accordénce rmined by
agreement between the two organizations.

2) The formal decisions or agreements of IEC on technical matters exp, sible, an international
consensus of opinion on the relevant subjects since each technica as representation from all
interested IEC National Committees.

3) IEC Publications have the form of recommendations for interna se and_are accepted by IEC National
Committees in that sense. While all reasonable efforts are\made fo ensuxe that\thfe technical content of IEC
Publications is accurate hich they are used or for any
misinterpretation by any end user

4) In order to promote international uniformi ationa\ Comrmgittees updertake to apply IEC Publications
transparently to the maximum extent possible in\the \ gional publications. Any divergence
between any IEC Publication and the correspo {ional orxegional publication shall be clearly indicated in
the latter.

7) No liability shall attach [to 3 , servants or agents including individual experts and
members of its i itt atloal Committees for any personal injury, property damage or
other damage Q@ < hetherdirect or indirect, or for costs (including legal fees) and
expenses arising o] e_of, or reliance upon, this IEC Publication or any other IEC

Publications.

9) Attention is draw ibility that some of the elements of this IEC Publication may be the subject of
patent rights, | responsible for identifying any or all such patent rights.

A Publts cification (PAS) is a technical specification not fulfilling the

requiremen d, but made available to the public

IEC-PAS 62596 has been processed by IEC technical committee 111: Environmental
standardization for electrotechnical products and systems.

The text of this PAS is based on the This PAS was approved for
following document: publication by the P-members of the
committee concerned as indicated in
the following document

Draft PAS Report on voting
111/112/PAS 111/126/RVD

Following publication of this PAS, which is a pre-standard publication, the technical committee
or subcommittee concerned may transform it into an International Standard.

This PAS shall remain valid for an initial maximum period of 3 years starting from the

publication date. The validity may be extended for a single 3-year period, following which it

shall be revised to become another type of normative document, or shall be withdrawn.
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INTRODUCTION

In the electrotechnical industry, much emphasis has been placed on minimizing the
environmental burden of its products. Waste handling, recycling, chemicals and energy
consumption are covered by regulations. Specifically, the use of materials containing lead
(Pb), mercury (Hg), cadmium (Cd) and hexavalent chromium (Cr VI), as well as two types of
brominated flame retardants (polybrominated biphenyls, PBBs, and polybrominated diphenyl
ethers, PBDESs) in electrotechnical equipment is restricted in current and proposed regional
legislation.

To demonstrate compliance with these requirements, it may be necessary to analyse
electrotechnical products for a variety of reasons:

e to supplement supply chain material declarations (companies may ghoosg est products

directly to determine compliance);

e companies may require their suppliers to perform ana
declarations;

e companies may perform "spot checks" of their supplier

e enforcement authorities may perform testing as parto

IEC 62321 already provides test methods for the d gulated substances in
electrotechnical products. However, the preparato hefore the analysis are critically
important in obtaining accurate, reprodusj . Pri this PAS, there was virtually no
guidance or consensus as to how electrotes be sampled.

on how electrotechnical
determine the levels of reg

knowledge of th i S remove the need for sampling and testing; for
example, flame retafd S metals. Furthermore, analytical test reports and
material declaration sed to demonstrate that the levels of restricted
substances are b
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ELECTROTECHNICAL PRODUCTS -
DETERMINATION OF RESTRICTED SUBSTANCES -
SAMPLING PROCEDURE - GUIDELINES

1 Scope

This PAS provides general sampling guidelines and strategies of sampling for electrotechnical
products, electronic assemblies, electronic components. In order to obtain samples that can
be used for analytical testing to determine the levels of restricted substances as described in
the test methods of IEC 62321. Restrictions for substances will vary hetween geographic
regions and from time to time. This PAS describes a generic process fg npling of any
substance which could be restricted.

This PAS does not provide:

3 FuII guidance on each and every product that could

component.

e Analysis procedures to measure the level
other standards (for example th
standard" in this PAS.

in a product, althoug
this PAS.

e Safe disass@v
products (e.g\Hg

CRTs or the safs

of the referensed documeént (including any amendments) applies.

IEC 62321, Electrotechnical products — Determination of levels of six restricted substances
(lead, mercury, cadmium, hexavalent chromium, polybrominated biphenyls, polybrominated
diphenyl ethers)

3 Terms, definitions and abbreviations

3.1 Terms and definitions

For the purpose of this document, the following terms and definitions apply.

NOTE As this PAS is closely related to IEC 62321, terms and definitions from that standard have not been
duplicated here.

Documents
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3.11

electronic assembly

group of components, at least one of which is an electronic device, but in which individual
parts may be replaced without damage to the assembly

[Definition H.2.5.9, IEC 60730-1:1999]

EXAMPLE Group of components mounted on a printed wiring board.

3.1.2

electronic components
electrical or electronic devices that are not subject to disassembly without destruction or
impairment of design use. They are sometimes called electronic parts, or p

[Definition 3.1.5, IEC 62239:2008]

EXAMPLE Resistors, capacitors, diodes, integrated circuits, hybrids, applie circuits,

wound components and relays.

3.1.3

composite testing
testing two or more materials as a single sample
necessary

3.1.3
electronics

3.14
field replaceable unit
FRU

part, component or

ordinary tools
NOTE "Easily remov;"

and only without irreversip

process of\laking apart.an/electrotechnical product; possibly using simple hand tools such as
pliers and wrenches

NOTE A disassembled unit can, in theory, be re-assembled and be made operational.

3.1.6

disjointment

process of, in principle, separating the materials by mechanical actions such as: unscrewing,
cutting, grinding, scratching and abrasive processes

NOTE A disjointed part or assembly cannot be re-assembled into an operational unit.

3.1.7
homogeneous material
material that cannot be mechanically disjoined into different materials

NOTE 1 The term "homogeneous" means "of uniform composition throughout". Examples of "homogeneous
materials" are individual types of: plastics, ceramics, glass, metals, alloys, paper, board, resins and coatings.

NOTE 2 The term "mechanically disjointed" means that the materials can, in principle, be ﬁparated b
mechanical actions such as: unscrewing, cutting, crushing, grinding and abrasive processes Ocurﬁents
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3.1.8

infinite thickness

critical thickness

thickness of the specimen which, if increased, yields no increase in intensity of X-rays
measured from the sample due to their absorption by the sample matrix. This thickness varies
with the energy of X-rays

3.1.9

sampling
process of selecting a representative part or section of a product (any electrotechnical device)
for the purpose of determining by means of analysis the concentrations of restricted
substances present. Sampling can be carried out by selecting a section on an object or by
disassembly and disjointment

NOTE Representative part or section could be the lead-frame of an integrated cirg jacket of an

electrical wire.

3.1.10
screening

criterion for this decision

NOTE If the screening method produces values that are n¢
actions may be necessary to make a final presg Ce

3.2 Abbreviations

AAS

ABS

AFS

ASTM

BGA

CV-AAS

CRT

DIP

DVD

ED XRFE

EDX

FRU

GC-MS Gas chromatography — mass spectrometry

GLP Good laboratory practice

HPLC-UV High-performance liquid chromatography — Ultraviolet
IC Integrated circuit

ICP-OES Inductively coupled plasma optical emission spectrometry
ICP-MS Inductively coupled plasma mass spectrometry

MDL Minimum detection level

LCD Liquid crystal display

MQCA Minimal quantity for chemical analysis

OEM Original equipment manufacturer

PAS Publicly Available Specification

PBB Polybrominated biphenyl Documents

Document Sharing Hub

Full document details: IEC PAS 62596 2009


http://www.avadocuments.com/doc/iec-pas-62596-2009
http://www.avadocuments.com/doc/iec-pas-62596-2009

PAS 62596 © IEC:2009(E) -9-

PBDE Polybrominated diphenyl ether
PC Polycarbonate

PDA Personal digital assistant
PE-HD High-density polyethylene
PS-HI High-impact polystyrene

PVC Polyvinyl chloride

PWB Printed wiring board

QA Quality assurance

SEM-EDX Scanning electron microscopy — energy dispersive XRF

SMD Surface mounted device

TFT Thin film transistor

TV Television

WD XRF Wavelength dispersive X-ray fluorescence
XRF X-ray fluorescence

4 Introduction to sampling

4.1 Introductory remark

Obtaining a sample (i.e. sampling) is i i electrotechnical products for
the presence of restricted substances. 2 y precess of sampling is often as
important as the analytical measurem Y effective sampling strategy requires
a clear understanding of the electrotech easons for the analysis, and the

. business-to-@ S i eJease (e.g. contractual agreement between the
OEM and co e

e compliance with

e forensicl/i 3 wily the product does not satisfy contractual or legal
require i happen, and how many products are affected?).

J ents, industry partners and other stakeholders have their own
requirements, it™ the intention of this PAS to discuss fully all of these differences.
However, awareness of different limits for regulated substances is an important step in
preparing the sampling strategy. This clause highlights the main areas of concern regarding
the requirements for restricted substances.

1. Restricted substances: Not all geographic regions or industrial partners restrict the same
substances. For example, some regions have chosen to restrict the use of only a few
specific PBDE compounds, while others have a broader restriction regarding this class of
flame-retardants. When sampling a product, component etc. it is critical to keep in mind
what are the applicable legal requirements.

2. Allowable limits for restricted substances: Generally speaking, the allowable levels of
most restricted substances are below 1000 mg/kg. Some geographic regions and
industrial partners have limits below 1 000 mg/kg. For some product types, limits for
restricted substance are above 1 000 mg/kg, e.g. lead in copper and aluminum alloys.

3. Application of the allowable level: The manner in which the allowable level of a restricted
substance is applied to an electrotechnical product determines the sampling strategy and

how the test results are interpreted. Many geographic regions apply their a"O‘ﬁH?:'ﬂ}jﬁents
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to "homogeneous materials". In this PAS an “homogeneous material” (3.1.8) is defined as
a material that cannot be mechanically disjointed into different materials. However, the
interpretation of "homogeneous material" is not consistent across the different regions.
Some regions have defined the smallest possible amount of material to be homogeneous
(e.g. bonding wires in semiconductor chips only several microns thick), while other regions
try to apply a more pragmatic approach.

4. Applicable exemptions: Some types of electrotechnical products are exempt from
restricted substances requirements. These exemptions may be based on different
rationales including the scope of the restrictions (e.g. for military purposes), the
application of the material (e.g high melting temperature solder), size of the sample, or the
electrical properties of the product.

4.3 Complexity of electrotechnical products and related challenges,

1.

2. ave complex structures and are
In a typical case, one single
rs, whereas many electrotechnical
products or assembli thotysands of components. This means one
000 to more than 10 000 homogeneous
materials. Often hg lhere too tightly together for a clean separation
in a practic i . perience has shown that the composition often
changes dug j
affected by
made of man
contains thousand
include
illustrated i
3. "Invi . Another complicating factor in sampling and analysis is that

ed sWybstances are not visibly apparent. A component containing a
restrictethsubstance™M6oks and performs in an identical manner to one that is "clean". The
presence orabsence of restricted substances can vary from lot to lot in the manufacturing
process withoutvany readily observable clues. While there are some visible indications
(e.g. a yellow coating on steel products suggests the presence of hexavalent chromium)
as to the presence of restricted substances, visual detection is not practical.

4. Batch—to-batch variations: Most product assembly manufacturers use commodity
components from several suppliers simultaneously, e.g. cables, resistors and capacitors.
Commodity components are mixed during production, because technically they are fully
interchangeable as long as they fit the umbrella specification. However in most cases they
are not chemically identical. Furthermore experience has shown that base materials can
be changed by commodity manufacturers (e.g. in times of shortage) which leads to a
change in the chemical composition as well. Notifications of these changes do not always
occur if the component still meets its technical specification.

5. Depth of the supply chain: Producing electronic components/parts involves a complex
supply chain. Relatively simple products such as an external cable, can utilize supply
chains at least seven tiers deep. The supply chain for a more complex component like an
LCD screen or IC is considerably deeper.
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These characteristics of the electrotechnical industry show that the management of restricted
substances, along with sampling and analysis, is not straightforward. The size and number of
components, and complexity of the supply chain make it challenging to fully grasp the
locations of restricted substances in an electrotechnical product. The prospect of
implementing homogeneous material level sampling and testing at the upper regions of the
supply chain (towards finished products) is not practical for complex products.

4.4 Strategies for sampling

While different sampling approaches may be utilized as appropriate for the broad range of
electrotechnical products, it is possible to describe a generic procedure that will be applicable
in the majority of cases. This is shown in Figure 1.

Produckparifassambly

v

Figure 1 — Generic iterative procedure for sampling

The process depicted in Figure 1 can have several iterative loops including:

1% iteration: partial disassembly (see 5.2)

2" iteration: complete disassembly (see 5.3)

3" iteration: partial disjointment (see 5.4).

4th — nth iteration: complete disjointment (see 5.5)

These iterative steps are described further in Clause 5.

Development of the sampling strategy for a particular electrotechnical product/part/assembly
begins with an information gathering stage. Some basic questions to be considered include:

e What is the complexity of the product/part/assembly and is it practical to consider
sampling and testing at the homogeneous material level?
Documents
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e Which substances are restricted?

e What are the allowable limits for these restricted substances?

e Are there appropriate exemptions for the restricted substance?

e Is a bill of materials available for the components/assemblies/materials in the product?
e Are specifications/drawings of the components available?

e What is the depth of the supply chain for the components and materials in this product?
e Are material declarations for this product available?

e |Is there any previous experience evaluating this product or similar products that could be
helpful?

e Are there any published probability of presence matrices for the matg
this product?

parts used in

osts against effectiveness of the sampling

strategy. Some cism pling/testing efforts and costs are listed below:
e homogeneous 2 i probability of containing restricted substances (see
Annex B);

e composite sampling ard testing (see 5.6 and Annex C);

ize necessary to run analytical tests and the number of samples
necessary to determine whether or not it’s practical to test.

The sampling strategy will depend very much on the ultimate objective of analysis. One
strategy (perhaps used by enforcement authorities) could be an analysis to verify if the
product contains at least one restricted substance at the level exceeding the allowable limit.
This approach involves gradual, selective sampling, targeting deliberately those parts of the
product that are either known to, or are likely to, contain restricted substances. Each sampling
phase could be followed by analysis. If the results show no restricted substances above the
allowable limit, a further stage of sampling and analysis could be performed. Once the test
results exceed the allowable limit for at least one restricted substance in any part of the
product, it is deemed non-compliant and no further sampling and analysis is necessary.
Annex B provides a list of components where there is currently a probability of the presence
of one or more of six restricted substances.

Another strategy may be to prove total compliance of the product, as far as possible down to
the homogeneous material level. This approach would be typical of the product or component
manufacturer. Samples would be prepared from each individual material or comporfg@@asitaents
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objective is to cover all components and materials in a product/assembly, other routes may be
used to gather information on a product level. In the downstream supply chain process
documentation and/or analysis reports may exist that would reduce the effort required in
sampling and analysis.

Once the objective of the analysis has been defined, an assessment is performed as to the
feasibility of testing (e.g. is the sample mass/size/volume sufficient?). Further sampling and
disjointment may be necessary, in which a choice can be made to either completely disjoint or
only select materials with a high probability of containing restricted substances. Table B.1 can
be used to assist in the identification of these components and materials.

If testing is appropriate, the relevant testing procedure should be followed. Where restricted
substances are present in the product/part there may be an applicablé exemption (some
examples are given in Table B.1).

5 Sampling

5.1 Introductory remark

disjointment. Each stage i§Xollowe
in Figure 1), typically by Qj

assessment off
especially when

to provide d ad sarn S ratégies for each product. Instead, sampling procedures
covering fow iSj nt and sampling are described for two products:

The cell phone isva compact and complex product containing large number of small
components. Therefore, sampling procedure of such product should be a good example of
how sampling strategies can be developed for virtually any other electrotechnical product.

Annex A provides generic sampling flowcharts based on Figure 1 for some characteristic
electrotechnical products: DVD player, CRT tube, LCD TV Set, PDA/phone and a desk fan,
along with two components, a thick film resistor and SMD potentiometer. Annex D lists some
commonly used disassembly and disjointment tools, and Annex E describes the use of XRF
screening techniques in sampling.

NOTE During disjointment, several tools are used. In restricted substances assessment is highly recommended to
ensure that the tools are free of the restricted substances to avoid possible contamination.

5.2 Partial disassembly
Sampling of the complete product is the first step in the iterative sampling strategy. It infers

that representative parts of the product can be analysed without disassembly or dﬁ%i)ntment'
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that is in a non-destructive manner. Even if we decide to disassemble the product to gain
access to its subassemblies, we may still be able to test them non-destructively.

However, "complete product” is a relative term. For example, an AC power cord is a complete
product for its manufacturer, but it may be just a component in a television set. Complete
products may be evaluated without disassembly if they have a very simple construction, or if
the locations of expected restricted substances are known and it is possible to test for them
without disassembly. Examples of such products are power cords, printer or other peripheral
cables, equipment housings, etc. Please note even a seemingly simple product such as a
power cord may be composed of between 10 to 20 different homogeneous materials.

Before sampling, the following questions need to be asked:

1. Based on knowledge of the product, can any sections/parts be ide
contain restricted substances (see Annex B)?

the analysis?

4. Is the section/part selected for analysis representative”

5.2.1 Example 1: Cell phone type A

A\ (N

Figure 2 — Cell phone with battery charger and camera lens cap

This cell phone offers limited opportunities for analysis as a complete product. The charger
includes at least six individual areas that are made of different materials, and may be
screened without disassembly. The phone back cover may be removed and phone battery
taken out. As the back cover is metallized on the outside it should be analysed (screening) on
both sides. This partial disassembly of the cell phone is the limit of disassembly without the
use of tools, as shown in Figure 3.
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Figure 3 — Cell phong’'w

battery-and ba

@cvr removed

Table 1 — Possible restricted or &e ing substances from a cell phone

Q\( \) Elements

::::g:: Component/assemb Matertals :rtzl;:i:::f ::Isat:'?:t;z saenlzlc;sfizr

T\/\ x substances®
1 P. asti@ba% coverz \@W Moderate Pb, Br See 4.3
2 EL@{{ ° W&Wmer Moderate Pb, Br See 4.3
3 Plée\tic\w\o r for\$ins /Polymer Moderate Pb See 4.3
4 Ml\c\lip\{{)rw 0551 Polymer Low Cr, Cd See 4.3
5 CorQEor cokr Polymer Moderate Pb, Br See 4.3
6 \%Stl \pa{i@ody Polymer Moderate Pb, Br See 4.3
7 \B{ttery\ Complex High ? (Cd, Pb, Hg) See 4.3

The samples marked in\F'lgure 3 can be screened directly.

Subclause 4.3 shows considerations for further actions.

a Probability of presence indicates the likelihood of finding the listed restricted substances.

b Presence of Br (bromine) could indicate the usage of a restricted brominated flame retardant.

5.2.2

Example 2: Cell phone type B — Partial disassembly

This subclause describes the disassembly process of another cell phone using only simple
tools such as screwdrivers. Please note after disassembly the parts of the phone can be
easily put back together and the phone will be functional.

Firstly, the major parts and components can be separated as shown in Figure 4. Here the
parts are the TFT display, keypad, bottom housing, main PWB, housing /frame etc as listed in

Table 2.
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Figure 4 — Partial disassembly of a cell phone (type

Table 2 — Possible restricted substances P\ ajar compuonents.of the cell phone

N P U / Elements
Sample Component/assembl teri Probability o related to Select for
number P y ! rese a restricted analysis

substances®

\2 After further
1 TFT display meyr/gla tal oderate Pb disassembly or
N disjointment
N
2 Key pad [\/\ PW \J High Cd, Hg Needs further

disassembly

3 Bot{(m\gus g 2 \Qolﬁxq\/ High Cd, Br Yes
4 OtheM)xémg\Me P,czlerr> High Cd, Br Yes

. . After further
Many different (fibre High Pb, Br, Hg disassembly or
s, copper)

disjointment
a Proba&s%n } athikelihood of finding the listed restricted substances.
of

b Prese r%w{) could indicate the usage of a restricted brominated flame retardant
N

5 Main\PWRBs

Not all componen the cell phone separated after this partial disassembly are suitable for
direct analysis. The TFT display and PWB are complex structures, containing many different
materials. Their construction and size make it difficult to analyse the materials without further
disassembly/disjointment steps, regardless of the analytical method used. However, if the first
step in the analysis is XRF screening, the elements present relating to restricted substances
within these complex assemblies can still be detected. A decision would then have to be
made on the need for confirmatory testing. Samples 3 and 4 seem to be a homogeneous
materials that may be tested directly with XRF. Sample 2, keyboard assembly, may be
screened at this stage, but it may still undergo further disassembly.

5.3 Complete disassembly
As illustrated in the previous clauses, very few parts of the cell phone are simple enough in

construction and composition for direct, meaningful analysis. Almost all parts require further
disassembly, which may render them nonfunctional.
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