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Ball Valves Class Rating :300 part(2)
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ADDENDUM : The following paragraph in all three parts of IGS-M-TP-010 (1375),has been 
replaced by attached table."Valve external surface shall be painted according to 
manufacturing standard" 

 ABOVE GROUND  BALL VALVE 
 

Primer coat 
 

Epoxy polyamide ,in accordance with SSPC 22 ,with a  
min. thickness  of(DFT ) of 70µm .

Intermediate coat 
 

Epoxy polyamide ,in accordance  with SSPC 22 , with a 
min. thickness of 140µm. 

Top coat 
 

Two-component aliphatic polyurethane , in accordance 
With MIL-C-83286  B ,or equivalent ,with min. thickness 
(DFT)  of 70µm. 
Colour : white (RAL 9016) 
 

BURIED  BALL VALVE 
 

First option 
 

Valves 24 in.
1.Service temperature   : -20° C to +60° C. 
2.Thickness                   : class B (min. DFT 800µm). 
3.Cutback at the ends   : (100±10)mm. 

Two             
component 

 liquid epoxy 
 coating in 
 Accordance    
with    EN 10289 

Valves 24 in.
1.Service temperature  : -20° C to +80° C. 
2.Thickness                   :  class C (min. DFT 1500µm). 
3.Cutback at the ends   : (150±20)mm. 

Second option 
 

Valves 24 in.
1.Service temperature  : -20° C to +60° C. 
2.Thickness                   : class A(min. DFT 800µm). 
3.Cutback at the ends   : (100±10)mm. 
 

Two             
component 

 polyurathane 
 coating in 
 Accordance    
with    EN 10290 Valves 24 in.

1.Service temperature  : -20° C to +80° C. 
2.Thickness                   :  class B (min. DFT 1500µm). 
3.Cutback at the ends   : (150±20)mm. 
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Normative references      

1.SSPC –paint 22  ,1982     : Epoxy polyamide paints (Primer ,Intermediate , Top coat ). 
(Editorial changes Sept2000) 

2.MIL-C-83286 B                         : Urethane , Aliphatic  isocyanate Coating. 

3.BS EN 10289 , 2002                 : Steel tubes and fittings for offshore and offshore pipelines- 

 External liquid applied epoxy and epoxy modified coatings. 

4.BS EN 10290 , 2002                  : Steel tubes and fittings for offshore and offshore pipelines- 

 External liquid applied polyurethane and polyurethane 

 modified coatings. 
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