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INTRINSIC VISCOSITY TABLE

This table is based on data appearing in Table 3 of ASTM Test Method D 1795 (publication of the American Society for Testing and Materials).

Intrinsic Viscosity, [η]c, at Different Values of Relative Viscosity, η A,B

[η]c

η 0.00 0.01 0.02 0.03 0.04 0.05 0.06 0.07 0.08 0.09

1.1 0.098 0.106 0.115 0.125 0.134 0.143 0.152 0.161 0.170 0.180

1.2 0.189 0.198 0.207 0.216 0.225 0.233 0.242 0.250 0.259 0.268

1.3 0.276 0.285 0.293 0.302 0.310 0.318 0.326 0.334 0.342 0.350

1.4 0.358 0.367 0.375 0.383 0.391 0.399 0.407 0.414 0.422 0.430

1.5 0.437 0.445 0.453 0.460 0.468 0.476 0.484 0.491 0.499 0.507

1.6 0.515 0.522 0.529 0.536 0.544 0.551 0.558 0.566 0.573 0.580

1.7 0.587 0.595 0.602 0.608 0.615 0.622 0.629 0.636 0.642 0.649

1.8 0.656 0.663 0.670 0.677 0.683 0.690 0.697 0.704 0.710 0.717

1.9 0.723 0.730 0.736 0.743 0.749 0.756 0.762 0.769 0.775 0.782

2.0 0.788 0.795 0.802 0.809 0.815 0.821 0.827 0.833 0.840 0.846

2.1 0.852 0.858 0.864 0.870 0.876 0.882 0.888 0.894 0.900 0.906

2.2 0.912 0.918 0.924 0.929 0.935 0.941 0.948 0.953 0.959 0.965

2.3 0.971 0.976 0.983 0.988 0.994 1.000 1.006 1.011 1.017 1.022

2.4 1.028 1.033 1.039 1.044 1.050 1.056 1.061 1.067 1.072 1.078

2.5 1.083 1.089 1.094 1.100 1.105 1.111 1.116 1.121 1.126 1.131

2.6 1.137 1.142 1.147 1.153 1.158 1.163 1.169 1.174 1.179 1.184

2.7 1.190 1.195 1.200 1.205 1.210 1.215 1.220 1.225 1.230 1.235

2.8 1.240 1.245 1.250 1.255 1.260 1.265 1.270 1.275 1.280 1.285

2.9 1.290 1.295 1.300 1.305 1.310 1.314 1.319 1.324 1.329 1.333

3.0 1.338 1.343 1.348 1.352 1.357 1.362 1.367 1.371 1.376 1.381

3.1 1.386 1.390 1.395 1.400 1.405 1.409 1.414 1.418 1.423 1.427
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[η]c

η 0.00 0.01 0.02 0.03 0.04 0.05 0.06 0.07 0.08 0.09

3.2 1.432 1.436 1.441 1.446 1.450 1.455 1.459 1.464 1.468 1.473

3.3 1.477 1.482 1.486 1.491 1.496 1.500 1.504 1.508 1.513 1.517

3.4 1.521 1.525 1.529 1.533 1.537 1.542 1.546 1.550 1.554 1.558

3.5 1.562 1.566 1.570 1.575 1.579 1.583 1.587 1.591 1.595 1.600

3.6 1.604 1.608 1.612 1.617 1.621 1.625 1.629 1.633 1.637 1.642

3.7 1.646 1.650 1.654 1.658 1.662 1.666 1.671 1.675 1.679 1.683

3.8 1.687 1.691 1.695 1.700 1.704 1.708 1.712 1.715 1.719 1.723

3.9 1.727 1.731 1.735 1.739 1.742 1.746 1.750 1.754 1.758 1.762

4.0 1.765 1.769 1.773 1.777 1.781 1.785 1.789 1.792 1.796 1.800

4.1 1.804 1.808 1.811 1.815 1.819 1.822 1.826 1.830 1.833 1.837

4.2 1.841 1.845 1.848 1.852 1.856 1.859 1.863 1.867 1.870 1.874

4.3 1.878 1.882 1.885 1.889 1.893 1.896 1.900 1.904 1.907 1.911

4.4 1.914 1.918 1.921 1.925 1.929 1.932 1.936 1.939 1.943 1.946

4.5 1.950 1.954 1.957 1.961 1.964 1.968 1.971 1.975 1.979 1.982

4.6 1.986 1.989 1.993 1.996 2.000 2.003 2.007 2.010 2.013 2.017

4.7 2.020 2.023 2.027 2.030 2.033 2.037 2.040 2.043 2.047 2.050

4.8 2.053 2.057 2.060 2.063 2.067 2.070 2.073 2.077 2.080 2.083

4.9 2.087 2.090 2.093 2.097 2.100 2.103 2.107 2.110 2.113 2.116

5.0 2.119 2.122 2.125 2.129 2.132 2.135 2.139 2.142 2.145 2.148

5.1 2.151 2.154 2.158 2.160 2.164 2.167 2.170 2.173 2.176 2.180

5.2 2.183 2.186 2.190 2.192 2.195 2.197 2.200 2.203 2.206 2.209

5.3 2.212 2.215 2.218 2.221 2.224 2.227 2.230 2.233 2.236 2.240

5.4 2.243 2.246 2.249 2.252 2.255 2.258 2.261 2.264 2.267 2.270

5.5 2.273 2.276 2.279 2.282 2.285 2.288 2.291 2.294 2.297 2.300

5.6 2.303 2.306 2.309 2.312 2.315 2.318 2.320 2.324 2.326 2.329

5.7 2.332 2.335 2.338 2.341 2.344 2.347 2.350 2.353 2.355 2.358

5.8 2.361 2.364 2.367 2.370 2.373 2.376 2.379 2.382 2.384 2.387

5.9 2.390 2.393 2.396 2.400 2.403 2.405 2.408 2.411 2.414 2.417

6.0 2.419 2.422 2.425 2.428 2.431 2.433 2.436 2.439 2.442 2.444
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