
1 Scope This test method is to be used for the evaluation
of hand soldering tools under a simulated heavy load such as
that presented by PWBs with abnormally thick ground or
power planes. Separate test methods (IPC-TM-650, Methods
2.4.37 and 2.4.37.1) are provided for evaluation of tools under
normal operating conditions. The purpose of this test method
is to provide a means by which hand soldering tools may be
evaluated under a standard controlled set of conditions. This
method may be used to either evaluate a single tool’s perfor-
mance or for comparison of several tools.

Note: Tip geometry, mass, contact area (working face), con-
tact angle, and idle temperature can significantly skew the test
results.

2 Applicable Documents

J-STD-004 Requirements for Soldering Fluxes

J-STD-006 General Requirements and Test Methods for Soft
Solder Alloys and Fluxed and Nonfluxed Solid Solders for
Electronic Soldering Applications

IPC-TM-650 Test Methods Manual

2.4.37 Evaluation of Hand Soldering Tools for Terminal
Connections

2.4.37.1 Evaluation of Hand Soldering Tools for Printed Wir-
ing Board Applications

3 Test Specimen The test specimen shall be a square,
solder-plated, copper coupon, 1.58 mm thick, as listed in
Table 1.

4 Equipment/Apparatus

4.1 Solder The solder shall be flux-cored wire per J-STD-
006. The alloy shall be composition Sn60/Pb40 or Sn63/
Pb37. The core shall be nominally 2.2% by weight type F(RA)
or D(RMA). The wire size shall be 0.8 mm.

4.2 Workpiece The workpiece shall be an instrumented,
square, solder-plated, copper coupon(s) mounted in or on a
thermally insulated surface.

4.3 Fixture The coupon shall be held solder side up in or
on a thermally insulated surface that will not represent a ther-
mal load to the coupon(s) under test. A thermally insulative
covered laboratory tile or screen should be adequate.

Note: Dimensions listed are 1.27 mm. The bottom side of the
coupon may be plated with nickel to aid thermocouple attach-
ment.

4.4 Thermocouple Wire The thermocouple wire shall be
insulated Type J or K, as required by the selected test equip-
ment. The wire size shall be 30 gauge. The working junction
shall be formed by welding.

4.5 Data Recorder Test results shall be recorded on a
data or chart recorder capable of resolving ± 2.8°C and ± 1
second of time. The normal response time shall be 10 cps or
better.

5 Procedure

5.1 Preparation of Workpiece Prepare the workpiece in
the following manner:

5.1.1 Place bare copper coupon(s) on a hot plate or other
suitable surface. The temperature of the hot plate must be set
at a temperature sufficient to achieve reflow of solder.

5.1.2 Coat the test surface with solder conforming to 4.1.

5.1.3 Clean the surface of any flux residue to ensure that
excessive amounts of solder have not been added.

[Optional] Plate the surface opposite the test surface with
nickel to aid thermocouple attachment.

5.1.4 Weld or imbed the thermocouple to the test coupon(s)
at a point 2/3 the distance from the center of the coupon in
the direction of one of the corners (see Figure 1).

Note: In Figure 1, A is defined as half the length of the diago-
nal.

5.1.5 Mount the coupon(s), solder side up, in or on the fix-
ture to be utilized during the test.

5.2 Preparation of the Soldering Tool Tip A thermo-
couple shall be attached to the tip(s) to be used in the test.
This attachment shall be to the tip face opposite the working
face. The attachment to the tip can either be done by drilling
a small hole in the tip, nominally 6.85 mm back from the tip
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end, inserting the thermocouple wire and securing it with a
small copper wedge, or by welding the thermocouple directly
to the tip, also nominally 6.85 mm back from the tip end, but
not on the tinned surface of the tip (see Figure 2). Once the
thermocouple wire is attached to the tip, the wires leading
from the junction shall be taped to the handle to prevent dam-
age.

5.3 Test Preparation The workpiece shall be secured
such that it will not move during soldering. The workpiece and
the soldering tool thermocouple leads shall be attached to the
data recorder. The recorder shall be properly zeroed or
adjusted for correct reading.

5.4 Test A—Single Coupon Evaluation

IPC-2-4-37-2-1

Table 1 Thermocouple Placement

Type Specimen Size Edge Dimension*

I Small 19 mm

II Medium 25 mm

III Large 32 mm

IPC-2-4-37-2-1

Figure 1 Thermocouple Placement
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Figure 2 Tip Instrumentation
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