
International Standard 105lP 
INTERNATIONAL ORGANIZATION COR STANOARDIZATION.MEXAYHAPOflHAfl OPTAHMBAUHA no CTAHAAPTM3AUHHWRGANlSATlON INTERNATIONALE DE NORMALISATION 

Textiles - Tests for colour fastness - 
Part P: Colour fastness to heat treatments 

L 

Textiles - Essais de solidit6 des teintures - Partie P: Solidité des teintures aux traitements thermiques 

First edition - 1978-12-15 
Updated and reprinted - 1982-09-01 

1 Lu UDC 677.016.47 Ref. No. I S 0  1051P-1978 (E) 
CO 

E Descriptors : textiles, dyes, tests, colour fastness, visual inspection, synthetic fibres, thermal tests, dry heat tests, water vapour tests, pleating. 

Price based on 6 pages 

Full document details: ISO 105-P-1978

http://www.avadocuments.com/doc/iso-105-p-1978
http://www.avadocuments.com/doc/iso-105-p-1978


Foreword 
IS0 (the International Organization for Standardization) is a worldwide federation of 
national standards institutes (IS0 member bodies). The work of developing Inter- 
national Standards is carried out through IS0 technical committees. Every member 
body interested in a subject for which a technical committee has been set up has the 
right to be represented on that committee. International organizations, governmental 
and non-governmental, in liaison with ISO, also take part in the work. 

Draft International Standards adopted by the technical committees are circulated to 
the member bodies for approval before their acceptance as International Standards by 
the IS0  Council. 

International Standard IS0 105/P was developed by Technical Committee ISO/TC 38, 
Textiles. 

It was submitted directly to the IS0 Council, in accordance with sub-clause 5.10.1 of 
part 1 of the Directives for the technical work of ISO. 

This part of IS0 105 cancels and replaces group P of IS0 105-1978, originally published 
as parts 2 and 5 of IS0 Recommendation R 105/1V-1968. 

NOTE - International Standard IS0 105 is presented in the form of parts. Each of these parts 
corresponds to a group and is split up into its different component sections. This form facilitates 
the replacement of existing sections by successive editions as necessa n/. 
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