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Ultraviolet light source for testing
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Céramiques techniques — Sources lumineuses UV destinées aux
essais des matériaux photocatalytiques semi-conducteurs
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies
(ISO member bodies). The work of preparing International Standards is normally carried out through ISO
technical committees. Each member body interested in a subject for which a technical committee has been
established has the right to be represented on that committee. International organizations, governmental and
non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely with the
International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization.

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2.
The main task of technical committees is to prepare International Standards. Draft International Standards
adopted by the technical committees are circulated to the member bodies for voting. Publication as an

International Standard requires approval by at least 75 % of the member bodies casting a vote.

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent
rights. ISO shall not be held responsible for identifying any or all such patent rights.

ISO 10677 was prepared by Technical Committee ISO/TC 206, Fine ceramics.
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Introduction

This International Standard describes the light source which is used for the performance test of photocatalysts
excited by ultraviolet (UV) radiation. A photocatalyst displays its performance by light irradiation and the type
of light source used depends on its applied product. Its performance includes self-cleaning, air purification,
anti-bacteria, anti-mold, water purification, etc.

While it is possible to describe the light source individually depending on each performance test, this
International Standard specifies independently a common standard, considering that photocatalytic materials
offer complex effects and there are many common items in the light source.
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