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Preparation of steel substrates before
application of paints and related
products — Test methods for non-
metallic blast-cleaning abrasives —

Part 6:

Determination of water-soluble
contaminants by conductivity
measurement

Préparation des subjectiles d'acier avant application de peintures
et de produits assimilés — Méthodes d'essai pour abrasifs non
métalliques destinés a la préparation par projection —

Partie 6: Détermination des contaminants solubles dans l'eau par
conductimétrie

Reference number
1SO 11127-6:2022(E)

Documents

Document Sharing Hub
© IS0 2022

Full document details: ISO 11127-6-2022


http://www.avadocuments.com/doc/iso-11127-6-2022
http://www.avadocuments.com/doc/iso-11127-6-2022

ISO 11127-6:2022(E)

COPYRIGHT PROTECTED DOCUMENT

© 1S0 2022

All rights reserved. Unless otherwise specified, or required in the context of its implementation, no part of this publication may
be reproduced or utilized otherwise in any form or by any means, electronic or mechanical, including photocopying, or posting on
the internet or an intranet, without prior written permission. Permission can be requested from either ISO at the address below
or ISO’s member body in the country of the requester.

ISO copyright office

CP 401 o Ch. de Blandonnet 8
CH-1214 Vernier, Geneva
Phone: +41 22 749 01 11
Email: copyright@iso.org
Website: www.iso.org

Published in Switzerland DOC ume ntS
.. Document Sharing Hub
11 © IS0 2022 - All rights reserved

Full document details: ISO 11127-6-2022


http://www.avadocuments.com/doc/iso-11127-6-2022
http://www.avadocuments.com/doc/iso-11127-6-2022

1SO 11127-6:2022(E)

Contents Page
FFOT@WOTM.........cccocveveveesesee st iv
1 SCOPI@ ...k 1
2 NOTIMALIVE F@FETEIICES .........ccccocovorveeieoesse s ss st 1
3 Terms and defiMItiONS ... 1
4 REAGIIE ...k 1
5 Apparatus 2
6 SAMMPIIIIG ..t 2
7 PTOCEAUTE ... 2
8 EXPIeSSION Of FESUIES ...t 2
9 TESTTE@POT T ...t 3
BIDLEOGIAPIY ...t 4
Documents
Document SharinﬁlHub

© IS0 2022 - All rights reserved

Full document details: ISO 11127-6-2022


http://www.avadocuments.com/doc/iso-11127-6-2022
http://www.avadocuments.com/doc/iso-11127-6-2022

