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Foreword 

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies 
(ISO member bodies). The work of preparing International Standards is normally carried out through ISO 
technical committees. Each member body interested in a subject for which a technical committee has been 
established has the right to be represented on that committee. International organizations, governmental and 
non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely with the 
International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization. 

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2. 

The main task of technical committees is to prepare International Standards. Draft International Standards 
adopted by the technical committees are circulated to the member bodies for voting. Publication as an 
International Standard requires approval by at least 75 % of the member bodies casting a vote. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. ISO shall not be held responsible for identifying any or all such patent rights. 

ISO 14237 was prepared by Technical Committee ISO/TC 201, Surface chemical analysis, Subcommittee 
SC 6, Secondary ion mass spectrometry. 

This second edition cancels and replaces the first edition (ISO 14237:2000), which has been technically 
revised. The revision includes, in particular, the replacement of old Annex D concerning procedures for the 
depth profiling of NIST standard reference material SRM 2137 by references to ISO 17560 and ISO 18114. 
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Introduction 

This International Standard was prepared for the determination by secondary ion mass spectrometry (SIMS) 
of boron atomic concentrations in uniformly doped silicon wafers. 

SIMS needs reference materials to perform quantitative analyses. Certified reference materials are only 
available for limited matrix-impurity combinations, and they are costly. SIMS inevitably consumes these 
reference materials at every measurement. Thus, secondary reference materials which can be prepared by 
each laboratory and calibrated using a certified reference material are useful for daily analyses. 

In this International Standard, a standard procedure is described for boron quantitative analysis in single-
crystalline silicon using secondary reference materials calibrated by a certified reference material implanted 
with boron. 
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Surface chemical analysis — Secondary-ion mass 
spectrometry — Determination of boron atomic concentration 
in silicon using uniformly doped materials 

1 Scope 

This International Standard specifies a secondary-ion mass spectrometric method for the determination of 
boron atomic concentration in single-crystalline silicon using uniformly doped materials calibrated by a 
certified reference material implanted with boron. This method is applicable to uniformly doped boron in the 
concentration range from 1 × 1016 atoms/cm3 to 1 × 1020 atoms/cm3. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

ISO 17560, Surface chemical analysis — Secondary-ion mass spectrometry — Method for depth profiling of 
boron in silicon 

ISO 18114, Surface chemical analysis — Secondary-ion mass spectrometry — Determination of relative 
sensitivity factors from ion-implanted reference materials 

3 Principle 

An oxygen-ion beam or a caesium-ion beam is impinged onto the sample surface and the emitted secondary 
ions of boron and silicon are mass-analysed and detected. 

Uniformly doped secondary reference materials are calibrated by using an ion-implanted primary reference 
material and are used as working reference materials. 

4 Reference materials 

4.1 Primary reference material 

A primary reference material is used for the determination of the boron atomic concentration of the secondary 
reference materials. The primary reference material shall be a certified reference material (CRM) of silicon 
implanted with boron. 

NOTE At the time of publication of this International Standard, NIST standard reference material SRM 2137 (referred 
to hereinafter as NIST SRM) was the only ion-implanted CRM of boron in silicon. 
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4.2 Secondary reference materials 

4.2.1 Secondary reference materials are used for the determination of boron atomic concentrations in test 
specimens. At least one boron-doped reference material together with one non-boron-doped reference 
material shall be used for daily analysis. Two other different boron-doping levels are recommended to be used 
to confirm the performance of the apparatus (see Annex C). 

4.2.2 The secondary reference materials (referred to hereinafter as bulk RMs) shall be single-crystal silicon 
wafers or epitaxial silicon wafers with a ca. 100 μm thick epitaxial layer, and shall be uniformly doped with 
natural-isotopic boron. 

4.2.3 Boron-doped wafers with boron atomic concentrations between 1 × 1016 atoms/cm3 and 
1 × 1020 atoms/cm3 shall be obtained. It is recommended that the three doping levels given in Table 1 are 
used. When only one level is used, RM-B or RM-C should be chosen. A non-boron-doped wafer shall be 
obtained for background checking. 

Wafers with small boron concentration gradients shall be selected. The boron concentration gradient shall be 
less than 5 % per cm. 

NOTE Approximate boron atomic concentrations can be determined as carrier densities from the resistivity of the 
wafers. The resistivity measurement procedures and the procedure for converting between resistivity and carrier density 
are presented in Annex A. 

Table 1 — Bulk reference materials 

Name Boron doping level 
atoms/cm3 

RM-A  low 1 × 1016 to 1 × 1017 

RM-B  middle 5 × 1017 to 5 × 1018 

RM-C  high 1 × 1019 to 1 × 1020 

RM-BG  none < 1 × 1014 

4.2.4 The isotope ratio of 11B to 10B in the bulk RM chosen in 4.2.3 shall be determined by one of following 
methods. 

a) The isotope ratio shall be evaluated by a magnetic-sector SIMS instrument detecting BSi– ions. The 
measurement procedure stipulated in 7.5.2 shall be used for this purpose. 

b) The bulk RM shall be assumed to have the accepted nominal natural isotopic composition of 19,9 atomic 
percent 10B and 80,1 atomic percent 11B, i.e. a ratio of 11B atoms to 10B atoms of 4,025. The boron 
isotope ratio in a specific material, however, can have ± 5 % deviation from the natural isotope ratio. 

NOTE SIMS will generally measure a deviated isotope ratio depending on the type of instrument and the detected 
ions. The deviation is smaller between 10B28Si− and 11B28Si− than between 10B+ and 11B+ in a magnetic-sector mass 
spectrometer (see Annex B). 

5 Apparatus 

Secondary-ion mass spectrometry apparatus equipped with an oxygen-ion source and/or a caesium-ion 
source shall be used. 

Whenever the apparatus performance is required to be confirmed, the procedures stipulated in Annex C shall 
be carried out. The procedures for linearity of measurement stipulated in Clause C.6 can be replaced by local 
documented procedures. 

Full document details: ISO 14237-2010

http://www.avadocuments.com/doc/iso-14237-2010
http://www.avadocuments.com/doc/iso-14237-2010

