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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization. 

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the 
different types of ISO documents should be noted. This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www​.iso​.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www​.iso​.org/patents).

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement. 

For an explanation of the voluntary nature of standards, the meaning of ISO specific terms and 
expressions related to conformity assessment, as well as information about ISO's adherence to the 
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT) see www​.iso​
.org/iso/foreword​.html.

This document was prepared by Technical Committee ISO/TC 61, Plastics, Subcommittee SC 14, Plastics 
and environment.

This second edition cancels and replaces the first edition (ISO  14855-2:2007), which has been 
technically revised. It also incorporates the Technical Corrigendum ISO 14855-2:2007/Cor.1:2009.

The main changes compared to the previous edition are as follows.

—	 The correct values for the particle size of soda talc given in the Technical Corrigendum  1 
ISO 14855-2:2007/Cor.1:2009 have been adopted.

—	 The following numbers of composting vessels have been provided:

a)	 three test vessels for the test mixture;

b)	 three vessels for blank controls;

c)	 three vessels for checking inoculum activity using a reference material.

—	 The next criterion has been added to the list of validity criteria in Clause 10:

c)	 the inoculum in the blank has produced more than 50  mg but less than 150  mg of carbon 
dioxide per gram of volatile solids (mean values) after 10 days of incubation.

A list of all parts in the ISO 14855 series can be found on the ISO website.

Any feedback or questions on this document should be directed to the user’s national standards body. A 
complete listing of these bodies can be found at www​.iso​.org/members​.html.
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Introduction

Management of plastics waste is a serious problem in the world. Plastics recovery technologies include 
material recovery (mechanical recycling, chemical or feedstock recycling, and biological or organic 
recycling) and energy recovery (heat, steam or electricity as a substitute for fossil fuels or other fuel 
resources). The use of biodegradable plastics is one valuable recovery option (biological or organic 
recycling).

Several ISO standards for determining the ultimate aerobic/anaerobic biodegradability of plastic 
materials have been published. In particular, ISO  14855-1 is a common test method that measures 
the amount of carbon dioxide evolved using methods such as continuous infrared analysis, gas 
chromatography or titration.

Compared with ISO 14855-1, the amounts of compost inoculum and test sample used in this document 
are one-tenth the size. In order to ensure the activity of the compost inoculum, inert material that gives 
the mixture the same texture as soil is mixed into the inoculum. The carbon dioxide evolved from the 
test vessel is determined by absorbing it in a carbon dioxide trap and carrying out gravimetric analysis 
of the absorbent. The method described in this document, which uses a closed system to capture the 
carbon dioxide evolved, can also be used to obtain valuable information, by means of isotopic-labelling 
studies, on the way in which the molecular structure of co-polymers degrades.
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Determination of the ultimate aerobic biodegradability 
of plastic materials under controlled composting 
conditions — Method by analysis of evolved carbon 
dioxide —

Part 2: 
Gravimetric measurement of carbon dioxide evolved in a 
laboratory-scale test
WARNING — Sewage, activated sludge, soil and compost may contain potentially pathogenic 
organisms. Therefore, appropriate precautions should be taken when handling them. Toxic test 
compounds and those whose properties are unknown should be handled with care.

1	 Scope

This document specifies a method for determining the ultimate aerobic biodegradability of plastic 
materials under controlled composting conditions by gravimetric measurement of the amount of carbon 
dioxide evolved. The method is designed to yield an optimum rate of biodegradation by adjusting the 
humidity, aeration and temperature of the composting vessel.

The method applies to the following materials:

—	 natural and/or synthetic polymers and copolymers, and mixtures of these;

—	 plastic materials that contain additives such as plasticizers or colorants;

—	 water-soluble polymers;

—	 materials that, under the test conditions, do not inhibit the activity of microorganisms present in 
the inoculum.

If the test material inhibits microorganisms in the inoculum, another type of mature compost or pre-
exposure compost can be used.

2	 Normative references

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies.

ISO 11721-1, Textiles — Determination of resistance of cellulose-containing textiles to micro-organisms — 
Soil burial test — Part 1: Assessment of rot-retardant finishing

ISO 14855-1, Determination of the ultimate aerobic biodegradability of plastic materials under controlled 
composting conditions — Method by analysis of evolved carbon dioxide — Part 1: General method

3	 Terms and definitions

For the purposes of this document, the following terms and definitions apply.
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ISO and IEC maintain terminological databases for use in standardization at the following addresses:

—	 ISO Online browsing platform: available at https:​//www​.iso​.org/obp

—	 IEC Electropedia: available at https:​//www​.electropedia​.org/

3.1
compost
organic soil conditioner obtained by biodegradation of a mixture principally consisting of various 
vegetable residues, occasionally with other organic material and having a limited mineral content

3.2
composting
aerobic process designed to produce compost

3.3
total dry solids
amount of solids obtained by taking a known volume of test material or compost and drying at about 
105 °C to constant mass

3.4
volatile solids
amount of solids obtained by subtracting the residue of a known volume of test material or compost 
after incineration at about 550 °C from the total dry solids of the same sample

Note 1 to entry: The volatile-solids content is an indication of the amount of organic matter present.

3.5
ultimate aerobic biodegradation
breakdown of an organic compound by micro-organisms in the presence of oxygen into carbon dioxide, 
water and mineral salts of any other elements present (mineralization) plus new biomass

3.6
theoretical amount of evolved carbon dioxide
ThCO2
maximum theoretical amount of carbon dioxide evolved after completely oxidizing a chemical 
compound, calculated from the molecular formula and expressed as milligrams of carbon dioxide 
evolved per milligram or gram of test compound

3.7
lag phase
time from the start of a test until adaptation and/or selection of the degradation microorganisms is 
achieved and the degree of biodegradation of a chemical compound or organic matter has increased to 
about 10 % of the maximum level of biodegradation

Note 1 to entry: It is measured in days.

3.8
maximum level of biodegradation
degree of biodegradation of a chemical compound or organic matter in a test, above which no further 
biodegradation takes place during the test

Note 1 to entry: It is measured as a percentage.

3.9
biodegradation phase
time from the end of the lag phase of a test until about 90 % of the maximum level of biodegradation has 
been reached

Note 1 to entry: It is measured in days.
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