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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies (ISO
member bodies). The work of preparing International Standards is normally carried out through ISO technical
committees. Each member body interested in a subject for which a technical committee has been established has
the right to be represented on that committee. International organizations, governmental and non-governmental, in
liaison with ISO, also take part in the work. ISO collaborates closely with the International Electrotechnical
Commission (IEC) on all matters of electrotechnical standardization.

Draft International Standards adopted by the technical committees are circulated to the member bodies for voting.
Publication as an International Standard requires approval by at least 75 % of the member bodies casting a vote.

International Standard I1SO 15107 was prepared by Technical Committee ISO/TC 61, Plastics, Subcommittee
SC 11, Products.
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INTERNATIONAL STANDARD ©1SO ISO 15107:1998(E)

Adhesives — Determination of cleavage strength of bonded joints

1 Scope

This International Standard describes a method for the determination of the cleavage strength of adhesive joints.
The method can only be used for comparing adhesives, and the results cannot be used for design purposes.

2 Normative references

The following standards contain provisions which, through reference in this text, constitute provisions of this
International Standard. At the time of publication, the editions indicated were valid. All standards are subject to
revision, and parties to agreements based on this International Standard are encouraged to investigate the
possibility of applying the most recent editions of the standards indicated below. Members of IEC and ISO maintain
registers of currently valid International Standards.

ISO 291:1997, Plastics — Standard atmospheres for conditioning and testing.

ISO 4588:1995, Adhesives — Guidelines for the surface preparation of metals.

ISO 5893:1993, Rubber and plastics test equipment — Tensile, flexural and compression types (constant rate of
traverse) — Description.

ISO 7500-1:—M, Metallic materials — Verification of static uniaxial testing machines — Part 1: Tensile/compression
testing machines.

ISO 9142:1990, Adhesives — Guide to the selection of standard laboratory ageing conditions for testing bonded
joints.

ISO 10365:1992, Adhesives — Designation of main failure patterns.

ISO 13895:1996, Adhesives — Guidelines for the surface preparation of plastics.

3 Definition

For the purposes of this International Standard, the following definition applies:

cleavage strength: The average force per unit width of the bond line required to produce progressive separation,
by a wedge or other crack-opening-type action, of two adherends of sufficient thickness to preclude significant
bending.

It is expressed in newtons per millimetre of width.

1) To be published. (Revision of ISO 7500-1:1986)
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