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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies
(ISO member bodies). The work of preparing International Standards is normally carried out through ISO
technical committees. Each member body interested in a subject for which a technical committee has been
established has the right to be represented on that committee. International organizations, governmental and
non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely with the
International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization.

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2.

The main task of technical committees is to prepare International Standards. Draft International Standards
adopted by the technical committees are circulated to the member bodies for voting. Publication as an
International Standard requires approval by at least 75 % of the member bodies casting a vote.

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent
rights. ISO shall not be held responsible for identifying any or all such patent rights.

ISO 17075:2007 was prepared by the Chemical Test Commission of the International Union of Leather
Technologists and Chemists Societies (IUC Commission, IULTCS) in collaboration with the European
Committee for Standardisation (CEN) Technical Committee CEN/TC 289, Leather, the secretariat of which is
held by UNI, in accordance with the Agreement on technical co-operation between ISO and CEN (Vienna
Agreement).

IULTCS, originally formed in 1897, is a world-wide organization of professional leather societies to further the
advancement of leather science and technology. IULTCS has three Commissions, which are responsible for
establishing international methods for the sampling and testing of leather. ISO recognizes IULTCS as an
international standardizing body for the preparation of test methods for leather.

This first edition of ISO 17075 cancels and replaces the first edition of CEN TS 14495:2003, which has been
technically revised.
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Leather — Chemical tests — Determination of chromium(VlI)
content

1 Scope

This International Standard specifies a method for determining chromium(VI1) in solutions leached from leather
under defined conditions. The method described is suitable to quantify the chromium(VI) content in leathers
down to 3 mg/kg.

This document is applicable to all leather types.

2 Normative references

The following referenced documents are indispensable for the application of this document. For dated
references, only the edition cited applies. For undated references, the latest edition of the referenced
document (including any amendments) applies.

ISO 2418, Leather — Chemical, physical and mechanical and fastness tests — Sampling location
ISO 3696, Water for analytical laboratory use — Specification and test methods
ISO 4044, Leather — Chemical tests — Preparation of chemical test samples

ISO 4684, Leather — Chemical tests — Determination of volatile matter

3 Terms and definitions
For the purposes of this document, the following terms and definitions apply.

3.1

chromium(VI) content

amount of chromium(V1) in leather determined by this method after extraction with an aqueous salt solution at
pH 7,510 8,0

NOTE The chromium(VI) content is reported as chromium(VI) in milligrams per kilogram (mg/kg), expressed as the
dry mass of the sample.

4 Principle

Soluble chromium(VI) is leached from the sample in phosphate buffer at pH 7,5 to 8,0 and substances which
influence the detection are removed by solid phase extraction if necessary. The chromium(VI) in solution
oxidizes 1,5-diphenylcarbazide to 1,5-diphenylcarbazone to give a red/violet complex with chromium which
can be quantified photometrically at 540 nm.

The results obtained from the described method are strictly dependent on the extraction conditions. Results
obtained by using other extraction procedures (extraction solution, pH, extraction time, etc.) are not
comparable with the results produced by the procedure described in this standard.
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