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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards
bodies (ISO member bodies). The work of preparing International Standards is normally carried out
through ISO technical committees. Each member body interested in a subject for which a technical
committee has been established has the right to be represented on that committee. International
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work.
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are
described in the ISO/IEC Directives, Part 1. In particular the different approval criteria needed for the
different types of ISO documents should be noted. This document was drafted in accordance with the
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of
any patent rights identified during the development of the document will be in the Introduction and/or
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not
constitute an endorsement.

For an explanation on the meaning of ISO specific terms and expressions related to conformity
assessment, as well as information about ISO’s adherence to the WTO principles in the Technical
Barriers to Trade (TBT) see the following URL: Foreword - Supplementary information.

The committee responsible for this document is ISO/TC 107, Metallic and other inorganic coatings,
Subcommittee SC 4, Hot dip coatings (galvanized, etc.).
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Introduction
Sherardizing is a thermal diffusion coating process in which ferrous articles are heated in the presence
of a sherardizing mixture consisting of zinc dust with or without an inert material.

The process is commonly performed in closed, slowly rotating or fixed containers at temperatures
ranging from around 300 °C to 500 °C. The normal processing temperature is below the melting point
of zinc (419 °C).

During the process, zinc reacts with the surface to form inter-metallic layers on ferrous articles.

A coating thickness of 10 pm to 75 pm (and higher if required) can be achieved. The coating thickness is
accurately controlled by the amount of zinc dust, processing time and temperature. The coating closely
follows the contours of the base material and uniform coating thicknesses are produced on articles,
including those of irregular shape.

After sherardizing, the container load is cooled down. A screening process separates the sherardized
articles from the unused sherardizing mixture. The articles, with the zinc-iron inter-metallic layers, are
eventually post-treated (by phosphating, chromating or another suitable passivation process) resulting
in a clean and passivated surface.

It is common to use articles coated with zinc-iron inter-metallic layers as a primer or base-coat for
duplex-systems.

For additional information about the sherardizing process and the application possibilities of
sherardized articles, see Reference [12] and Reference [13].

Sherardizing (thermal diffusion coating) is also known as the following:
— diffusion zinc plating (Germany);

— thermal diffusion coating (Russia);

— thermal diffusion galvanizing (Ukraine);

— vapour galvanizing (UK);

— zinc diffusion coating (USA);

— zinc inter-metallic coating (Russia);

— zinc thermo diffusion galvanizing (Israel).

In China, Europe and the USA, the common name for the thermal diffusion coating process is
sherardizing.
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