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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards
bodies (ISO member bodies). The work of preparing International Standards is normally carried out
through ISO technical committees. Each member body interested in a subject for which a technical
committee has been established has the right to be represented on that committee. International
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work.
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are
described in the ISO/IEC Directives, Part 1. In particular the different approval criteria needed for the
different types of ISO documents should be noted. This document was drafted in accordance with the
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of
any patent rights identified during the development of the document will be in the Introduction and/or
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not
constitute an endorsement.

For an explanation on the voluntary nature of standards, the meaning of ISO specific terms and
expressions related to conformity assessment, as well as information about ISO's adherence to the
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT) see the following
URL: www.iso.org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC 71, Concrete, reinforced concrete and pre-
stressed concrete, Subcommittee SC 1, Test methods for concrete.

Alist of all parts in the ISO 1920 series can be found on the ISO website.
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INTERNATIONAL STANDARD ISO 1920-13:2018(E)

Testing of concrete —

Part 13:
Properties of fresh self compacting concrete

1 Scope

This document specifies procedures for testing fresh self-compacting concrete. It specifies the following
test methods: determination of consistence (slump flow test), V funnel test, L box test, sieve segregation
test, J]-ring test and self-compactability test.

2 Normative references

The following documents are referred to in the text in such a way that some or all of their content
constitutes requirements of this document. For dated references, only the edition cited applies. For
undated references, the latest edition of the referenced document (including any amendments) applies.

[SO 1920-1, Testing of concrete — Part 1: Sampling of fresh concrete
ISO 1920-2, Testing of concrete — Part 2: Properties of fresh concrete

[SO 3310-2, Test sieves — Technical requirements and testing — Part 2: Test sieves of perforated metal plate

3 Terms and definitions
For the purposes of this document, the following terms and definitions apply.
[SO and IEC maintain terminological databases for use in standardization at the following addresses:

— ISO Online browsing platform: available at https://www.iso.org/obp

— IEC Electropedia: available at http://www.electropedia.org/

3.1

self-compacting concrete

SccC

innovative concrete that does not require vibration for placing and compaction because it is able to flow
under its own weight, completely filing formwork and achieving full compaction, even in the presence
of congested reinforcement

3.2

passing ability

ability of fresh concrete to flow through tight openings such as spaces between steel reinforcing bars
without segregation or blocking

3.3
segregation resistance
ability of fresh concrete to remain homogeneous in composition while in its fresh state

3.4
slump flow
mean diameter of the spread of fresh concrete from a standardized slump cone
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3.5
viscosity
<concrete> resistance to flow of fresh concrete once flow has started

4 Slump-flow test

4.1 General

This test specifies the procedure for determining the slump-flow and t59¢ time for self-compacting
concrete. The test is not suitable when the maximum size of the aggregate exceeds 40 mm.

4.2 Principle

The slump-flow test is an indication of the flowability of self-compacting concrete in the absence of
obstructions. It is based on the slump test described in ISO 1920-2. The flowability is evaluated by
measuring the spreading maximum diameter, dyax, and the time it reaches the spreading diameter of
500 mm, ts5gg. The dpax of spreading is a measure of the self-compacting concrete flow range when
subjected to load from its own weight. It is an indication of the yield stress of the self-compacting
concrete. The t5gg time is a measure of the speed of flow and an indication of the relative viscosity of the
self-compacting concrete. The result is an indication of the filling ability of self-compacting concrete.

The fresh concrete is poured into a cone as specified for the ISO 1920-2 slump test. When the cone is
withdrawn upwards, the time from commencing upward movement of the cone to when the concrete
has flowed to a diameter of 500 mm is measured; this is the t5gg time. The largest diameter of the flow
spread of the concrete and the diameter of the spread at right angles to it are then measured and the
mean is the slump-flow.

4.3 Apparatus
4.3.1 Mould, in accordance with ISO 1920-2:2016, 4.3.2.1 (see Figure 1).

4.3.2 Rule or measuring tape, of minimum length 1 000 mm and having sub-divisions not greater
than 5 mm along its entire length.

4.3.3 Stop watch, capable of measuring to 0,1 s.
4.3.4 Spiritlevel, for checking horizontality of base plate prior to commencing the test.
4.3.5 Container, to hold the test sample and having a volume of at least 10 1.

4.3.6 Collar, (optional) having a mass of at least 9 kg (see Figure 2).

NOTE The collar allows the test to be carried out by one person.

4.4 Testsample

The sample shall be obtained in accordance with [SO 1920-1.

4.5 Procedure

Place the baseplate on a flat and horizontal surface free from external vibration or shock. Check the top
surface for horizontality using the spirit level. Clean the table and the cone and dampen immediately
prior to testing, but keep free from excess moisture.

Fit the collar to the cone if being used.
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Place the cone centrally within the 200 mm circle on the baseplate and hold in position by standing on
the foot pieces (or use the collar), ensuring that no concrete can leak from under the cone.

Fill the cone in one operation without any agitation or mechanical compaction, and strike off surplus
from the top of the cone. Allow the filled cone to stand for not more than 30 s; during this time remove
any spilled concrete from the baseplate.

Lift the cone vertically in 1 s to 3 s in one movement without interfering with the flow of concrete. If the
tsoo time has been requested, start the stop watch immediately the cone ceases to be in contact with the
baseplate and record the time taken to the nearest 0,1 s for the concrete to first touch the 500 mm circle

After the flow of concrete has stabilized without disturbing the baseplate or concrete, measure the
largest diameter of the flow spread and record as d; to the nearest 10 mm. Then measure the diameter
of the flow spread at right angles to d1 to the nearest 10 mm and record as d> to the nearest 10 mm. If the
difference between di and d; is greater than 50 mm another sample shall be taken and the procedure
repeated.

If two consecutive tests show the difference between dq and d; to be greater than 50 mm, the concrete
lacks the necessary flowability for the slump-flow test to be suitable.

Check the concrete spread for signs of segregation and report under item 4.6, f) in a qualitative way, e.g.
no indication of segregation, strong indication of segregation.

NOTE Signs of segregation include a ring of cement paste/mortar and segregated coarse aggregate in the
central area.

Dimensions in millimetres

500 +1
2800

200 +1
2800

Figure 1 — Baseplate
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