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Foreword

ISO (the International Organization for Standardization) is a worldwide
federation of national standards bodies (ISO member bodies). The work of
preparing International Standards is normally carried out through 1SO
technical committees. Each member body interested in a subject for
which a technical committee has been established has the right to be
represented on that committee. International organizations, governmental
and non-governmental, in liaison with ISO, also take part in the work. I1ISO
collaborates closely with the International Electrotechnical Commission
(IEC) on all matters of electrotechnical standardization.

Draft International Standards adopted by the technical committees are
circulated to the member bodies for voting. Publication as an International
Standard requires approval by at least 75 % of the member bodies casting
a vote.

International Standard ISO 2070 was prepared by the British Standards
Institution (BSIl) (as BSI 4140: Part 14:1990} and was adopted under a
special “fast-track procedure”, by Technical Committee ISO/TC 47,
Chemistry, in parallel with its approval by the ISO member bodies.

It cancels and replaces 1SO 2070:1981 of which it constitutes a technical
revision.
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Aluminium oxide primarily used for the production of
aluminium — Determination of calcium content

1 Scope

This International Standard describes a flame atomic absorption method for the determination of the calcium
content of aluminium oxide primarily used for the production of aluminium.

The method is applicable to products having a calcium content, expressed as Ca0, of not less than 0,002 % (m/m).

2 Normative references

The following standards contain provisions which, through reference in this text, constitute provisions of this
International Standard. At the time of publication, the editions indicated were valid. All standards are subject to
revision, and parties to agreements based on this International Standard are encouraged to investigate the
possibility of applying the most recent editions of the standards indicated below. Members of IEC and ISO maintain
registers of currently valid International Standards.

ISO 648:1977, Laboratory glassware — One-mark pipettes.

1SO 802:1976, Aluminium oxide primarily used for the production of aluminium — Preparation and storage of test
samples.

ISO 1042:1983, Laboratory glassware — One-mark volumetric flasks.

SO 2073:1976, Aluminium oxide primarily used for the production of aluminium — Preparation of solution for
analysis — Method by hydrochloric acid attack under pressure.

ISO 3696:1987, Water for analytical laboratory use — Specification and test methods.

3 Principle

A test portion is dissolved in hydrochloric acid under pressure.

The solution is aspirated into a dinitrogen oxide (nitrous oxide) acetylene flame and the calcium content determined
by spectrometric measurement of the absorption at a wavelength of 422,7 nm using a calcium hollow-cathode
lamp.
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