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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization. 

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the 
different types of ISO documents should be noted. This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www​.iso​.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www​.iso​.org/patents).

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement. 

For an explanation of the voluntary nature of standards, the meaning of ISO specific terms and 
expressions related to conformity assessment, as well as information about ISO's adherence to the 
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT) see www​.iso​
.org/iso/foreword​.html.

This document was prepared by Technical Committee ISO/TC 134, Fertilizers, soil conditioners and 
beneficial substances.

Any feedback or questions on this document should be directed to the user’s national standards body. A 
complete listing of these bodies can be found at www​.iso​.org/members​.html.
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Introduction

The dry sieving of powdered material containing individual particles can be carried out quite easily. 
This simple, quick and cheap method enables the determination of the particle size of water-soluble 
materials. Therefore, the dry sieving method should always be used first. However, the sieve apertures 
can become blocked by sample particles, a phenomenon known as blinding. Blinding is mainly caused 
by caking and the production of electrostatic charges, particularly on sieves with small apertures. Dry 
sieving of very wet material can also lead to blinding. These difficulties are not encountered with the 
wet sieving method, which is applicable to any kind of material such as powders (dry or wet), paste-like 
products or granules except those containing water-soluble constituents.

In order to ensure the comparability of results, all masses of size fractions are expressed as dry matter.

This document is based on EN 12948:2002.
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Liming materials — Determination of size distribution by 
dry and wet sieving

1	 Scope

This document specifies two methods for the determination of the particle size distribution of liming 
materials.

Method A (the dry sieving method) is applicable to all liming materials except wet and paste-like 
products. Method A is not applicable if blinding, caking, electrostatic charges or agglomeration occur 
after drying.

Method B (the wet sieving method) is applicable to products which are susceptible to blinding, caking, 
electrostatic charges or agglomeration after drying. Method B can be used to determine the primary 
particle size distribution of granulated products. Method B is not applicable to burnt lime and liming 
materials containing water-soluble constituents.

2	 Normative references

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies.

ISO 565, Test sieves — Metal wire cloth, perforated metal plate and electroformed sheet — Nominal sizes 
of openings

ISO 3310-1, Test sieves — Technical requirements and testing — Part 1: Test sieves of metal wire cloth

ISO 8397:1988, Solid fertilizers and soil conditioners — Test sieving

ISO 14820-1, Fertilizers and liming materials — Sampling and sample preparation — Part 1: Sampling

EN  12048, Solid fertilisers and liming materials  — Determination of moisture content  — Gravimetric 
method by drying at (105 ± 2) °C

3	 Terms and definitions

No terms and definitions are listed in this document.

ISO and IEC maintain terminological databases for use in standardization at the following addresses:

—	 ISO Online browsing platform: available at https:​//www​.iso​.org/obp

—	 IEC Electropedia: available at http:​//www​.electropedia​.org/

4	 Principle

4.1	 Suitable methods

Table 1 gives the recommended methods for different liming materials.

In case of different options, see remarks.
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