7/L61-62¥C OS] :S|ie1ap Jusawnodop |in4

ISO 2430-1974 (E)
gnH Bulieys juawnoaoq

INTERNATIONAL ORGANIZATION FOR STANDARDIZATION -MEXIYHAPOJHAS OPTAHU3ALMSA MO CTAHIAPTU3ALIMU - ORGANISATION INTERNATIONALE DE NORMALISATION

Plywood — Veneer plywood with rotary cut veneer for general
use — Classification by appearance of panels with outer
veneers of poplar

Contreplaqué — Contreplaqué a plis, avec placages déroulés, pour usage général — Classification, selon ['aspect, des panneaux
4 placages extérieurs de peuplier

First edition — 1974-11-01

O
o

2]
cUDC 674.243.004.11 Ref. No. 1SO 2430-1974 (E)

"pescriptors: plywood, poplar wood, classification, defects, visual inspection.

-
-+

(7] Price based on 4 pages


http://www.avadocuments.com/doc/iso-2429-1974
http://www.avadocuments.com/doc/iso-2429-1974

7/L61-62¥C OS] :S|ie1ap Jusawnodop |in4

FOREWORD

ISO (the International Organization for Standardization) is a worldwide federation
of national standards institutes (ISO Member Bodies). The work of developing
International Standards is carried out through ISO Technical Committees. Every
Member Body interested in a subject for which a Technical Committee has been set
up has the right to be represented on that Committee. International organizations,
governmental and non-governmental, in liaison with SO, also take part in the work.

Draft International Standards adopted by the Technical Committees are circulated
to the Member Bodies for approval before their acceptance as International
Standards by the 1SO Council.

International Standard 1SO 2430 was drawn up by Technical Committee
ISO/TC 139, Plywood, and circulated to the Member Bodies in December 1971.

It has been approved by the Member Bodies of the following countries :

Australia India Romania

Austria Iran South Africa, Rep. of
Belgium Italy Spain

Canada Netherlands Sweden
Czechoslovakia New Zealand Thailand

Egypt, Arab Rep. of Norway United Kingdom
Germany Poland U.S.S.R.

Hungary Portugal

The Member Body of the following country expressed disapproval of the document
on technical grounds :

France

International Organization for Standardization, 1974 e
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INTERNATIONAL STANDARD

I1SO 2430-1974 (E)

Plywood — Veneer plywood with rotary cut veneer for general
use — Classification by appearance of panels with outer

veneers of poplar

1 SCOPE AND FIELD OF APPLICATION

This International Standard establishes the permissible
defects for the classification by appearance of surfaces of
general purpose veneer plywood” with rotary cut outer
veneers of poplar.

NOTE — Species of poplar wood used for this purpose are indicated
in the annex.

2 REFERENCE

ISO 2426, Plywood — Veneer plywood with rotary cut
veneer for general use — General rules for classification by
appearance.

[unooq

Defined in ISO 2074, Plywood — Vocabulary.

SjuUd

3 CLASSIFICATION BY APPEARANCE

3.1 Classification of panels by appearance according to the
combination of the grades of their two surfaces should be
carried out in accordance with 1SO 2426.

3.2 The surface of the panels should be classified by
appearance based on the permissible defects laid down in
clause 4.

4 PERMISSIBLE DEFECTS

Each surface is individually classified in one of the grades E,
I, 1, Hl or IV as defined by the permissible defects
indicated in the following table.
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