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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies
(ISO member bodies). The work of preparing International Standards is normally carried out through ISO
technical committees. Each member body interested in a subject for which a technical committee has been
established has the right to be represented on that committee. International organizations, governmental and
non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely with the
International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization.

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2.

The main task of technical committees is to prepare International Standards. Draft International Standards
adopted by the technical committees are circulated to the member bodies for voting. Publication as an
International Standard requires approval by at least 75 % of the member bodies casting a vote.

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent
rights. ISO shall not be held responsible for identifying any or all such patent rights.

ISO 3750 was prepared by Technical Committee ISO/TC 18, Zinc and zinc alloys, Subcommittee SC 1,
Methods of sampling and analysis of zinc and zinc alloys.

This second edition cancels and replaces the first edition (ISO 3750:1976), which has been technically revised.
It is based on European standard EN 12441-2:2001, Zinc and zinc alloys — Chemical analysis — Part 2:
Determination of magnesium in zinc alloys — Flame atomic absorption spectrometric method.
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INTERNATIONAL STANDARD ISO 3750:2006(E)

Zinc alloys — Determination of magnesium content — Flame
atomic absorption spectrometric method

1 Scope

This International Standard specifies a flame atomic absorption spectrometric method for the determination of
magnesium in zinc alloys. It is applicable to the products specified in ISO 301 and ISO 752.

It is suitable for the determination of magnesium contents (mass fractions) between 0,002 % and 0,08 %.

2 Normative references

The following referenced documents are indispensable for the application of this document. For dated
references, only the edition cited applies. For undated references, the latest edition of the referenced
document (including any amendments) applies.

ISO 301, Zinc alloy ingots intended for casting
ISO 752, Zinc ingots

ISO 5725-1, Accuracy (trueness and precision) of measurement methods and results — Part 1: General
principles and definitions

ISO 5725-2, Accuracy (trueness and precision) of measurement methods and results — Part 2: Basic method
for the determination of repeatability and reproducibility of a standard measurement method

ISO 5725-3, Accuracy (trueness and precision) of measurement methods and results — Part 3: Intermediate
measures of the precision of a standard measurement method

ISO 20081, Zinc and zinc alloys — Method of sampling — Specifications

3 Terms and definitions
For the purposes of this document, the terms and definitions given in ISO 20081 and the following apply.

31

flame atomic absorption spectrometry

measurement of the absorption of electromagnetic radiation, emitted by an element at a determined
wavelength, by an absorbent medium (flame) formed of atoms of the same element that are in the ground
state

NOTE Each element absorbs radiation of specific wavelengths and the intensity of the absorbed radiation is
proportional to the concentration of the said element.
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