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FOREWORD 

ISO (the International Organization for Standardization) is a worldwide federation 
of national Standards institutes (ISO Member Bodies). The work of developing 
International Standards is carried out through ISO Technical Committees. Every 
Member Body interested in a subject for which a Technical Committee has been set 
up has the right to be represented on that Committee. International organizations, 
governmental and non-governmental, in liaison with ISO, also take part in the work. 

Draft International Standards adopted by the Technical Committees are circulated 
to the Member Bodies for approval before their acceptance as International 
Standards by the !SO Council. 

International Standard ISO 5088 was drawn up by Technical Committee 
ISO/TC 38, Textiles, and was circulated to the Member Bodies in September 1975. 

lt has been approved by the Member Bodies of the following countries : 

Belgium Hungary 
Bulgaria India 
Canada Israel 
Czechoslovakia Japan 
Denmark Netherlands 
Egypt, Arab Rep. of Norway 
Finland Poland 
France Romania 
Germany South Africa, Rep. of 

Spain 
Sweden 
Switzerland 
United Kingdom 
U.S.A. 
U.S.S.R. 
Y ugoslavia 

The Member Bodies of the following countries expressed disapproval of the 
document on technical grounds : 

Italy 
New Zealand 

0 International Organkation for Standardkation, 1976 l 

Printed in Switzerland 
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INTERNATIONAL STANDARD ISO 50884976 (E) 

Textiles - Ternary fibre mixtures - Quantitative analysis 

0 INTRODUCTION 

The methods of quantitative analysis of mixtures of textile 
fibres are based on two processes : the manual Separation 
and the Chemical Separation of fibre types. 

The method of manual Separation should be used whenever 
possible, since it generally gives more accurate results than 
the Chemical method. lt tan be used for all textiles whose 
component fibres do not form an intimate mixture, as, for 
example, in the case of yarns composed of several elements 
each of which is made up of one type of fibre, or fabrics 
in which the warp is of a different type of fibre from the 
Weft, or knitted fabrics capable of being unravelled and 
made up of yarns of different types. 

In general, the methods for quantitative Chemical analysis 
of mixtures of textile fibres are based on the selective 
Solution of the individual components of the mixture. Four 
variants of this procedure are possible : 

- Variant 1 : Using two different test specimens, 
component (a) is dissolved from the first test specimen 
and component (b) from the second test specimen. The 
insoluble residues of each test specimen are weighed and 
the percentage of each soluble component is calculated 
from the respective losses in mass. The percentage of the 
third component (c) is calculated by differente. 

- Variant 2 : Using two different test specimens, a 
component (a) is dissolved from the first test specimen, 
and two components (a and b) from the second test 
specimen. The insoluble residue of the first test speci- 
men is weighed and the percentage of the component (a) 
is calculated from the loss in mass. The insoluble residue 
of the second test specimen is weighed : it corresponds 
to component (c). The percentage of the third 
component (b) is calculated by differente. 

- Variant 3 : Using two different test specimens, two 
components (a and b) are dissolved from the first test 
specimen and two components (b and c) from the 
second test specimen. The insoluble residues correspond 
to the two components (c) and (a) respectively. The 
percentage of the third component (b) is calculated by 
d ifference. 

- Variant 4 : Using only one test specimen, one of the 
components is removed, after which the insoluble 
residue formed by the two other fibres is weighed and 
the percentage of the soluble component is calculated 

from the loss in mass. One of the two fibres of the 
residue is dissolved, the insoluble component is weighed 
and the percentage of the second soluble component is 
calculated from the loss in mass. 

Where a choice is possible, it is advisable to use one of the 
first three variants. Where Chemical analysis is used, take 
care to choose methods prescribing solvents which dissolve 
only the required fibre or fibres, a-nd leave undissolved the 
other fibre or fibres. 

By way of example, a table is given in annex B which 
contains a certain number of ternary mixtures, together 
with methods for analysing binary mixtures which tan, in 
principle, be used for analysing these ternary mixtures. 

In Order to reduce the possibility of error to a minimum, 
it is recommended that, whenever possible, Chemical 
analysis using at least two of the four above-mentioned 
variants should be made. 

Mixtures of fibres used during processing and, to a lesser 
extent, in finished textiles may contain non-fibrous matter 
such as fats, waxes or dressings, or water-soluble matter 
either occurring naturally or added to facilitate processing. 
Non-fibrous matter must be removed before analysis. For 
this reason, a method of pre-treatment for removing oils, 
fats, waxes and water-soluble matter is also given. 

In addition, textiles may contain resins or other matter 
added to confer special properties. Such matter, including 
dyestuffs in exceptional cases, may interfere with the 
action of the reagent on the soluble components and/or 
it may be partially or completely removed by the reagents. 
This type of added matter may thus Cause errors and 
should be removed before the Sample is analysed. If it 
is impossible to remove such added matter, the methods for 
quantitative Chemical analysis given in annex B are no 
longer applicable. 

Dye in dyed fibre is considered to be an integral part of 
the fibre and is not removed. 

Analyses are conducted on the basis of dry mass and a 
procedure is given for its determination. 

The result is expressed by reference to the dry mass or 
by reference to this mass after application of the 
conventional recovery rate. 
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Before proceeding with any analysis, all the fibres present 
in the mixture must be identified. In some Chemical 
methods, the insoluble components of a mixture may be 
partially dissolved in the reagent used to dissolve the 
soluble component or components. Whenever possible, 
reagents have been Chosen that have little or no effect on 
the insoluble fibres. If a loss in mass is known to occur 
during the analysis, the result should be corrected; 
correction factors are given for this purpose. These factors 
have been determined in several laboratories by treating, 
with the appropriate reagent as specified in the method of 
analysis, fibres cleaned by the pre-treatment. These 
correction factors apply only to undegraded fibres and 
different correction factors may be necessary if the fibres 
have been degraded before or during processing. If the 
4th variant, in which a textile fibre is subjected to the 
successive action of two different solvents, must be used, 
correction factors must be applied for possible losses in 
mass undergone by the fibre in the two treatments. 

At least two determinations should be made, both in the 
case of manual Separation and in the case of Chemical 
Separation. 

1 SCOPE 

This International Standard specif ies methods of 
quantitative analysis of various ternary mixtu res of fibres. 

2 METHODS OF CHEMICAL ANALYSIS 

2.1 Field of application 

The field of application of each method for analysing 
binary mixtures, specified in ISO 1833, indicates the fibres 
to which the method is applicable. 

2.2 Reference 

ISO 1833, Textiles - Binar-y fibre mixtures - Quantitative 
Chemical analysis. 

2.3 Principle 

After identification of the components of a mixture, the 
non-fibrous matter is removed by a suitable pre-treatment, 
and then one or more of the four variants of the process of 
selective Solution described in the Introduction is applied. 
Except where this presents technical difficulties, it is 
preferable to dissolve the major fibre component so as to 
obtain the minor fibre component as the final residue. 

2.4 Reagents 

2.4.1 Light Petroleum, redistilled, boiling range 40 
to 60 “C. 

Other reagents are specified in the appropriate clauses of 
ISO 1833. These shall be chemically pure. 

2.4.2 Distilled or deionized water. 

2.5 Apparatus 

2.5.1 Filter crucibles and weighing bottles large enough to 
contain such crucibles, or any other apparatus giving 
identical results. 

2.5.2 Vacuum fl.ask. 

2.5.3 Desiccator, containing self-indicating silica gel. 

2.5.4 Ventilated oven, for drying the specimens 
at 105 + 3 OC. 

2.5.5 Analytical balance, accurate to 0,000 2 g. 

2.5.6 Soxhlet extractor apparatus, or apparatus giving 
identical results. 

2.6 Conditioning and testing atmosphere 

Because dry masses are determined, it is unnecessary to 
condition the specimen. The analysis is carried out in the 
ambient atmosphere. 

2.7 Sampling and pre-treatment of Iaboratory test Sample 

2.7.1 Sampling 

Take a laboratory test Sample that is representative of the 
laboratory bulk Sample and sufficient to provide all the test 
specimens, each of at least 1 g, that are required. 

2.7.2 Pre-treatment 

Remove the non-fibrous extractable matter in light 
Petroleum (2.4.1) and water, by treating the air-dry Sample 
in the Soxhlet extractor (2.5.6), with light Petroleum for 
1 h at a minimum rate of 6 cycles per hour. Allow the light 
Petroleum to evaporate from the Sample and then soak the 
Sample in cold water (2.4.2) for 1 h, and then in water at 
65 * 5 “C for 1 h, agitating from time to time. Use a liquor 
ratio of 1: 100. Remove the excess water from the Sample 
by squeezing, suction or centrifuging and allow the 
Sample to become air-dry. 

Where non-fibrous matter cannot be extracted with light 
Petroleum and water, it should be removed by a suitable 
method that does not substantially alter the fibre cons- 
tituents. However, for some unbleached, natura1 vegetable 
fibres (for example jute, Coir) it is to be noted that normal 
pre-treatment with light Petroleum and water does not 
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