
Leather — Wet blue sheep skins — 
Specification
Cuir — Peaux d'ovins à l'état «bleu humide» — Spécifications

INTERNATIONAL 
STANDARD

ISO 
5432

Third edition 
2022-11

Reference number 
ISO 5432:2022(E)

© ISO 2022

Full document details: ISO 5432-2022

http://www.avadocuments.com/doc/iso-5432-2022
http://www.avadocuments.com/doc/iso-5432-2022


ii

ISO 5432:2022(E)

COPYRIGHT PROTECTED DOCUMENT

©  ISO 2022
All rights reserved. Unless otherwise specified, or required in the context of its implementation, no part of this publication may 
be reproduced or utilized otherwise in any form or by any means, electronic or mechanical, including photocopying, or posting on 
the internet or an intranet, without prior written permission. Permission can be requested from either ISO at the address below 
or ISO’s member body in the country of the requester.

ISO copyright office
CP 401 • Ch. de Blandonnet 8
CH-1214 Vernier, Geneva
Phone: +41 22 749 01 11
Email: copyright@iso.org
Website: www.iso.org

Published in Switzerland

	 ﻿� © ISO 2022 – All rights reserved
�

Full document details: ISO 5432-2022

http://www.avadocuments.com/doc/iso-5432-2022
http://www.avadocuments.com/doc/iso-5432-2022


ISO 5432:2022(E)

Foreword.........................................................................................................................................................................................................................................iv
1	 Scope.................................................................................................................................................................................................................................. 1
2	 Normative references...................................................................................................................................................................................... 1
3	 Terms and definitions..................................................................................................................................................................................... 1
4	 Requirements........................................................................................................................................................................................................... 2

4.1	 Raw material............................................................................................................................................................................................. 2
4.2	 Tanning........................................................................................................................................................................................................... 2
4.3	 Fungicidal additives............................................................................................................................................................................ 2
4.4	 Presentation............................................................................................................................................................................................... 2
4.5	 Shrinkage temperature................................................................................................................................................................... 2
4.6	 Chemical requirements.................................................................................................................................................................... 2

5	 Sampling........................................................................................................................................................................................................................ 3
5.1	 Sampling for routine testing....................................................................................................................................................... 3
5.2	 Sampling in cases of dispute....................................................................................................................................................... 3
5.3	 Preparation of samples.................................................................................................................................................................... 3

6	 Method of testing.................................................................................................................................................................................................. 3
6.1	 Visual tests.................................................................................................................................................................................................. 3
6.2	 Shrinkage temperature................................................................................................................................................................... 3
6.3	 Volatile matter......................................................................................................................................................................................... 4
6.4	 pH of the water extract.................................................................................................................................................................... 4
6.5	 Effectiveness of the fungicide.................................................................................................................................................... 4
6.6	 Determination of matter soluble in dichloromethane......................................................................................... 4

7	 Packaging and Marking................................................................................................................................................................................. 4
7.1	 Packaging..................................................................................................................................................................................................... 4
7.2	 Marking.......................................................................................................................................................................................................... 4

Bibliography................................................................................................................................................................................................................................. 5

iii© ISO 2022 – All rights reserved	 ﻿

Contents� Page

Full document details: ISO 5432-2022

http://www.avadocuments.com/doc/iso-5432-2022
http://www.avadocuments.com/doc/iso-5432-2022

