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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards
bodies (ISO member bodies). The work of preparing International Standards is normally carried out
through ISO technical committees. Each member body interested in a subject for which a technical
committee has been established has the right to be represented on that committee. International
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work.
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are
described in the ISO/IEC Directives, Part 1. In particular the different approval criteria needed for the
different types of ISO documents should be noted. This document was drafted in accordance with the
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of
any patent rights identified during the development of the document will be in the Introduction and/or
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not
constitute an endorsement.

For an explanation on the voluntary nature of standards, the meaning of ISO specific terms and
expressions related to conformity assessment, as well as information about ISO's adherence to the
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT) see the following
URL: www.iso.org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC 45, Rubber and rubber products,
Subcommittee SC 2, Testing and analysis.

This first edition of ISO 6502-1 cancels and replaces the fourth edition of ISO 6502:2016, which has
been technically revised to keep consistency within the ISO 6502 series.

Alist of all parts in the ISO 6502 series can be found on the ISO website.
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Introduction

An International Standard specifying requirements for the use of oscillating disc curemeters was
established in 1977 as ISO 3417, Rubber — Measurement of vulcanization characteristics with the
oscillating disc curemeter. Later, when various rotorless curemeters were developed and became popular,
an International standard for these instruments was produced as ISO 6502, Rubber — Measurement of
cure characteristics with rotorless curemeters. However, because of the variety of available instruments
that differed in geometry and construction, ISO 6502 was not able to specify such requirements in
detail. In 1999, it became clear that a number of different rotorless curemeters were available and that
significant developments had taken place and were continuing. Hence, it was concluded that, rather
than specify individual rotorless instruments, possibly restricting future developments, a more general
document was required. Accordingly, it was decided to provide guidance and assistance in the design
and use of curemeters generally, and the title of ISO 6502 was changed to Rubber — Guide to the use of
curemeters. As the use of rotorless curemeters has become more mature, it has now been decided to
revise the Guide as Rubber — Measurement of vulcanization characteristics using curemeters — Part
1: Introduction, with subsequent parts for oscillating disc curemeters and rotorless curemeters.
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INTERNATIONAL STANDARD ISO 6502-1:2018(E)

Rubber — Measurement of vulcanization characteristics
using curemeters —

Part 1:
Introduction

WARNING 1 — Persons using this document should be familiar with normal laboratory practice.
This document does not purport to address all of the safety problems, if any, associated with its
use. It is the responsibility of the user to establish appropriate safety and health practices and to
determine the applicability of any other restrictions.

WARNING 2 — Certain procedures specified in this document might involve the use or generation
of substances, or the generation of waste, that could constitute a local environmental hazard.
Reference should be made to appropriate documentation on safe handling and disposal after use.

1 Scope

This document provides an introduction to the determination of vulcanization characteristics of rubber
compounds by means of curemeters.

2 Normative references

The following documents are referred to in the text in such a way that some or all of their content
constitutes requirements of this document. For dated references, only the edition cited applies. For
undated references, the latest edition of the referenced document (including any amendments) applies.

ISO 1382, Rubber — Vocabulary

3 Terms and definitions
For the purposes of this document, the terms and definitions given in ISO 1382 and the following apply.
ISO and IEC maintain terminological databases for use in standardization at the following addresses:

— ISO Online browsing platform: available at https://www.iso.org/obp

— IEC Electropedia: available at http://www.electropedia.org/

31

oscillating-disc curemeter

oDC

curemeter consisting of a biconical disc oscillated within a temperature-controlled die cavity containing
the test piece

Note 1 to entry: An oscillating-disc curemeter is also known as an oscillating disc rheometer (ODR).

3.2

rotorless curemeter

RCM

curemeter consisting of two dies forming a temperature-controlled cavity, one of which is moved
relative to the other to apply a stress or strain to the test piece

Note 1 to entry: A rotorless curemeter is also known as a moving die rheometer (MDR).
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