ISO 667-1981 (E)

International Standard

INTERNATIONAL ORGANIZATION FOR STANDARDIZATION®MEXAYHAPOAHAA OPTAHN3ALUA NO CTAHAAPTUSAUNUSORGANISATION INTERNATIONALE DE NORMALISATION

Rubber, compounded — Determination of cure rate —
Shearing disk method

Meélanges a base de caoutchouc — Détermination de la vitesse de vulcanisation — Méthode au consistométre a cisaillement

Second edition — 1981-12-15

UDC 678.47 : 678.01 : 539.5 Ref. No. 1SO 667-1981 (E)

Descriptors : elastomers, synthetic elastomers, natural rubber, tests, vulcanizing, speed, measurement.

Documents

Pri 2
Docﬂ'ﬁ%ebr?f %’hoe? rln%a?-ﬁsl b

Full document details: ISO 667-1981


http://www.avadocuments.com/doc/iso-667-1981
http://www.avadocuments.com/doc/iso-667-1981

Foreword

ISO (the International Organization for Standardization) is a worldwide federation of
national standards institutes (ISO member bodies). The work of developing Inter-
national Standards is carried out through ISO technical committees. Every member
body interested in a subject for which a technical committee has been set up has the
right to be represented on that committee. International organizations, governmental
and non-governmental, in liaison with 1SO, also take part in the work.

Draft International Standards adopted by the technical committees are circulated to
the member bodies for approval before their acceptance as International Standards by
the 1ISO Council.

International Standard 1SO 667 was developed by Technical Committee 1SO/TC 45,
Rubber and rubber products.

This second edition was submitted directly to the 1ISO Council, in accordance with
clause 5.10.1 of part 1 of the Directives for the technical work of I1SO. It cancels and
replaces the first edition (i.e. ISO 667-1975), which had been approved by the member
bodies of the following countries :

Australia Hungary Spain

Austria India Sweden

Brazil Israel Switzerland
Canada Italy United Kingdom
Chile Japan USA

Colombia Korea, Rep. of USSR
Czechoslovakia Netherlands Yugoslavia
France New Zealand

Germany, F. R. Poland

No member body had expressed disapproval of the document.

© International Organization for Standardization, 1981 @

Printed in Switzerland

Full document details: ISO 667-1981

Documents

Document Sharing Hub


http://www.avadocuments.com/doc/iso-667-1981
http://www.avadocuments.com/doc/iso-667-1981

