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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1. In particular the different approval criteria needed for the 
different types of ISO documents should be noted. This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement.

For an explanation on the voluntary nature of standards, the meaning of ISO specific terms and 
expressions related to conformity assessment, as well as information about ISO's adherence to the 
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT) see the following 
URL: www.iso.org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC 45, Rubber and rubber products, 
Subcommittee SC 2, Testing and analysis.

This fourth edition cancels and replaces the third edition (ISO 7267-3:2011), of which it constitutes a 
minor revision to update the normative references in Clause 2.

A list of all parts in the ISO 7267 series can be found on the ISO website.

﻿

iv� © ISO 2017 – All rights reserved

Full document details: ISO 7267-3-2017

http://avadocuments2026.com/doc/iso-7267-3-2017
http://avadocuments2026.com/doc/iso-7267-3-2017


﻿

ISO 7267-3:2017(E)

Introduction

The hardness of a roller covering has traditionally been determined on the finished roller, since it is this 
hardness that is critical to the correct functioning of the roller in its end application. Values of hardness, 
determined by whichever method is chosen, are therefore dependent not only on the method employed 
and on the rubber, but also on the diameter of the roller, on the thickness of the covering and, in the 
case of thin coverings, on the nature of the roller core. For this reason the term “apparent hardness” is 
used to distinguish between the values obtained by the methods described in the various parts of this 
document and those that would be obtained for the rubber if it was possible to use the standard test 
methods for standard test pieces forming the subjects of other International Standards.

Since rollers vary considerably in size, construction and end use, and in view of the fact that hardness 
determinations are made for such different purposes as specification and factory process control, it has 
not been possible to standardize one test method. Consequently, three methods are described in the 
ISO 7267 series, each capable of standing alone.
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