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Foreword 

IS0 (the International Organization for Standardization) is a worldwide federation of 
national standards bodies (IS0 member bodies). The work of preparing International 
Standards is normally carried out through IS0 technical committees. Each member 
body interested in a subject for which a technical committee has been established has 
the right to be represented on that committee. International organizations, govern- 
mental and non-governmental, in liaison with ISO, also take part in the work. 

Draft International Standards adopted by the technical committees are circulated to 
the member bodies for approval before their acceptance as International Standards by 
the IS0 Council. They are approved in accordance with IS0 procedures requiring at 
least 75 % approval by the member bodies voting. 

International Standard IS0 8075 was prepared by Technical Committee ISO/TC 20, 
Aircraft and space vehicles. 
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INTERNATIONAL STANDARD ISO8075-1985 (El 

Aerospace - Surface treatment of hardenable stainless 
steel parts 

0 Introduction 

The corrosion resistance of stainless steels is dependent upon 
the integrity of a transparent oxide film present on the surface. 
Discontinuities in this protective film may result from con- 
tamination, for example by iron or carbon on the surface or dif- 
fused into the surface layers. Furthermore, because the integ- 
rity of the film is dependent on the constant availability of fresh 
oxygen, discontinuities may result from minute oxygen-starved 
crevices such as occur under particles of dirt, even though 
those particles might be chemically inert. 

1 Scope and field of application 

1 .l This International Standard specifies the requirements 
for the surface treatment of parts made from martensitic, 
precipitation hardening and maraging stainless steels (for 
example AISI 400 series, 17-7PH, 17-4PH, 15-5PH, AM350, 
AM355, PH15-7Mo, PH13-8Mo, Custom 450 and 455). It pro- 
vides practical methods for removing contaminants and for ob- 
taining suitable corrosion resistance for aerospace applications. 

1.2 The surface treatments required during manufacture are 
mandatory for all surfaces of all parts. The final surface 
treatments are mandatory except when a surface coating (for 
example paint, plating) is specified. When such a coating is 
specified for only a portion of the surfaces of a part, the un- 
coated portions shall be treated in accordance with the final 
surface treatment requirements of this International Standard. 

1.3 It is the responsibility of the processor to determine, by 
analysis or history, the condition of the surface prior to treat- 

ment to assure conformance to the requirements of this Inter- 
national Standard. 

2 Technical requirements 

CAUTION - The procedures specified in B.2.3, 8.2.4 and 
annex C may remove significant material from surfaces. 
Care shall be exercised to allow for such removal so that 
final dimensional requirements are met. 

2.1 Surface treatment during manufacture 

2.1.1 Prior to any heating (for example annealing, welding), 
the steel shall be cleaned to remove all contaminants as 
specified in 2.1 .I .I and 2.1.1.2. 

2.1.1.1 Remove any non-metallic organic contaminants by 
the appropriate procedure(s) in annex A. 

2.1.1.2 Remove any metallic and non-metallic inorganic con- 
taminants by the appropriate procedure(s) in annex B. 

2.2 Final surface treatment 

2.2.1 After all other manufacturing operations have been 
completed, surfaces shall be treated as specified in 2.2.1.1 to 
2.2.1.4. 

2.2.1.1 Remove any non-metallic organic contaminants by 
the appropriate procedure(s) in annex A. 
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