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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out through 
ISO technical committees. Each member body interested in a subject for which a technical committee 
has been established has the right to be represented on that committee. International organizations, 
governmental and non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely 
with the International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are described 
in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the different types 
of ISO document should be noted. This document was drafted in accordance with the editorial rules of the 
ISO/IEC Directives, Part 2 (see www.iso.org/directives).

ISO draws attention to the possibility that the implementation of this document may involve the use of (a) 
patent(s). ISO takes no position concerning the evidence, validity or applicability of any claimed patent 
rights in respect thereof. As of the date of publication of this document, ISO had not received notice of (a) 
patent(s) which may be required to implement this document. However, implementers are cautioned that 
this may not represent the latest information, which may be obtained from the patent database available at 
www.iso.org/patents. ISO shall not be held responsible for identifying any or all such patent rights.

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement.

For an explanation of the voluntary nature of standards, the meaning of ISO specific terms and expressions 
related to conformity assessment, as well as information about ISO's adherence to the World Trade 
Organization (WTO) principles in the Technical Barriers to Trade (TBT), see www.iso.org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC 45, Rubber and rubber products, Subcommittee 
SC 2, Testing and analysis.

A list of all parts in the ISO 813 series can be found on the ISO website.

Any feedback or questions on this document should be directed to the user’s national standards body. A 
complete listing of these bodies can be found at www.iso.org/members.html.
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Introduction

Nowadays it is common to use combinations of materials aimed at achieving special properties for parts 
of a product. Thermoplastic elastomers (TPEs) are used in a large percentage of these applications for 
functional, visual, acoustic, haptic and tactile reasons, with injection moulding used as the joining method in 
the majority of cases.[3,4] Due to their thermoplastic nature, TPE materials are gaining importance steadily 
in this area relative to vulcanized rubber.

Due to the wide variety of TPE types encountered nowadays and the large number of manufacturers, it is 
difficult to reach comparative conclusions regarding the bond strength between two materials. Accordingly, 
the purpose of this document is to specify a peel test procedure specifically for measuring the adhesion of a 
TPE to a rigid substrate.
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International Standard ISO 813-2:2024(en)

Rubber, vulcanized or thermoplastic — Determination of 
adhesion to a rigid substrate —

Part 2: 
Adhesion of a soft thermoplastic elastomer layer
WARNING 1 — Persons using this document should be familiar with normal laboratory practice. This 
document does not purport to address all of the safety problems, if any, associated with its use. It is 
the responsibility of the user to establish appropriate safety and health practices and to determine 
the applicability of any other restrictions.

WARNING 2 — Certain procedures specified in this document can involve the use or generation of 
substances, or the generation of waste, that could constitute a local environmental hazard. Reference 
should be made to appropriate documentation on safe handling and disposal after use.

1	 Scope

This document specifies a test method for assessing the peel strength of a thermoplastic elastomer (TPE) to 
a rigid substrate. It is mainly applicable to soft components in the Shore A hardness range.

This document specifies a test piece but not the injection moulding tool for its manufacture. Hence, it is 
possible that different results are obtained for test pieces produced using different injection moulding tools.

2	 Normative references

The following documents are referred to in the text in such a way that some or all of their content constitutes 
requirements of this document. For dated references, only the edition cited applies. For undated references, 
the latest edition of the referenced document (including any amendments) applies.

ISO  5893, Rubber and plastics test equipment — Tensile, flexural and compression types (constant rate of 
traverse) — Specification

ISO 6133, Rubber and plastics — Analysis of multi-peak traces obtained in determinations of tear strength and 
adhesion strength

ISO 18899:2013, Rubber — Guide to the calibration of test equipment

ISO 23529, Rubber — General procedures for preparing and conditioning test pieces for physical test methods

3	 Terms and definitions

No terms and definitions are listed in this document.

ISO and IEC maintain terminology databases for use in standardization at the following addresses:

—	 ISO Online browsing platform: available at https://​www​.iso​.org/​obp

—	 IEC Electropedia: available at https://​www​.electropedia​.org/​
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