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Foreword 

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies 
(ISO member bodies). The work of preparing International Standards is normally carried out through ISO 
technical committees. Each member body interested in a subject for which a technical committee has been 
established has the right to be represented on that committee. International organizations, governmental and 
non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely with the 
International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization. 

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2. 

The main task of technical committees is to prepare International Standards. Draft International Standards 
adopted by the technical committees are circulated to the member bodies for voting. Publication as an 
International Standard requires approval by at least 75 % of the member bodies casting a vote. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. ISO shall not be held responsible for identifying any or all such patent rights. 

ISO 8166 was prepared by the European Committee for Standardization (CEN) in collaboration with Technical 
Committee ISO/TC 44, Welding and allied processes, Subcommittee SC 10, Unification of requirements in the 
field of metal welding, in accordance with the Agreement on technical cooperation between ISO and CEN 
(Vienna Agreement). 

Throughout the text of this document, read “...this European Standard...” to mean “...this International 
Standard...”. 
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Foreword

This document (EN ISO 8166:2003) has been prepared by Technical Committee CEN/TC 121 "Welding", the
secretariat of which is held by DS, in collaboration with Technical Committee ISO/TC 44 "Welding and allied
processes".

This European Standard shall be given the status of a national standard, either by publication of an identical text or
by endorsement, at the latest by December 2003, and conflicting national standards shall be withdrawn at the latest
by December 2003.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark, Finland,
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Luxembourg, Malta, Netherlands, Norway, Portugal,
Slovakia, Spain, Sweden, Switzerland and the United Kingdom.
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Introduction

This European Standard enables the electrode life of spot welding electrodes to be determined. This standard does
not invalidate procedures for electrode life testing or their qualification documents in current use which complied with
the national or international standards or regulations existing at that time, provided the intent of the technical
requirement is satisfied and the specified application, its performance and equipment with which it is performed
remain unchanged.

When this standard is referenced for contractual purposes, all questions relating to the specification and
implementation of welding procedures shall be defined in the design specification at the time of enquiry or at the
contract stage.

It has been assumed in this standard that the execution of its provisions is entrusted to appropriately trained, skilled
and experienced personnel.

For the quality of welded structures the relevant part of standard EN ISO 14554 should be applicable. The
specification of procedures should follow guidelines as in standard prEN ISO 15609-5.

The specified procedure allows the determination of the life of spot welding electrodes i.e. the number of acceptable
spot welds which can be made between the need for re-dressing of the electrodes. The test procedure can be used to
evaluate the following:

a) the influence of electrode material or electrode shape and dimensions on the electrode life when welding a
particular material;

b) the affect of material being welded on the electrode life obtained using a fixed electrode shape and
dimensions;

c) the influence of welding conditions on electrode life when using a particular combination of electrode material
and shape for the welding of any material type;

d) the influence of welding machine type, electrode cooling on electrode life.

Precise details of the test procedure to be used will depend on which aspect of items a) to d) is to be evaluated
relative to the electrode life obtained.

For convenience, a generic test procedure is described in this document which allows assessment of the effect of the
material being welded on the electrode life obtained when using precisely defined welding conditions/electrode
configurations. These can be modified depending on the particular parameters being investigated.

Recommendations are also given concerning the important parameters which need to be kept constant so as to allow
the appropriate comparisons to be made as indicated in a), c) and d) above.
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