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Foreword 

IS0 (the International Organization for Standardization) is a worldwide federation of 
national standards bodies (IS0 member bodies). The work of preparing International 
Standards is normally carried out through IS0 technical committees. Each member 
body interested in a subject for which a technical committee has been established has 
the right to be represented on that committee. International organizations, govern- 
mental and non-governmental, in liaison with ISO, also take part in the work. 

Draft International Standards adopted by the technical committees are circulated to 
the member bodies for approval before their acceptance as International Standards by 
the IS0 Council. They are approved in accordance with IS0 procedures requiring at 
least 75 % approval by the member bodies voting. 

International Standard IS0 8330 was prepared by Technical Committee ISO/TC 45, 
Rubber and rubber products. 

Users should note that all International Standards undergo revision from time to time 
and that any reference made herein to any other International Standard implies its 
latest edition, unless otherwise stated. 
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INTERNATIONAL STANDARD IS0 8580 : 1987 (El 

Rubber and plastics hoses - Determination of 
ultra-violet resistance under static conditions 

0 Introduction 

The test method described in this International Standard pro- 
vides a means of assessing the resistance of hoses to the 
deleterious effects of ultra-violet light under static conditions. 

NOTE - Most ultra-violet irridiation sources have a limited life after 
which the intensity of the radiation decreases. Care should be taken to 
ensure that the life of operation of the fluorescent lamp is recorded and 
that the unit is rotated in accordance with IS0 4892, annex D, 
subclause 0.3.1, and is replaced after the useful life has expired. 

All apparatus placed in the test cabinet shall be fabricated from 
materials which do not absorb or react to ultra-violet light. 

1 Scope and field of application 
3.2 Test piece holder, as shown in figure 1, for Method 1. 

This International Standard specifies three methods for deter- 
mining the resistance of the outer cover of hoses to ultra-violet 
light : 

Method 1 : for bore sizes up to and including 25 mm, the 
test being carried out on the hose itself; 

Method 2 : for bore sizes greater than 25 mm, the test 
being carried out on a test piece from the hose wall; 

Method 3 : for bore sizes greater than 25 mm, the test 
being carried out on a test piece from the hose cover. 

Method 1 or 2 should normally be used. Method 3 should be 
used only if it is not possible to carry out the test in accordance 
with Method 2. 

2 References 

IS0 291, Plastics - Standard atmospheres for conditioning 
and testing. 

IS0 471, Rubber - Standard temperatures, humidities and 
times for the conditioning and testing of test pieces. 

IS0 4892, Plastics - Methods of exposure to laboratory light 
sources. 

3 Apparatus 

3.1 Test cabinet containing an array of fluorescent tube 
lamps as described in IS0 4892, annex D, to cover the test 
piece and the test piece holder. The cabinet shall be fitted with 
temperature and humidity controls to maintain a constant en- 
vironment of between 50 and 80 OC to an accuracy of f 3 OC 
and 35 % to 90 % relative humidity to an accuracy of f 5 %. 

3.3 Test piece holder, as shown in figure 2, for Method 2. 

3.4 Test piece holder, as shown in figure 3, for Method 3. 

4 Test pieces 

4.1 Type of test piece 

4.1.1 Method 1 

The test piece shall consist of a sample of hose. The length 
shall be calculated from the equation 

L=R p,d i-2d 
( > 

where 

L is the length of the test piece; 

D is the diameter of the mandrel (see figure I) necessary 
to produce the required elongation of the test piece (see 
clause 6), the elongation being measured over a minimum 
length of 10 d; 

d is the outside diameter of the hose under test. 

4.1.2 Method 2 

The test piece shall consist of a strip cut longitudinally from the 
hose. The strip shall be 150 mm long and 25 mm wide. 

-4.1.3 Method 3 

The test piece shall consist of a strip of the hose cover, re- 
moved longitudinally from the hose. The strip shall be 106 mm 
long and 25 mm wide. 
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