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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of
national standards bodies (ISO member bodies). The work of preparing International
Standards is normally carried out through ISO technical committees. Each member
body interested in a subject for which a technical committee has been established has
the right to be represented on that committee. International organizations, govern-
mental and non-governmental, in liaison with 1SO, also take part in the work. 1SO
collaborates closely with the International Electrotechnical Commission (IEC) on all
matters of electrotechnical standardization.

Draft International Standards adopted by the technical committees are circulated to
the member bodies for approval before their acceptance as International Standards by
the ISO Council. They are approved in accordance with ISO procedures requiring at
least 75 % approval by the member bodies voting.

International Standard ISO 9150 was prepared by Technical Committee ISO/TC 94,
Personal safety — Protective clothing and equipment.

Users should note that all International Standards undergo revision from time to time
and that any reference made herein to any other International Standard implies its
latest edition, unless otherwise stated.

© International Organization for Standardization, 1988 @

Printed in Switzerland
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INTERNATIONAL STANDARD

ISO 9150 : 1988 (E)

Protective clothing — Determination of behaviour of
materials on impact of small splashes of molten metal

0 Introduction

Clothing designed to protect the wearer against small splashes
of molten metal is often submitted to high thermal loads. This
International Standard forms a part of a series concerned with
clothing designed to protect against heat and fire.

The diversity of the conditions in which splashes of molten
metal may come into contact with materials used for protective
clothing makes it difficult to evaluate the hazards that may arise
under conditions of use.

Experience has shown that the most important protective func-
tion is resistance to heat transfer, through the protective
clothing, from molten metal drops which impinge on but
bounce off the clothing surface.

The test method described in this International Standard allows
this heat transfer to be assessed.

1 Scope and field of application

This International Standard specifies a test method designed to
evaluate the behaviour of materials used for protective clothing
when such materials are struck by small liquid metal splashes,
especially when molten steel particles are projected against the
material.

It applies to any pliable material, or assembly of materials,
designed to protect workers against small splashes of molten
metal.

The results obtained by this method enable the behaviour of
different materials which have undergone this test under stan-
dardized conditions to be compared. They do not permit con-
clusions with respect to contacts with large splashes of molten
cast iron or other molten metal to be drawn, neither will they
allow the behaviour of complete garments under industrial con-
ditions to be predicted.
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2 References

ISO 139, Standard atmospheres for conditioning and testing.

NF C 42-330, Electrical measuring instruments — Platinum
resistance temperature sensors — Reference table and
tolerance.

3 Definition and symbols

For the purposes of this International Standard, the following
definition and symbols apply.

3.1 drop : A quantity of molten metal produced from the
fusion of a metal rod by a welding torch, falling under the
simultaneous action of its own weight and of the air movement
produced by the welding torch.

3.2 Symbols
f Frequency of drops, expressed as number of drops
per minute. :

m Mass of a drop, expressed in grams.

0y Linear density of the steel rods, expressed in grams
per centimetre.

X Number of 0,5 g drops, produced at the frequency of
20 per minute, required to raise the temperature of
the sensor behind the test specimen by 40 K, the sen-
sor temperature being within + 2 K of ambient
temperature at the beginning of the test.
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4 Principie

Projection of molten metal drops at a point on a vertically
oriented test specimen and measurement of the number of
drops required to cause a 40 K temperature rise in a sensor
behind the specimen.

5 Apparatus

5.1 Device for producing molten metal drops (see
figure 1)

The end of a steel rod (5.5) is melted in the flame of
an oxyacetylene welding-torch with orifice diameter
1,2mm + 0,1 mm." The rod is advanced by means of a
variable speed motor with a system of pulleys and a rope, and is

affixed to the rod-holder which is provided with a counterweight.

The axis of the burner jet is perpendicular to the rod. The
distance d between the rod and burner tip is adjustable (see
figure 2).

The feed rates of oxygen and acetylene are controlled by
flowmeters.

5.2 Drop guide (see figure 3)

This device is designed to collect the drops and to guide them
towards the vertically oriented test specimen.

It comprises a funnel machined from polytetrafluoroethylene
resin!) and is provided with a support that is adjustable in all
three planes. The funnel is inclined at 45° to the horizontal
plane; its cylindrical part shall allow the passage of a rod with a
diameter of 5 mm * 0,2 mm.

Provide a cover on top of the drop guide and cover the drop
guide when not in use.

5.3 Sensor for measuring the temperature,
linked to a recording device

The sensor support block is machined from a refractory
insulating material’? having a thermal conductivity of
0,125 W/(m-K) £ 0,015 W/(m-K) at 40 °C and a specific heat
capacity of 1,15 J/(g-K) = 0,1 J/(g-K), to the dimensions
shown in figure 4. Two holes near the centre serve to accept the
lead wires to the sensor, and four holes at the corners are pro-
vided to attach the support block to the specimen-holding frame.

As the sensor, use a platinum resistor!) conforming
to NFC42-330 (100Q at 0°C, flat, dimensions
12,5 mm x 10 mm, polytetrafluoroethylene coated).

On the outer surface of the sensor support block, provide a
recess of 13,6 mm x 11 mm just deep enough to imbed the
sensor so that its surface protrudes 0,5 mm + 0,2 mm. Attach
the sensor in the recess by means of a heat-resistant adhesive.

Connect the sensor to an appropriate electronic device which
converts the resistance change to temperature difference. It
shall be capable of discriminating + 0,5 K.

5.4 Holding frame for the test specimen

The specimen-holding frame also supports the sensor (5.3). It
allows the specimen to be maintained under tension by a
system of pulley-clamps and by a counterweight (see figure 5).

Use counterweights of 175 g = 5 g on both sides of the test
specimen or, alternatively, fix one end of the test specimen in a
clamp and attach a 175 g + 5 g counterweight to the other.
The position of the specimen-holder is adjustable horizontally

and vertically.

5.5 Steel rods

Steel rods of linear density o; = 0,5 g/cm * 0,2 g/cm.

6 Specimen

Cut test specimens measuring 120 mm x 20 mm from the lab-
oratory sample at a distance of at least 50 mm from the edges
of the sample. Fold over the edges of the test specimen at a
distance of 15 mm from both ends and stapie them so as to
enable the specimen to be fastened to the clamps (see
figure 6).

Cut at least 10 test specimens.

Condition the test specimens for 24 h in accordance with
ISO 139 : 1973, option 2.2.1 (656 % RH =+ 2% RH at
20 °C = 2 °C).

7 Procedure
WARNING : Health and safety of operators

On exposure to molten metal, organic materials may
pyrolyse with formation of toxic or noxious products.
Therefore, tests according to this method shall be carried
out in an enclosure where adequate air extraction is
available upon completion of each test.

Protective gloves shall be worn when handling hot
objects. If close-up inspection of apparatus or test
specimen is required during testing, eye and face protec-
tion should be provided.

Catch metal drops in a suitable receptacle underneath
the specimen holder.

7.1 Test conditions

Perform the test in a draught-free room without any source of
heat other than that required for the test. The temperature of
the test room should not vary by more than + 5 K during tests

1) Information on commercially available devices may be obtained from the secretariat of ISO/TC 94 (BSI).
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