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Foreword 

IS0 (the International Organization for Standardization) is a worldwide 
federation of national standards bodies (IS0 member bodies). The work 
of preparing International Standards is normally carried out through IS0 
technical committees. Each member body interested in a subject for 
which a technical committee has been established has the right to be 
represented on that committee. International organizations, govern- 
mental and non-governmental, in liaison with ISO, also take part in the 
work. IS0 collaborates closely with the International Electrotechnical 
Commission (IEC) on all matters of electrotechnical standardization. 

Draft International Standards adopted by the technical committees are 
circulated to the member bodies for voting. Publication as an Interna- 
tional Standard requires approval by at least 75 % of the member bodies 
casting a vote. 

International Standard IS0 9385 was prepared by Technical Committee 
ISO/TC 172, Optics and optical instruments. 
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Introduction 

For testing the hardness of glass and glass-ceramics, two methods of 
test have been discussed, namely the Vickers hardness test and the 
Knoop hardness test. Both tests involve certain difficulties when carried 
out. The results of a round robin testing survey, carried out in 1974 by 
the International Commission on Glass (ICG) to compare both proce- 
dures, showed that, for the specific task of testing glass, the Knoop 
hardness test is preferable. 
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