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Foreword

ISO (the International Organization for Standardization) is a worldwide
federation of national standards bodies {ISO member bodies). The work of
preparing International Standards is normally carried out through SO
technical committees. Each member body interested in a subject for
which a technical committee has been established has the right to be
represented on that committee. International organizations, governmental
and non-governmentai, in liaison with ISO, also take part in the work. ISO
collaborates closely with the International Electrotechnical Commission
(IEC) on all matters of electrotechnical standardization.

Draft International Standards adopted by the technical committees are
circulated to the member bodies for voting. Publication as an International
Standard requires approval by at least 75 % of the member bodies casting
a vote.

International Standard 1SO 9694 was prepared by Technical Committee
ISO/TC 1086, Dentistry, Subcommittee SC 2, Prosthodontic materials.
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Introduction

This is the first edition of a standard for dental phosphate-bonded casting
investments. During its preparation consideration was given to including a
requirement for setting expansion. No suitable test was available but work
continues on the development of a requirement and a test for inclusion at
the earliest possible date.
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Dental phosphate-bonded casting investments

1 Scope

This International Standard classifies dental phosphate-bonded casting investments into two types according to the
intended use. It specifies requirements for the essential physical properties of the investment and the test
methods to be used to determine these properties. It also includes a requirement for adequate instructions to
accompany each package.

2 Normative reference

The following standard contains provisions which, through reference in this text, constitute provisions of this
International Standard. At the time of publication, the edition indicated was valid. All standards are subject to
revision, and parties to agreements based on this International Standard are encouraged to investigate the
possibility of applying the most recent edition of the standard indicated below. Members of IEC and ISO maintain
registers of currently valid International Standards.

ISO 3696:1987, Water for analytical use — Specification and test method.

3 Definitions

For the purposes of this International Standard, the following definitions apply.

3.1 dental phosphate-bonded casting investment: Powder mixture of a refractory filler system and a binding
system specially designed for casting dental alloys.

NQOTE — The refractory filler system usually consists of refractory oxides such as silica. The binding system usually consists
mainly of an acidic phosphate, such as ammonium dihydrogen phosphate, together with a basic oxide, such as magnesium

oxide. When the powder is mixed with an appropriate liquid, it forms a paste that hardens to form an investment mould
suitable for casting dental alloys. The appropriate liquid is either water, special liquid or special liquid mixed with water.

3.2 special liquid: Liquid made available by the manufacturer or supplier for mixing with the investment powder.

NOTE — The special liquid usually consists mainly of a suspension of colloidal silica particles in water.

Documents
Document Sharirfg Hub

Full document details: ISO 9694-1996


http://www.avadocuments.com/doc/iso-9694-1996
http://www.avadocuments.com/doc/iso-9694-1996

